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Abstract 

ABSTRACT 

 

Liquid crystals are fascinating self–assembled soft materials in which the 

molecules are orientationally ordered and partially positionally ordered. Liquid 

crystals easily response to small perturbations like the electric field, magnetic field, 

surface effect, etc. for which they find applications in diversified fields along with 

display technology. 

At present high definition displays (AMLCDs) with a viewing angle of ~178 

degrees are available in the market. Twisted nematic liquid crystals are generally used 

in such displays. The high value of response time (~ms) governing the frame rate, 

ghost effect and contrast ratio is still a matter for further improvement. As a result, 

ferroelectric liquid crystal (FLC) and antiferroelectric liquid crystal (AFLC) draw a 

special interest from the last decades of the 20th century due to their low response time 

(µs). But manifold problems were faced in the development of displays based on 

FLCs. Some of them are small cell spacing (1–2 µm) to unwind the helix, the problem 

of mechanical shock due to unstable molecular anchoring at the surface, contrast ratio, 

etc. The AFLCs are promising materials to solve the issues because of their 

fascinating properties – tristable switching behavior, micro-second order response 

time, intrinsic analog gray-scale capability, hemispherical viewing angle (in-plane 

switching geometry) high contrast ratio and no-ghost effect, etc. AFLCs are also 

interesting for the basic studies in soft condensed matter field as these materials show 

various sub-phases with distinct macroscopic properties. So enough scope is here for 

the improvement of the display industry in the coming years with fascinating 

properties of antiferroelectric liquid crystals. 

Physical properties of six antiferroelectric liquid crystals and their three 

mixtures have been studied in this dissertation using different experimental techniques 

viz. polarizing optical microscopy, differential scanning calorimetry, synchrotron X-

ray diffraction, dielectric spectroscopy, electro-optic study. The first four compounds 

(DM0, DM1, DM2, and DM3) are biphenyl benzoate core-based, in which the 

number and position of lateral fluorination in the core differ. The first compound 

DM0 is a core protonated compound but in DM1 one fluorine atom is introduced at 

ortho position of the benzoate core, while it is introduced at position meta in DM2, 
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but in DM3 fluorine atoms are introduced both at ortho and meta positions of the 

benzoate core structure. In chapter 3, the effect of lateral fluorination on the 

mesogenic behaviour of these four compounds is discussed. All the four compounds 

exhibit Cr–SmCA*–SmC*–SmA*–Iso phase sequence but in different temperature 

ranges. Due to lateral fluorination, the clearing point decreases in all the fluorinated 

compounds but the melting point and the stability of SmCA* phase decrease or 

increase depending upon the position of lateral fluorination. Layer spacings increase 

in DM1 and DM2 whereas it is found to decrease in DM3. All the compounds show a 

tricritical nature of SmC*-SmA* transition and orthoconic nature of tilt. They also 

exhibit very large dielectric increments in SmC* phase but in singly fluorinated DM1 

and DM2 its value is less and in doubly fluorinated DM3 it is more than the core 

protonated compound. Four relaxation modes (PL, PH, GM, and SM) are observed and 

their critical frequencies are found to decrease in all fluorinated compounds. Domain 

mode is also observed. Fluorination results in the slower response under a square 

pulse, of the order of a few hundred microseconds. 

Properties of a binary eutectic antiferroelectric mixture, formed mixing 50 

wt.% of two pure compounds DM0 and DM3 are discussed in chapter 4. The 

behaviour of the mixture is not always found to be proportional to the concentration 

of the protonated and the fluorinated components although it shows the same phase 

sequence as in the pure compounds but with an increased range of SmCA* phase. In 

this eutectic mixture also four collective relaxation modes (PL, PH, GM, and SM) are 

observed and their critical frequencies are found to lie in between the pure 

compounds. However, PL and SM critical frequencies are not proportional to the 

concentration of the pure compounds but for PH and GM they are almost proportional. 

The critical field for the suppression of the PL and Goldstone modes is found to 

increase significantly. The GM mode dielectric increment decreased substantially.  

SmC*–SmA* transition temperature (Tc) is found to increase linearly with a bias field 

and the phenomenon has been explained using the Landau model. Spontaneous 

polarization is found to be in between those of the pure compounds. Switching time 

also exhibits similar behaviour and observed to be about a few hundred microseconds.  

Motivated by the formulation of the binary eutectic mixture, a room 

temperature multi-component high tilt antiferroelectric mixture is prepared by mixing 

DM0, DM1, DM2, and DM3 in equal wt.% and is discussed in chapter 5. The range 

of SmCA* phase is increased significantly and extended far below room temperature 
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(~ -8oC to 65 oC), keeping the phase sequence the same as the pure compounds. Some 

properties of the mixture are found to be equal to the average of the pure compounds. 

The mixture is of orthoconic nature and SmC*-SmA* transition shows tricritical 

nature like the pure compounds. Correlation lengths across and within the layers are 

found to increase from paraelectric to ferroelectric to antiferroelectric phases. Four 

collective modes viz.PL, PH, GM and SM and the domain mode are observed. 𝑓𝑆𝑀  and 

∆𝜀𝑆𝑀 were found to follow the Curie–Weiss law. Tc is found to increase with bias 

which was explained using the Landau model. The mixture also exhibits sub-

millisecond switching, near the onset of SmCA* phase.  

The key feature behind the compatibility of LCs and CNTs is the highly 

anisotropic nature of both. In the recent past, few groups studied the CNT composite 

of ferroelectric liquid crystals (FLCs). But studies on nanocomposites of 

antiferroelectric liquid crystals are very less. In chapter 6 we have made a 

comparative study of the dynamic behaviour and electro-optic response of the pure 

AFLC (DM1) and its MWCNT composite (0.12 wt.%). The phase boundaries are 

lowered and the stability of the SmA* and the SmC* phases are found to increase but 

that of SmCA* phase is decreased. Distinct textural changes are observed in different 

phases in the nanocomposite. Pitch of the helicoidal structure is found to increase with 

decreasing temperature in the pure compound in both the tilted phases, the opposite 

trend is observed in the composite in the SmC* phase. The absolute values and the 

ranges of the anti-phase antiferroelectric mode critical frequency (𝑓𝑃𝐻) and the 

absorption strength (𝜀𝑃𝐻
′′ ) are found to decrease in the doped system. In the composite, 

the dielectric increment (∆𝜀𝐺𝑀) of GM decreases and the critical frequency (fGM) 

increases and has been explained using generalized Landau theory. The critical field 

for suppression of the Goldstone mode is increased by 2 times in the composite, 

signifying the helical structure in the nanocomposite is more stable than in the pure 

compound. A significant reduction of spontaneous polarization and switching time is 

observed in the composite. A lower value of conductivity in the composite signifies 

trapping of impurity ions by the CNTs. 

To probe the structure-property relationship further, we have investigated the 

effect of fluorination in the achiral chain in chapter 7. For this, we have selected two 

partially fluorinated terphenyl based pure antiferroelectric liquid crystals 4F6T and 

6F6T. While the first compound has 4 fluorinated carbon atoms and 6 oligomethelene 
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spacers, the second one has 6 fluorinated carbon atoms and the same 6 oligomethelene 

spacers in the achiral chain. Another compound 5F6T, having 5 fluorinated carbon 

atoms and 6 oligomethelene spacers in the achiral chain,  belonging to the above 

homologous series, was studied and published by our group before, its results are 

compared with the present compounds for the sake of better understanding of 

structure-property relations. The molecules of this series structurally differ from the 

DM series, discussed in Chapter 3, by the number of fluorinated carbon atoms at 

achiral chain, instead of alkoxy group in the chain carbonyl group is attached here, the 

core is doubly fluorinated terphenyl based instead of biphenyl benzoate in DM series. 

Here we discuss the change of properties of these three compounds due to the major 

change with respect to the biphenyl benzoate core-based series as well as the change 

of properties of compounds within the series due to the change of the number of 

fluorinated carbon atom at ahiral chain.   

Although all of them exhibited Cr-SmCA*- SmC*-SmA*-Iso phase sequence, 

the melting point is observed to decrease with increasing achiral chain length but the 

clearing point shows the opposite trend, range of SmCA* and SmC* phases showed 

odd-even effect like the molecular dipole moments and spontaneous polarization. 

Layer spacings, average intermolecular distances and correlation lengths across the 

smectic planes are also observed to increase with achiral chain length. Like DM 

series, SmC*-SmA* transition shows tricritical nature. Dielectric increments are 

found to decrease with increased achiral chain. Both soft mode and Goldstone mode 

critical frequencies are found to decrease with decreasing temperature in the lower 

derivative but opposite behaviour is observed in the higher derivative. Both the 

compounds, however, show Curie–Weiss behaviour in soft mode near 𝑇𝑐. Goldstone 

mode critical frequency is much higher in 6F6T. Both PL and PH modes are observed 

in SmCA* phase in 6F6T but in 4F6T only PH is observed and in 5F6T both modes are 

absent. Optical tilts exhibited orthoconic nature of the SmCA* phase in both the 

compounds. However, X-ray tilt is much less and the discrepancy has been explained. 

Both the compounds show sub-millisecond order switching time which is also found 

to increase with achiral chain length. Antiferroelectric-ferroelectric transition 

temperature (𝑇𝐴𝐹) is observed to decrease with increasing ac field, effect is more in 

the higher derivative compared to the lower one. There is an indication of the 

presence of a sub-phase (SmC*) between SmA* and SmC* phases in 6F6T. These 
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two compounds are expected to be suitable for the preparation of mixtures suitable for 

display and non-display applications because of their orthoconic nature, sub-

millisecond switching time and moderate spontaneous polarization. Thus the number 

of fluorinated carbon in the achiral part is found to influence the mesogenic properties 

of various liquid crystalline systems.  

          Conclusions of all the experimental results have been summarized in Chapter 8. 
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PREFACE 
 

 

 

The present dissertation entitled “INVESTIGATION ON SOME 

ANTIFERROELECTRIC LIQUID CRYSTALS AND THEIR MIXTURES” 

is submitted to fulfill the requirements for the degree of Doctor of Philosophy 

(Science) in Physics of the University of North Bengal. This dissertation explores 

various fruitful results of different physical properties of a few fluorinated 

antiferroelectric liquid crystalline compounds and their mixtures investigated by 

different experimental techniques. The analysis presented in this dissertation 

evaluates the benefits of choosing such compounds for the successful application 

of liquid crystals in many areas of science and technology. All the studies have 

been carried out in Liquid Crystal Research Laboratory, Department of Physics, 

University of North Bengal under the supervision of Prof. Pradip Kumar Mandal, 

Department of Physics, University of North Bengal, Siliguri-734013. Some part 

of the research work has been performed in Deutsches Elektronen-Synchrotron 

(DESY), Hamburg, Germany. The thesis consists of eight chapters.  

The first chapter of this thesis contains a brief introduction to the liquid 

crystal (LC) physics and the list of investigated compounds and mixtures. The 

basic theory and experimental procedures followed for studying different 

properties of liquid crystalline materials are described in chapter 2. In chapter 3, 

results of four biphenyl benzoate core-based high tilt antiferroelectric liquid 

crystal compounds (DM0, DM1, DM2, and DM3) investigated by polarizing 

optical microscopy, differential scanning calorimetry, synchrotron X-ray 

diffraction, dielectric and electro-optical methods have been presented. Chapter 4 

describes mesogenic behavior of a binary eutectic antiferroelectric mixture 

formulated by mixing compounds DM0 and DM3. In chapter 5, mesogenic 

behavior of a multi-component high tilt antiferroelectric liquid crystal mixture 

prepared by mixing all the compounds DM0, DM1, DM2 and DM3 in equal 

wt.% have been discussed. CNT doped antiferroelectric liquid crystal (DM1) is 

investigated by polarizing optical microscopy, dielectric relaxation spectroscopy  
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1.1 INTRODUCTION TO THE LIQUID CRYSTAL

Liquid Crystal is a delicate phase of matter intermediate between the 

crystalline solid and the amorphous liquid. In 1888 Friedrich Reinitzer, an Austrian 

botanist, was performing investigations about cholesterol at Charles University in 

Prague [1]. He synthesized the benzoates and found that cholesteryl benzoate does 

not melt in the same manner as other compounds, but has two melting points. At 

145.5 °C it melts into a cloudy liquid, and at 178.5 °C it melts again and the cloudy 

liquid becomes clear [2]. Reinitzer send his sample to German physicist Otto 

Lehmann, who was an expert in optics, for better examination.  Lehmann examined 

the intermediate cloudy fluid and reported it as crystalline state and he named the new 

state as “Liquid Crystal”. Reinitzer presented his results, with due credits to Lehmann 

at a meeting of the Vienna Chemical Society on May 3, 1888 [3]. Thus Reinitzer 

discovered the novel state of matter by chance. The notion ‘Liquid Crystal’ suggests 

that it is an intermediate state of a matter, in between the liquid and the crystal. It 

possesses some typical properties of a liquid (e. g. fluidity, inability to support shear, 

formation and coalescence of droplets) as well as some crystalline properties 

(anisotropy in optical, electrical, and magnetic properties, periodic arrangement of 

molecules in one spatial direction, etc.). The important characteristics of liquid 

crystals (LC) are that it is affected by electric and magnetic fields and can rotate plane 

of polarization of light. For their electro-optic properties, they find applications in 

display industries. The Liquid crystal display (LCD) is more energy-efficient and can 

be disposed of more safely than a CRT. Its low electrical power consumption enables 

it to be used in battery-powered electronic equipments. LCDs are used in a wide range 

of applications including computer monitors, televisions, cameras, instrument 

panels, aircraft cockpit displays, medical appliances, clocks, watches, calculators, etc.

1.2 CLASSIFICATION OF LIQUID CRYSTAL

Liquid crystal is divided into two categories – lyotropic and thermotropic. 

Lyotropic liquid crystalline phases show mesomorphic behaviour by the change in the 

concentration of the solute in a solution. On the other hand, the term “thermotropic” 

arises because transitions involving these mesophases are effected by changing 

temperature. These liquid crystals are divided into main two categories – calamatic 

http://en.wikipedia.org/wiki/Melting
http://en.wikipedia.org/wiki/Melting_point
http://en.wikipedia.org/wiki/Battery_(electricity)
http://en.wikipedia.org/wiki/Electronics
http://en.wikipedia.org/wiki/Computer_monitor
http://en.wikipedia.org/wiki/Dashboard
http://en.wikipedia.org/wiki/Dashboard
http://en.wikipedia.org/wiki/Flight_instruments
http://en.wikipedia.org/wiki/Clock
http://en.wikipedia.org/wiki/Watch
http://en.wikipedia.org/wiki/Calculator
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and discotic. Calamatic liquid crystals are composed of rod-like molecules and 

discotic liquid crystals are composed of disc-like molecules [3]. George Friedel, a 

French scientist, proposed in 1922 a classification scheme based on the molecular 

arrangement of thermotropic liquid crystals. These are named as nematic, cholesteric 

and smectic [4]. 

1.2.1 NEMATIC LIQUID CRYSTAL

The nematic phase is a one dimensional ordered elastic fluid. In this type of 

liquid crystals, there is only long-range orientational orders, i.e., molecules tend to 

align parallel to each other, shown schematically in Figure 1.1(a) but there is no 

positional order. The orientational order is defined by an average direction of 

molecules called the director and is denoted by the vector n. In practice, the 

orientations of individual molecules are not exactly parallel to the director, therefore 

the nematic phase can be characterized by an orientation order parameter S. This 

order parameter S, based on the average of the second order Legendre polynomial is 

defined as: 

)𝑆 =< 𝑃2(𝑐𝑜𝑠𝜃𝑖) >=
1
2(3 < 𝑐𝑜𝑠2𝜃𝑖 > ―1)                                        (1.1

Where i is the angle between the long axis of the ith molecule and the director n, the 

statistical average is taken over all i. In a perfectly ordered state (crystalline state) is 

are zero giving =1, whereas in perfectly random state (isotropic liquid) average of 𝑆

cos2i is 1/3 so that =0. So, higher is the order parameter, the more ordered is the 𝑆

nematic liquid crystal. The typical value of the order parameter in the nematic phase 

lies between 0.3 and 0.9. Strictly speaking the order parameter is real, symmetric and 

zero trace tensor. The nematic phase is sensitive to external electric and magnetic 

field and mechanical stresses, and it modifies the optical path of visible rays, for 

which they find wide application in display devices [5], most of the commercial LC 

displays are based on nematics.

1.2.2 CHOLESTERIC LIQUID CRYSTAL

When a nematic liquid crystal mixed with chiral molecules, the structure 

undergoes a helical distortion about an axis normal to the preferred molecular 
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direction n. Thus the structure of a cholesteric liquid crystal is periodic and the 

director varies its direction. The period of this is known as the pitch p (Figure1.1(b)).

                     
(a)                                                          (b)

                       

                   

                                   (c)                                                       (d)

Figure 1.1. (a) Nematic, (b) Cholesteric (c) Smectic–A and (d) Smectic–C liquid 

crystals. 

1.2.3 SMECTIC LIQUID CRYSTAL

Upon cooling from the nematic phase (in some cases directly from the isotropic 

phase), LC molecules often self-assemble into layers (Figure 1.1(c) and (d)). These 

layered phases are called smectic liquid crystals.  In the smectic phase, the molecules 

maintain the general orientational order of nematics, but also tend to align themselves 

in layers; with a well-defined interlayer spacing, which can be measured by X-ray 

diffraction [6]. Thus molecules in this phase show additional degrees of translational 

order not present in the nematic phase. The interlayer attractions are weak compared 

to the lateral forces between the molecules, and the layers can slide over one another 
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relatively easily. This gives rise to fluidity to the system but with higher viscosity than 

nematics.

Smectic liquid crystals have stratified structure but a variety of molecular 

arrangements are possible within stratification with a difference in the way of layer 

formation and exhibiting difference in order inside the layers [7-9]. The simplest is 

the smectic A (SmA) phase where the director (n) is perpendicular to the smectic 

layers and thus parallel to the layer normal.  In this phase, within the layers, molecules 

are randomly distributed. Thus, the structure may be defined as an orientationally 

ordered fluid on which a 1-D density wave is superimposed. On decreasing 

temperature, the SmA phase may transform into a phase possessing lower symmetry. 

The breaking of symmetry may lead to tilting of the molecules relative to the smectic 

layers normal. The phase thus formed is called the smectic C (SmC) phase. In this 

phase also no positional correlation is observed within the layer plane. There are 

many other types of smectic phases which, if exist, appear with increasing 

temperature according to a sequence rule, which may be in generalized form written 

as Solid crystal - SmH - SmK - SmE -SmG - SmJ – SmF – SmB (cryst.) -SmI-SmB 

(hex.)- SmC - SmA – N – blue – isotropic [10]. In general, most of the compounds 

show only a small part of the numerous phases, so that the generalized sequence rule 

is a combination of many compounds and is a hypothetical one. Ferroelectric and 

antiferroelectric liquid crystals are important smectic C type liquid crystal and their 

structures are discussed in sections 1.2.5 to 1.2.7.

1.2.4 CHIRALITY

Before the discussion of ferroelectric and antiferroelectric liquid crystals, we 

introduce the term ‘chirality’ which is essential characteristics of these liquid crystals. 

An object or a molecule that is not superimposable on its mirror image is termed as 

chiral. Chirality is generated by four different structural moieties attached to a 

tetrahedral, sp3 carbon atom (often described as a chiral center). Molecular chirality 

leads to a wonderful variety of equilibrium structures. All of the chiral smectic 

mesophases takes the form of a helical structure. 
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1.2.5. FERROELECTRIC LIQUID CRYSTAL

Idea of the ferroelectric mesophase was first presented by R.B. Meyer at the 

5th International Liquid Crystal Conference in 1974. From symmetry considerations, 

he deduced that all tilted smectic phases composed of rod-like chiral molecules have 

to exhibit a (local) spontaneous polarization if the molecules contain a permanent 

transverse dipole moment. In this phase molecules are arranged in fluid layers. On 

average the molecules are tilted from the layer normal by an angle. The angle made 

between the layer normal (k) and the director (n) is termed the tilt angle (θ). The tilt 

defines a plane containing n and z, called the tilt plane. The phase is optically biaxial 

[11]. 

               

(a)   (b)

Figure 1.2. Symmetry elements of (a) SmC and (b) SmC* phase after reference [12]

C10H21 O CH C
O

O C6H13 (S)CH

CH3

*N CH CH
CH2

Cr 76 SmC* 95 SmA* 117 Iso

Figure 1.3. Structure of DOBAMBC, first FLC compound

The maximum symmetry that an achiral SmC phase can possess is (i) C2 axis 

normal to the tilt plane, and (ii) σ plane congruent with the tilt plane. Meyer first 

realized the simple fact that a chiral phase can possess no reflection symmetry, and 

therefore the maximum possible symmetry for a chiral C phase is C2 (Figure 1.2). 

Any medium with C2 symmetry must possess polar order, and therefore Meyer 
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predicted that the chiral SmC phase (SmC*) would be ferroelectric, i.e. the direction 

of the polarization in the polar LC phase would be switchable [13]. The molecular 

organization and symmetry elements of different phases Nematic, SmA, SmC and 

SmC* are mentioned in Table 1.1.

Table 1.1. The symmetry elements of the N, SmA, SmC, and SmC* phases [14, 15]

Phase Molecular Organization Symmetry

Nematic (N)

        

𝐷∞ℎ

Smectic A (SmA)

          

𝐷∞

Smectic C (SmC)

          

𝐶2ℎ

Chiral Smectic C (SmC*)

           

𝐶2

The first synthesized compound fulfilling Meyer’s specification is known by 

an acronym DOBAMBC, standing for (S)-(-)-p´-decyloxybenzylidene p´-amino 2-

methylbutyl cinnamate [16] (Figure 1.3). The molecule of DOBAMBC contains an 

asymmetric carbon atom C rendering molecular chirality, while a lateral C=O group 

provides a transverse permanent dipole moment. The aliphatic chain attached to the 

other end of the molecule by an oxygen atom is relatively long, favouring the SmC 

mesophase. The other aspect of chirality is the rotation of the director and hence the 

rotation of the direction of dipole moment about the smectic layer normal (Figure 

1.4). Due to the formation of the helical superstructure, the spontaneous polarization 

is compensated to zero within one pitch of the helix, p, and the material appears to be 

non-polarized.  With the synthesis and evaluation of DOBAMBC, the experimental 

study of the phenomenon of ferroelectricity in liquid crystals began. Since then, an 
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explosion of research and invention aimed at using and improving these novel 

materials has occurred.

                
(a)                                                (b)

Figure 1.4. (a) The helicoidal structure of chiral smectic C (SmC*) liquid crystal, 

polarization is tangential to the circle of intersection of the cone with the boundary 

plane of the layer. (b) The molecular polarization P is always perpendicular to the 

director n, the angle between n and k is the tilt angle (θ), and the azimuthal angle (φ) 

differs from layer to layer and is a function of the coordinate Z parallel to the layer 

normal. [17]

1.2.6 SURFACE STABILIZED FERROELECTRIC LIQUID CRYSTAL

Although the individual molecules in SmC* phase possess spontaneous 

polarization, the whole ferroelectric sample in a bulk do not have any macroscopic 

polarization because the molecules in layers form a helix and the net polarization is 

zero via helix. The stable structure of the SmC* phase is characterized by the 

helicoidal structure in which the polarization is hidden and externally canceled. So it 

will not be possible to get macroscopic polarization in SmC* phase in the absence of 

an electric field unless the helix is unwound. Thus the smectic C* phase is not 

ferroelectric per se. The SmC* phase in bulk more correctly is called helielectric [9]. 

In his review in 1977, Meyer addressed by pointing out that it is always possible to 

obtain helix-free materials by mixing (and this can be done in several ways), and thus 

achieving a permanent non-zero polarization that may be homogeneous in space [18].  
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This was demonstrated in 1980 by Clark and Lagerwall and they showed that the 

SmC* phase could be rendered helix-free and bistable in a surface-stabilized structure 

[19]. 

Figure 1.5.  Schematic surface stabilized ferroelectric SmC* liquid crystal (SSFLC) 

geometry with tilt angle θ (T) and spontaneous polarization Ps (T). [20]

In the surface-stabilized structure the helix is inherently unwound by the 

elastic interaction with the surrounding surfaces. The surface interaction is equivalent 

to a permanently applied external field, but of different nature and this interaction is 

non-interacting with the electric field which is to be applied. In the helix-free sample 

the SmC* structure has a uniform polarization and is of special electro-optic interest. 

The ideal bookshelf geometry of SSFLC layers sandwiched between the glass plates 

of a capacitive cell, as suggested by Clark and Lagerwall is shown in the Figure 1.5. 

They illustrated that in a surface-stabilized ferroelectric liquid crystal (SSFLC) 

structure, the uniform polarization points in either of two ways, and this giving rise 

some unusual properties. These are:

(i) A change of sign in the electric field applied across the sample switches the 

optic axis of the molecule symmetrically between two equivalent ‘off’ and 

‘on’ states. After application of a pulse the optic axis stays in its position until 

a pulse of opposite sign switches it back to the other position. This means that 

the device is bistable (symmetrically).

(ii) The SSFLC device extends the switching speed from milliseconds regime in 

nematics to below microseconds.
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(iii) In contrast to other liquid crystal electro-optic mechanisms, in the SSFLC the 

optic axis (that switches by 2θ, twice the tilt angle, around the cone) is 

essentially perpendicular to glass plates and switched around an axis parallel 

to the transmitted/reflected light. This gives rise to a large optic effect with an 

excellent viewing angle. 

SSFLC is a concept by which the energy degeneracy of SmC* phase can be 

broken. If we rotate the polarisation Ps around the cone to the opposite position, 

corresponding to a change of sign in tilt θ, then we see that Ps has reversed its 

direction. Thus a change of sign in θ corresponds to a sign reversal of Ps, and from 

this, it follows that, at least for small θ, Ps and θ must be linearly related i.e.,

(1.2)𝑃𝑠 ~ 𝜃                                                                                                    

The discovery of SSFLC saw great interest from the liquid crystal community 

due to its submicron response time, bistability and novel electro-optic effects. The 

bistability is a consequence of the broken symmetry in the phase variable. The 

potential curves along this variable, whether symmetric or slightly non-symmetric 

(Figure 1.6), illustrate that the bistability is an inherent property of the chosen 

geometry. It will be there as long as there are energy maxima between the states 1 and 

2 that correspond to the two tilt directions.

Figure 1.6. The potential curve along a phase variable
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1.2.7 ANTIFERROELECTRIC LIQUID CRYSTAL 

During the studies of ferroelectric liquid crystals a few groups [21-23] noticed 

some peculiar behaviors in their ferroelectric materials (still then they thought the 

materials to be ferroelectric). Hiji et al. [24] reported a third stable state exhibiting a 

dark view between crossed polarizers when one of the polarizers was parallel to the 

smectic layer. Furukawa et al. [25] reported a very small dielectric constant and a 

threshold behavior in the electro-optic response in the lower-temperature region of 

SmC*, suggesting a new phase SmY*. Finally, Chandani et al. [26] in 1989 

discovered the novel antiferroelectric phase (SmCA*) which exhibits tri-stable 

switching in a compound named as MHPOBC (Figure 1.7(a)). In the antiferroelectric 

phase, the direction of the molecular tilt, and hence the direction of the spontaneous 

polarization of the adjacent layers, are in the approximately opposite directions 

(~180°) [13, 27-29] as shown in Figure 1.7(b) and (c). 

This type of molecular conformation is known as anticlinic conformation [25, 

33-34]. Due to chirality in the SmCA* phase, the direction of molecular tilt and hence 

the electric polarization precess from layer to layer along the layer normal and 

develops helix and leads to the formation of a double helicoidal structure with axis 

parallel to the layer normal. 

“Antiferroelectric liquid crystal” is the common name for smectic liquid 

crystals that exhibit a number of smectic (Sm) tilted structures with variation of the 

tilt, azimuthal direction from layer to layer in non-synclinic structures in which the 

periodicity of crystallographic unit varies. The crystallographic unit periodicity may 

vary from a few (SmCα*), four (SmCFI2*), three (SmCFI1*or SmCγ*), to two (SmCA*) 

smectic layers and all of the phases arising in such a variation, possess liquid-like 

order inside the layer [27]. Nature of SmCFI1* and SmCFI2* is ferrielectric.

In AFLC materials sandwiched between two glass plates in homogeneous 

orientation (in surface stabilized structure), the smectic layers are arranged 

perpendicular to the glass plates giving rise to a bookshelf geometry. If an electric 

field E is applied parallel to smectic layers of  AFLC material (i.e. perpendicular to 

the glass plates), placed under the cross polarizers, the material switches from the 
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antiferroelectric state at E=0 (dark) to one of two symmetric ferroelectric states 

(bright) depending on the polarity of the field and show double hysteresis loops 

(Figure 1.8). This phenomenon in AFLC materials is known as tristable switching 

and is of great interest [35-36]. 

C8H17 O O C
O

O C
O

CH
CH3

C6H13
*

Cr 84 SmCA* 118.4 SmCγ* 119.2 SmC* 120.9 SmC*α 122 SmA*148 Iso [30]

(a)

     
(b)                 

(c)

Figure 1.7. (a) Structure and transition temperature of MHPOBC, first AFLC 

compound [31], (b) Herring-bone pattern in the hypothetical structure of 

antiferroelectric liquid crystal, (c) Molecules, on average, have alternating tilt in 

alternating layers, corresponding to dipole moments pointing in opposite direction in 

alternate layers form double helix [32] 
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Figure 1.8. Double hysteresis loop of antiferroelectric liquid crystal under applied AC 

field (E). At E=0,  the antiferroelectric state is stable. For a field E > Eth or E < −Eth, 

the ferroelectric states are obtained from antiferroelectric states as shown to right and 

left and corresponding to the two saturated states at the ends of the double hysteresis 

loop beyond the threshold fields ±Eth [20]

1.2.8 ORTHOCONIC ANTIFERROELECTRIC LIQUID CRYSTAL

Conventional AFLC materials are usually tilted between 20o and 35o. AFLCs 

with extremely high molecular tilt (equal or nearly equal to 45o) are the most 

promising for special display and photonic applications due to their unusual optical 

properties which resulted from the high tilt angle of the molecular director in smectic 

layers [37-39]. In this phase, the conic angle between the directors of adjacent layers 

is nearly 90o. Therefore such antiferroelectrics were termed as orthoconic 

antiferroelectric liquid crystals (OAFLC). Typical structural defects within the surface 

stabilized structure of smectic phases of conventional AFLCs, corresponding to local 

disorientation of the smectic layers normal, deteriorates the optical contrast of such 

structures. Such materials in surface stabilized structures are usually optically biaxial 

positive liquid crystal and the effective optic axis is along the smectic layer normal 

i.e., parallel to cell plates. Whereas orthoconic antiferroelectric liquid crystals are a 

uniaxial negative liquid crystal with optic axis perpendicular to the glass plates of the 

cell at normal incidence (Figure 1.9). 
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Figure 1.9. Electro-optical properties of orthoconic AFLCs in compared to 

ferroelectrics. (Adapted from [42])

OAFLCs placed between crossed polarizers behaves as an isotropic medium at 

zero fields [39-41] for the incident light beam orthogonal to the sample plane and 

surface defects are not observed, which generates the excellent true dark state even 

the sample is rotated under crossed polarizers [42]. Abdulhalim et al. [43] calculated 

that orthoconic antiferroelectric LCs with dielectric constants fulfilling the condition: 

𝜀1 =
𝜀2 + 𝜀3

2                                                                                           (1.3)

behave as an isotropic medium for all incidence angles of light. Such unusual optical 

properties of orthoconic antiferroelectrics open up new areas of applications. A 

partially fluorinated terminal chain promotes the high tilt of molecules in smectic 

layers. The Military University Group, Warsaw synthesized different families of such 

compounds with partially fluorinated chains having a biphenyl, naphtyl or terphenyl 

unit in the rigid core of molecules, un-substituted or laterally substituted with one or a 

few fluorine atoms [42, 44-45]. These compounds are proposed as the basis for liquid 

crystal displays and photonic devices with attractive advantages over existing nematic 

and ferroelectric technologies [39, 41].
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1.3 EFFECT OF FLUORO-SUBSTITUTION IN FERROELECTRIC AND 

ANTIFERROELECTRIC LIQUID CRYSTALS

From the earlier discussions, it is clear that for the appearance of ferroelectric 

SmC* phase the molecule should have chirality i.e. there should exist a terminal 

chiral center and transverse dipole moment.  Considering these factors an FLC (or 

AFLC) molecule can be divided in several parts as R–A–X–A–Y–A–Z–R*. Central 

linear rigid core is formed by two or three aromatic or heteroaromatic rings denoted as 

‘A’ which are connected by linkage groups X and Y. As a rule, X and Y represent a 

simple bond e.g. –COO–, –CN=N–, –N=N– etc. R is a non-chiral terminal chain (as a 

rule an unbrached alkyl– or alkoxy group). R* is a chiral terminal chain with one or 

more asymmetric carbon, as a rule, it is –C*H(CH3)(CH2)mCH3, m=1-6. Sometimes 

chiral terminal chain is attached at both ends [46]. The linkage group Z between the 

core and the terminal chain formed either by a single bond or combination of more 

groups, some of them bringing the molecule transverse dipole moment (e.g. –CH2–, –

CH=CH–, –COO–, –CO–) [47].                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                                     

In the majority of FLCs, the linkage Z is the source of the transverse dipole 

moment and frequently it is carbonyl group (–CO–) is employed. The additional 

increase of spontaneous polarization can be achieved by lateral substitution of 

electronegative atoms or functional groups that behave as an acceptor of electrons. 

The location of the substitution is very important for the increase of Ps. Especially by 

the fluoro-substitution in different positions of ferroelectric and antiferroelectric 

liquid crystals the properties of parent system can be manipulated and improved 

predictably by changing melting point, mesophase types, transition temperatures and 

other physical properties [48].

1.3.1 EFFECT OF LONGITUDINAL FLUORO-SUBSTITUTION

Fluoro-substitution at the hydrocarbon chain of compound favours smectic 

chiral phases, enhances the dielectric anisotropy and elastic constants by introducing 

high polarity of the C – F bond. The Compounds having terminal fluoro substitution 

posses a high resistivity, high photochemical stability and low viscosity which is 

suitable for active matrix (thin-flim transistor, TFT) displays [49]. The possibility of 
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the appearance of a new phase and the modified temperature span of new mesophase 

are achieved by changing the degree of association between the molecules by 

introducing some substituent at the terminal chain [50]. R. Dabrowski et al. [51] 

reported that the fluorination at the terminal chain part of a chiral molecule is the key 

factor for the appearance of SmCA* phase. A large temperature difference in phase 

transitions between the hydrogenous and fluorinated structure is observed as a typical 

feature of fluorinated compounds by Janulis et al. [52]. Liquid crystals with 

fluorinated chains are very promising materials. Their physical and electro-optical 

properties in many aspects are quite different from their hydrogenous analogues, 

which creates new possibilities for their applications. As for example, stability of 

SmC* phase observed to increase in 4‘-(2-fluoro-octyloxy) phenyl4-[(perfluoroalkyl) 

alkyloxy] benzoates for the increasing number of fluorinated in achiral chain [49]. 

The influence of the perfluorinated part in the alkoxy [-(CF)n-(CH2)m-O-] terminal 

chain on the existence of the SmCA* phase was studied by Nugyen et al. [53]. For the 

fixed length of the methylene spacer  the increase of the fluorinated part 𝑚 = 5

eliminates the SmCA* phase. The same appears for the smaller odd number  of 𝑚 = 5

the fluorinated carbon atoms in the chain. In homologous series of 

perfluoroalkanoyloxy biphenylates, the antiferroelectric SmCA* phase was observed 

for members with a short as well as with a long fluorinated part of the tail. For a 

highly fluorinated compound a big temperature difference in phase transitions 

between the fluorinated and Hydrogenous structure was observed [53].  

1.3.2 EFFECT OF LATERAL FLUORO-SUBSTITUTION

The lateral substitution of electronegative atom or functional groups (electron 

acceptor) is effective in the vicinity of the asymmetric carbon as well as on distant 

parts of the central skeleton. It not only brings additional transverse dipole moment 

but also influences the steric hindrance of both rotations of molecules (i) about the 

long axis and (ii) intra-molecular rotations. These rotations decrease the bulk 

spontaneous polarization. The chiral center which is depicted as an uneven tipod with 

unequally long arms plays an important role to influence steric hindrance to restrict 

the molecular rotations also.  Methyl group (–CH3), nitril group (–C N) and ≡

halogens (F, Cl, Br) are mostly used for a lateral substituent. These substituents (at the 
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vicinity of chiral center) generally influence the temperature stability of any 

mesophase [Table 1.2]. The increase of lateral dipole moment in FLCs is due to the 

dipole moment of C-X (X= F, Cl, Br) bond and when –O– group of the linkage Z is 

nearly parallel with this C-X bond, the dipole moment is thus added up. The increase 

of dipole moment and hence spontaneous polarization (Ps) occurs in the following 

sequence of substituents H<F<Cl<Br<CN.

Table 1.2. Values of the ‘spontaneous polarization Ps’ (nC/cm-2) at temperature Tc-10 

°C and temperature range of the SmC* mesophase as they influenced by the 

substitution on the central core near an asymmetric carbon in an ortho position to the 

linkage group Z (−O−) [55].

C8H17 O OOC

X

OCH

CH3

C6H13

X Ps (nC/cm-2) Range of SmC*

H 45 78-99

F 78 64-97

Cl 123 72-95

Br 131 42-87

CN 160 67-90

Similarly when the lateral substitution is made at the opposite end of 

asymmetric carbon the value of polarization is also observed to increase [54]. With 

the increasing volume of the substituent thermal stability of the mesophase decreases 

and its temperature range becomes narrower. Considering the view that the span of a 

mesophase should be broad, only F is suitable for lateral substitution. 

1.4 LIQUID CRYSTAL MIXTURES

For the application of ferroelectric and antiferroelectric materials in display 

technology, broad temperature range, low melting point, high switching speed, low 

viscosity, etc. are the essential properties which need to be optimized. Optimization of 

these properties can be achieved by (i) engineering of liquid crystalline molecular 
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structures i.e. by synthesis of new liquid crystalline compounds, (ii) formulation of 

mixtures. Generally, it is observed that no single FLC/AFLC compound can satisfy 

the above requirements. Therefore the formulation of a mixture (binary, multi-

component, and host-dopant, nanocomposite) is a useful technique [56]. However, the 

nature and concentration of the host and dopant influence the phase behavior and 

properties of the resulting mixture enormously. 

A binary mixture of one protonated oligomethylene spacer based chiral 

compound and one achiral biphenyl pyrimidine compound exhibits room temperature 

ferroelectric mixture with moderate spontaneous polarization and sub-millisecond 

switching time [57]. A partially fluorinated mesogenic chiral dopant homologue of the 

pure components when mixed with an achiral host mixture, results in an electroclinic 

mixture with large field-induced tilt and very small layer contraction at lower 

concentrations [58], however, at higher concentrations, wide range ferroelectric 

mixtures with a few hundred micro-second switching time are observed [59]. But a 

different flourinated chiral dopant, with oligomethylene spacer, produces ferroelectric 

mixture with much faster (99 µs) response time [60]. Intermolecular attractive forces, 

like Van der Waals forces, hydrogen bonds and electron donor-acceptor interaction 

influence the configurations of molecular arrangements in the mesophases of a 

mixture. Each of these forces, collectively or separately, may be responsible for 

increasing or decreasing the stability of the liquid crystalline phases and appearance 

of new intermediate phases in some cases.

As a general strategy multi-component mixtures are formulated by doping 

appropriate chiral dopant in achiral host mixture matrix. Host mixture is usually a 

mixture of several achiral compounds with wide range of SmC phase which controls 

the overall temperature range and tilt of the final mixture. The chiral dopant controls 

the spontaneous polarization, viscosity, helical pitch and switching speed of the final 

mixture [61-65].   

1.5 MOTIVATION OF THE PRESENT WORK

Twisted nematic liquid crystals based displays are presently available in the 

market with a high viewing angle. The high value of response time (~ms) governing 

the frame rate, ghost effect and contrast ratio are still a matter for further 

improvement. The ferroelectric (FLCs) and antiferroelectric liquid crystal (AFLCs) 
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based display may be the option to solve the problem with their micro-second 

switching time and that is why these two materials gathered a special interest during 

last three decades. FLC based displays also encountered several problems - small cell 

spacing (1-2 µm) to unwind the helix, the problem of mechanical shock due to 

unstable molecular anchoring at the surface and desired gray scale capability which 

can only be achieved by indirect methods such as spatial and temporal dithering [66]. 

The surface stabilized antiferroelectric liquid crystals (SSAFLCs) are the smarter 

options to build fast response electro-optic devices and displays [67]. These materials 

have several advantages over the surface stabilized ferroelectric liquid crystals 

(SSFLCs) such as - inherent DC compensation, gray scale capability, relatively wide 

viewing angle, driving voltages acceptable for integrated drivers, and no ghost effect, 

etc. [68]. Due to the tristable switching of these materials, a simple passive matrix 

driving scheme can be utilized. Using these technologies even big flat panels with 

video-rate was demonstrated [36, 42]. But still, two major problems encountered in 

the development of SSAFLC based displays, due to which such displays did not find 

production commercially. The first one is so-called pre-transitional effect [40, 69]. It 

is of the dynamic nature and seems to be more important. The second one is poor 

optical uniformity in off state caused by the existence of microscopic defects and the 

existence of two preferred orientations of normal to the smectic layer which differ by 

few degrees from each other. Here surface stabilized orthoconic antiferroelectrics 

(SSOAFLCs) are appropriate stuff and they can solve the problem of SSAFLCs by 

their unusual optical properties. 

AFLCs are also interesting for the basic studies in soft condensed matter field 

as these materials have special molecular packing in them and are showing numerous 

sub-phases (SmCα*, SmCβ*, SmCγ*, etc.) with distinct macroscopic properties. So 

enough scope is here in the study of the fluorinated antiferroelectric liquid crystals for 

understanding the basic structure-property relations aiming at the improvement of the 

knowledge domain in the field.
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1.6 LIQUID CRYSTAL COMPOUNDS AND MIXTURES STUDIED IN THE 

DISSERTATION

In the above background, we have selected six fluorinated antiferroelectric 

compounds for detailed investigation. We have also formulated three mixtures. Out of 

these six compounds, four are chosen form a homologous series of antiferroelectric 

compounds with partially fluorinated alkoxy terminal chain and biphenyl benzoate 

core [70]. The compounds have antiferroelectric phase in a broad temperature range 

similar to the compounds with partially fluorinated alkanoyloxyalkoxy chain but 

longer methylene spacer promotes the presence of ferroelectric phase (SmC*) also. 

Four members of this series (named as DM0, DM1, DM2, and DM3) structurally 

differ only by the position and number of lateral fluoro-substitution on the benzoate 

core. In DM0 there is no fluorination, in DM1 one fluoro-substitution is made at ortho 

position,  in DM2 one fluoro-substitution is made at meta position, and in DM3 two 

fluoro-substitutions are made at both ortho and meta position positions. We have 

probed how the properties of the homologues change due to the change of number and 

position of lateral fluorination at the benzoate core. In order to investigate how the 

properties of the biphenyl benzoate core-based compounds change when mixed with 

one another, a few binary mixtures of DM0 and DM3 (having no lateral fluorination 

and maximum fluorination in core) have also been investigated. It has been observed 

that the equal weight percent mixture is a eutectic mixture (M3) and this mixture has 

been studied in detail and the results are compared with those of the pure compounds. 

After observing the eutectic behaviour in the binary mixture we decided to formulate 

a mixture of all the compounds DM0, DM1, DM2, and DM3 which resulted in a room 

temperature AFLC mixture (M6). We have investigated various properties of this 

mixture in comparison to the pure compounds. Finally, in order to investigate the 

change of properties of one of the above biphenyl benzoate core-based compounds 

(DM1) in presence of tiny external particles (nanoscale), a small amount of (–COOH 

functionalized) multi-walled carbon nanotubes were doped in it and properties of this 

nanocomposite have also been studied in detail. We also selected another two 

antiferroelectric compounds (4F6T and 6F6T) for investigation which structurally 

differ from the DM series compounds by (i) the number of fluorinated carbon atom in 

the achiral chain, (ii) instead of alkoxy group in the chain, carbonyl group is attached 

and (iii) the core is doubly fluorinated terphenyl based instead of biphenyl benzoate. 
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The compound 4F6T differs from 6F6T only in the number of fluorinated carbon at 

the achiral chain. 4F6T has 4 fluorinated carbons at achiral chain and 6F6T has 6 

fluorinated carbons. We discuss the change of properties of these two compounds due 

to the major change with respect to the biphenyl benzoate core-based series as well as 

the change of properties of compounds within the series due to the change of the 

number of fluorinated carbon atom at the achiral chain. Polarizing optical microscopy, 

differential scanning calorimetry, X-ray diffraction, frequency domain dielectric 

spectroscopy and electro-optic techniques have been used to investigate the pure as 

well as the mixtures. The molecular formulae, phase sequence and transition 

temperatures of the pure compounds, as well as of the mixtures, are shown in Table 

1.3 and Table 1.4. 
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Table 1.3. Molecular structures, phase sequences and transition temperatures of the 

investigated pure compounds

Name Molecular formula and transition temperatures of the compounds

DM0

C3F7CH2 O C6H12 O C
O C

O

O C6H13 (S)

O

CH

CH3

*

Cr  61.0 SmCA
* 94.0 SmC* 123.0 SmA* 125.0 I  (Heating)

DM1

C3F7CH2 O C6H12 O

F

C
O C

O

O C6H13 (S)

O

CH

CH3

*

Cr 41.0 SmCA
* 75.2 SmC* 103.0 SmA*103.6 I (Heating)

DM2

C3F7CH2 O C6H12 O C
O C

O

O C6H13 (S)

O

CH

CH3

*
F

Cr 57.3 SmCA
*  80.5 SmC* 108.0 SmA* 112.2 I (Heating)

DM3

C3F7CH2 O C6H12 O

F

C
O C

O

O C6H13 (S)

O

CH

CH3

*
F

Cr 63.2 SmCA
* 85.2 SmC* 109.3 SmA* 111.6 I (Heating)

4F6T CH C6H13
C

C4F9

FF

C
(CH2)6 O

CH3

*

O

O

O

Cr 44.6 SmCA* 55.8 SmC* 68.7 SmA* 85.8 I (Heating)

6F6T CH C6H13
C

C6F13

FF

C
(CH2)6 O

CH3

*

O

O

O

Cr 36.0 SmCA* 64.0 SmC*72.0 SmCα* 76.5 SmA*  99.2 (Heating)
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Table 1.4. Composition, phase sequences and transition temperatures of the 

investigated mixtures

M3

DM0 + DM3 (each 50%)

Cr 39.8 SmCA* 86.1 SmC*112.8 SmA* 117.8 I (Heating)

M6

DM0 + DM1+ DM2+ DM3 (each 25%)

SmCA* 81.5 SmC*110.0 SmA* 112.5 I (Heating)

<RT SmCA* 65.0 SmC* 110.0 SmA* 112.0 I (Cooling)

DM1+CNT

DM1 (99.88%) + MWCNT (0.12%)

Cr 39.05 SmCA* 70.0 SmC*102.5 SmA* 103.3 I (Heating)

<RT SmCA* 48.0 SmC* 101.0 SmA* 102.2 I (Cooling)
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2.1 INTRODUCTION

Liquid crystals have fascinating physical and electro-optical properties and 

have been explored by different group of scientists throughout the globe since their 

importance was understood from the application point of view. In order to apply them 

in the display and other devices, it is very much essential to characterize their 

properties by measuring some parameters which are defined and expressed in terms of 

some other measurable parameters based on well established models. The 

measurements of these parameters are accomplished with some instruments with 

some special techniques. In this chapter we present the techniques used in the 

preparation of sample cells, instruments involved and the methodology in different 

experimental measurements such as – the identification of phases, methods used for 

the determination of material constants, dielectric measurements, determination of 

electro-optic parameters, etc. 

The following experimental techniques are employed in this dissertation:

(i) Polarizing Optical Microscopy (POM) 

(ii) Differential Scanning Calorimetry (DSC)

(iii) Molecular modeling. 

(iv) Synchrotron X-ray diffraction Technique

(v) Frequency Domain Dielectric Spectroscopy (FDDS).

(vi) Electro-optic measurements which include – the measurement of tilt angle 

(θ), spontaneous polarization (Ps), switching Time (τ), rotational viscosity 

(γ), etc.  

2.2 IDENTIFICATION OF MESOPHASES AND DETERMINATION OF 

TRANSITION TEMPERATURES 

The primary and key task to characterize a liquid crystalline sample is to 

identify its mesophases and to determine the phase transition temperatures.  Liquid 

crystalline materials may have different mesophases in between the crystalline solid 

and isotropic phase. There are several techniques to identify these mesophases and to 

determine the phase transition temperatures. These are – (i) Polarization optical 

microscopy (POM) [1], (ii) Differential scanning calorimetry (DSC) [2], (iii) X-ray 

diffraction [3-4], (iv) Frequency domain dielectric spectroscopy (FDDS) [5], (v) 

Neutron  scattering  techniques [6], (vi) Nuclear  magnetic resonance  (NMR)  [6-8], 
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(vii)  Raman Scattering [9], (viii)  UV–visible  spectroscopic studies [10], (ix) Fabry-

Perot Etalon method [11], etc. Often these techniques give complementary 

information. We have employed only the first four techniques in this dissertation.

2.2.1 POLARIZING OPTICAL MICROSCOPY

Polarizing optical microscopy is a very useful tool to identify mesophases and to 

determine the transition temperatures. In this method, the liquid crystalline samples 

are sandwiched between a microscope glass slide and a glass cover slip and set in a 

hot stage, the temperature of which is controlled using a Mettler Toledo FP90 central 

processor with accuracy 0.1oC within range of room temperature to 300oC. The hot ±

stage (Mettler FP82) is placed under the microscope and the polarizer is set at crossed 

position (90o) with the analyzer. The temperature of the hot stage can be increased or 

decreased in a regulated manner and the textures are observed through the eyepiece of 

the microscope. There is also an arrangement to observe the textures on the monitor 

of a computer (PC) by fitting a Moticam 2500 digital camera on the top of the 

microscope and interfacing it with the PC using Moticam 2.0 software.  The textures 

of the sample can be saved in photo or video mode using this software.

       

(a) SmCA*                         (b) SmC*                            (c) SmA*

Figure 2.1. (a) Texture of (a) SmCA* phase, (b) SmC* phase, and (c) SmA* phase

When a liquid crystalline sample is observed under a polarizing microscope, 

colourful gorgeous visual pattern is observed and this pattern is nothing but the defect 

structure of molecules in the long-range order. This visual pattern is called texture. A 

particular mesophase has its characteristics texture; however, a particular phase may 

exhibit more than one type of textures depending on the surface treatment of the 

glasses, thickness of the samples and thermal history.  When the sample is heated or 

cooled the molecules of the sample change their conformation and hence change the 

defect structures. This change of defect structure in the long-range molecular order 
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takes place at specific temperatures and is manifested in the visual pattern of the 

polarizing microscope is called the change of phase and the corresponding 

temperature is recorded as phase transition temperature. Many books with standard 

photographs of typical textures of a huge variety of mesophases with their origins 

have been published by Demus and Richter (1978) [12], Bouligand et al. [13], Slaney 

et al.[14], I. Dierking [1]. The identification of mesophases is done by comparing the 

observed textures with those given in these standard books. The block diagram of the 

polarizing optical microscopy is shown in Figure 2.2.

Figure 2.2. Block diagram of polarizing optical microscopy.

2.2.2 DIFFERENTIAL SCANNING CALORIMETRY

Differential Scanning Calorimetry (DSC), is a thermal analysis technique, that 

looks at how a material’s enthalpy ( ) is changed at the transition temperature. This ∆𝐻

analysis measures the amount of energy absorbed or released by a sample when it is 

heated or cooled, providing quantitative and qualitative data on endothermic (heat 

absorption) and exothermic (heat evolution) processes. A sample of known mass is 

heated or cooled and the changes in its heat capacity are tracked as changes in the heat 

flow. In this technique the sample is placed in a suitable pan (of Al, Cu, Au, Pt, etc., 

we have used Al pan) and sits upon a constantan disc on a platform in the DSC 

analysis cell with chromel wafer immediately underneath. A chromel-alumel 

thermocouple under the constantan disc measures the sample temperature. An empty 

reference pan sits on a symmetric platform with its underlying chromel wafer and 
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chromel-alumel thermocouple. Heat flow is measured by comparing the difference in 

temperature across the sample and the reference chromel wafers. Mettler FP84 hot 

stage and Mettler FP90 central processor interfaced with a PC through FP99A 

software were used for DSC studies in our laboratory. The temperature run was given 

during heating and cooling at a specific scan rate (mostly 3oC per minute) and the 

thermogram was recorded in a PC automatically. The block diagram of the 

experimental arrangement is shown in Figure 2.3. When a phase transition of a 

material takes place, change of enthalpy also takes place and this change of enthalpy 

is qualitatively and quantitatively represented in the thermogram by an anomaly. The 

level of enthalpy change provides some indication about the nature of the phase 

transition. 

Figure 2.3. The Experimental set up of DSC experiment [15].

Crystal to liquid crystal transition involves high energy of transition. It means that the 

large changes in transition enthalpies are related to structural changes at phase 

transition [16]. Usually, crystal to N or SmA transitions, N or SmA to isotropic 

transitions are first order and they are prominent although liquid crystal to isotropic 

liquid transition is less prominent than crystal to liquid crystal phase transition. But 

crystal to higher-order smectics (like SmG) and phase changes within them are 

weakly first order or second order in nature and not always detectable by DSC 

techniques or sometimes maybe better observed by choosing proper heating and 

cooling rate [17]. The typical DSC plot is shown in Figure 2.4. 
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Figure 2.4. A typical DSC thermogram

2.3 DETERMINATION OF STRUCTURAL PARAMETERS USING THE X-

RAY DIFFRACTION TECHNIQUE. 

X-ray diffraction is the most reliable technique for investigation of the 

microscopic structure of liquid crystals. Details of this technique have been reviewed 

by many authors [18-21]. It maps the positions of the molecules in a particular phase 

and produces a typical diffraction pattern. From the knowledge of the structure of 

diffraction patterns over the temperature range, the phases present in the mesophase 

can be identified [22-31]. The alignment of the sample is done by applying a magnetic 

or an electric field in nematic LCs and by slow cooling in smectic LCs. The 

remarkable features of the x-ray diffraction pattern of nematic or smectic phases, 

which are obtained on normal incidence of the X-ray beam to the director n are one 

outer halo and one inner halo (Figure 2.5). 

For unaligned samples the halos are uniform but in aligned samples the outer 

halo is split into two crescents showing maxima along equatorial direction 

perpendicular to n (or H, aligning magnetic field) (Figure 2.5), which are formed due 

to intermolecular scattering [32] and the corresponding angle gives a measure of 

average intermolecular distance between elongated molecules (D) (Figure 2.5 (a)). 

Similarly, the inner halo splits into two crescents with maxima at much lower angle in 

the meridional direction parallel to n (or H). These crescents are formed due to the 

molecular layer arrangement along n [32]. In smectic phases the inner pattern appears 
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as sharp spots, sometimes second order spots are also observed (Figure 2.5 (b and 

c)).

    
   (a)            (b)      (c)

Figure 2.5. Schematic representation of typical X-ray diffraction pattern of an aligned 

(a)  nematic phase and (b) Smectic–A phase and (c) Smectic–C phase (X-ray beam is 

perpendicular to the paper) 

The low and high angle diffraction peaks were fitted to a Lorentzian and 

measuring the corresponding angle of diffraction from the fitted the apparent 

molecular length (l) (in nematics) or layer spacing (d) (in smectics) can be determined 

using Bragg equation 

2𝑑 𝑠𝑖𝑛𝜃 =  𝜆                                                                               (2.1)

where  is the wavelength of the X-ray beam. But the average intermolecular distance 𝜆

(D) is determined using the modified Bragg formula [32],

2𝐷 𝑠𝑖𝑛𝜃 =  1.117𝜆                                                                    (2.2)

Estimated measurement error in d and D are 0.02 Å and 0.002 Å respectively. 

Chiral smectic phases give rise to a similar diffraction pattern. It is worth to 

mention here in conventional X-ray scattering experiment it is not possible to 

distinguish smectic liquid crystal phases that differ with respect to the orientation (but 

not packing) of the molecules in successive layers like in SmCA* and SmC* phases 

(possible by resonant X-ray scattering experiment, not done in this dissertation) [33]

In order to explore the structure of the pure antiferroelectric samples, the 

diffraction experiments were performed using a synchrotron radiation facility 

(PETRA III beamline at P07 Physics Hutch station) at Deutsches Elektronen 

Synchrotron, Hamburg, Germany. The samples were taken in the Lindeman glass tube 
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of 1.0 mm diameter by capillary action. The synchrotron radiation beam was passed 

normal geometry. The temperature of the sample was decreased very slowly to the 

desired temperature to get better alignment. A Perkin Elmer 2D detector of pixel size 

200x200 µm2 and total size 400x400 mm2 was used for image grabbing which was 

placed at 3.3m away from the sample (Figure 2.6). 50 images of exposure time 0.2s 

were grabbed and averaged to get one diffraction image and two such images were 

collected at a particular temperature. All the physical parameters were averaged over 

these two image data. QXRD program for PE Area Detector (G. Jennings, version 9.8, 

64 bit) was used for data acquisition and also for analyzing the image. Images were 

integrated using a step size of 0.002 to get the intensity versus scattering wave vector 

(Q) distribution. Experiments were also done by taking LC samples in dielectric cells 

and the electric field was applied but not presented in this dissertation.

Figure 2.6. Schematic diagram of experimental arrangement of X-ray diffraction 

study (not to scale)

   

Figure 2.7.(a) Synchrotron X-ray diffraction set up unit (b) Perkin Elmer 2D detector 

of size 400x400 mm2, at DESY, Hamburg, Germany 
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Under rigid rod approximation tilt (  of the molecules in smectic 𝜃𝑋 ― 𝑟𝑎𝑦)

planes was determined using the formula,

𝜃𝑋 ― 𝑟𝑎𝑦 = cos ―1 (𝑑 𝑙)                                                                      (2.3)

where  is the maximum layer spacing in SmA* phase and d is the layer spacing in the 𝑙

tilted phases. Estimated error in this case is 0.04o. 
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Figure 2.8. (a) Fitted low angle intensity profile, (b) Intensity profile showing 

FWHM (∆𝑄 = 𝑄𝑚𝑎𝑥 ― 𝑄𝑚𝑖𝑛)

To probe the extent of correlation of the molecules, correlation lengths () 

were calculated both across ( ) and within ( ) the smectic layers using the  ∥  ⊥

following formula. 

 =
2π

FWHM =
2π
∆Q                                                                             (2.4)

here FWHM= = Qmax- Qmin, is the full width at half maxima in the scattering vector ∆Q

(Q) of the relevant Bragg peak and was determined from the fitted intensity profile 

diffraction features (Figure 2.8) using Lorentzian fit function of the Origin software. 
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2.4 DIELECTRIC SPECTROSCOPY

When dielectric materials are placed in an electric field, the electric charges 

of the molecules shift slightly from their equilibrium position and generate electrical 

polarization in the material which is called dielectric polarization. Eventually, an 

internal electric field is produced which reduces the overall electric field within the 

dielectric. If the dielectric consists of polar molecules, under electric field the 

molecules orient themselves along the field. The ability of polarization of material in 

the presence of electric field is different for different materials. Dielectric constant or 

relative permittivity of a dielectric material is defined as the ratio of the capacitance of 

a capacitor filled with the material to the capacitance of the same capacitor in 

vacuum, to measure the ability of polarization of the material. The response of a 

medium to static electric fields is described by the low-frequency limit of permittivity, 

also called the static permittivity .𝜀(0)

𝜀(0) = lim
𝜔→0

𝜀(𝜔)                                                                             (2.5)

At the high-frequency limit, the complex permittivity is commonly referred to as 𝜀(∞

. It is worth pointing out here that for an anisotropic system  is a tensor with ) 𝜀

different values in different directions.

The static dielectric permittivity in the uniaxial nematic and smectic-A phases 

have a tensorial property characterized by two principal components; one component 

being parallel to director n ( ) and the other being perpendicular to the director n (𝜀 ∥

). The dielectric anisotropy  in the uniaxial phases is defined as [34]𝜀 ⊥ ∆𝜀

∆𝜀 = 𝜀 ∥ - 𝜀 ⊥                                                                                          (2.6)

When in a dielectric medium an applied field is reversed or withdrawn the 

polarization of the medium takes a finite time for reorientation. This phenomenon is 

known as dielectric relaxation. In an alternating field, this leads to a time lag between 

the field and the reorientation of the polar molecules. As a result, the dielectric 

permittivity becomes complex and usually expressed as [35]

𝜀 ∗ (𝜔) = 𝜀′(𝜔) ― 𝑖𝜀′′(𝜔)                                                                  (2.7)

here  and  are real and imaginary part of . As long as the molecular 𝜀′ 𝜀′′ 𝜀 ∗

reorientation follows the instantaneous field, the induced polarization is constant and 

the mode is fully contributing to the dielectric permittivity. This constant quantity is 
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called low frequency permittivity, . At higher frequencies the dipolar 𝜀′(0)

reorientations is no longer in phase with the field and the contribution of the mode 

decreases more and more until it becomes very small. This very small quantity is 

called high frequency permittivity, . The difference of these low and high 𝜀′(∞)

frequency permittivities are defined as dielectric increment or dielectric strength and 

expressed as

∆𝜀′ = 𝜀′(0) - 𝜀′(∞)                                                                         (2.8)

Due to the phase difference between the field (stimulus) and induced 

polarization (response), a part of the electric energy is dissipated in the form of heat. 

Thus there is an energy loss ( ) which is absorbed by the dielectric medium. The 𝜀′′

energy loss happens to be maximum at a particular frequency, called critical 

frequency ( ). It is the reciprocal of the characteristic time of the relaxation. There 𝑓𝑐

are different dielectric relaxation mechanisms in a dielectric medium, each of which 

has different origins and are characterized by typical frequency ranges. 

2.4.1 DEBYE MODEL

The dielectric permittivity in terms of a single time constant polar substance 

was described by Debye and is known as Debye model [36]. According to this model, 

the complex dielectric permittivity can be described as 

𝜀 * (𝜔) = 𝜀'(𝜔) - 𝑖𝜀''(𝜔) = 𝜀'(∞) +
𝜀'(0) ― 𝜀'(∞)

1 + 𝑖𝜔𝜏 = 𝜀'(∞) +
∆𝜀'

1 + 𝑖𝜔𝜏             (2.9)

This is known as the Debye equation. Relaxation time  is related to the relaxation 𝜏

frequency ( ) by the relation𝑓𝑐

𝜏 =
1

2𝜋𝑓𝑐
                                                                                           (2.10)

The real part (  and imaginary part (  of the dielectric permittivity are expressed as 𝜀') 𝜀'')

𝜀'(𝜔) = 𝜀'(∞) +
∆𝜀'

1 + 𝜔2𝜏2                                                            (2.11)

𝜀''(𝜔) =
𝜔𝜏∆𝜀' 

1 + 𝜔2𝜏2                                                                         (2.12)
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 reaches its maximum value at critical frequency given by , and the 𝜀′′ 𝜔𝑐𝜏 = 1

maximum value is 

                  𝜀''
𝑚𝑎𝑥 =

∆𝜀'

2                                                                                        (2.13)

So the maximum value of absorption is just half of the dielectric increment. 

The frequency dependence (in logarithmic scale) of  and  are shown in 𝜀′ 𝜀′′

Figure 2.9. The frequency dependence of  is known as dielectric dispersion and the 𝜀′

frequency dependence of  is known as dielectric absorption [37].𝜀′′

Cole and Cole [38-39] showed that in a material exhibiting Debye relaxation 

the dielectric spectra can also be represented by plotting  versus  in a complex 𝜀′ 𝜀′′

plane and the curve obtained is a semicircle with its center lying on  axis at  𝜀′ (𝜀′(0)

 with radius . Each point on the semicircle corresponds + 𝜀′(∞))/2 (𝜀′(0) ― 𝜀′(∞))/2

to the complex dielectric permittivity of the material for a particular frequency 

(Figure 2.10). The Debye equation can be represented as

  (𝜀′ ―
𝜀′(0) + 𝜀'(∞)

2 )
2

+ (𝜀′′)2 = (𝜀′(0) ― 𝜀'(∞)
2 )

2

                            (2.14)
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Figure 2.9. Frequency dependence of ( ) and  ( ) for a relaxation process.𝜀′ 𝜔 𝜀′′ 𝜔

This graphical representation of equation 2.14 is called the Cole-Cole plot. The plot 

is very useful for checking whether the values of  and  are described by a single 

relaxation time or not, i.e., the plot is showing single semi-circle or multiple semi-

circle. Each semi-circle represents a relaxation process. 
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Figure 2.10. Cole-Cole plot of a spectrum showing Debye type relaxation.

2.4.2 COLE-COLE MODEL

For liquid and solid rotator phases of organic polar compounds, the dielectric 

spectrum is Debye type [40-41]. However, in order to describe the dielectric 

behaviour in some system composed of flexible molecules [41-44] and some 

disordered solid phases [45-46] which exhibit broad dielectric spectra, Cole and Cole 

[38] extended the Debye equation by assuming a symmetrical distribution of 

relaxation times characterized by the symmetry parameter  as follows.

ε ∗ (ω) = ε′(ω) ― iε′′(ω) =  ε(∞) +∑
𝑘

∆ε′𝑘

1 + (𝑖𝜔𝜏𝑘)1 - 𝛼𝑘
― i

σ
ωϵ0

                   (2.15)

symmetry parameter  varies from 0 to 1, here  is dielectric 𝛼 ∆ε′𝑘 = ε′(0) ― ε′(∞)

increment, k is relaxation time, and αk is symmetry parameter signifying deviation 

from Debye type behaviour of k–th mode relaxation process, k is the most probable 

relaxation time related to critical frequency  and  (=8.85pF/m) is the permittivity 𝜔𝑐 𝜖0

of the free space. We added the conductivity term in the original Cole-Cole equation 

in order to consider the effect of conductivity of the cell that arises due to charge 

impurities and contributes mainly to the low frequency region [47]. The real  and ε′

imaginary  parts can be expressed asε′′

𝜀′(𝜔) = 𝜀(∞) + ∆𝜀′

1 + (𝜔𝜏𝑘)1 ― 𝛼𝑘 sin(1
2𝜋𝛼)

1 + 2(𝜔𝜏𝑘)1 ― 𝛼𝑘sin(1
2𝜋𝛼) + (𝜔𝜏𝑘)2(1 ― 𝛼𝑘)

            (2.16)



Chapter 2

47

𝜀''(𝜔) = ∆𝜀′

(𝜔𝜏𝑘)1 - 𝛼𝑘 cos(1
2𝜋𝛼)

1 + 2(𝜔𝜏𝑘)1 - 𝛼𝑘 sin(1
2𝜋𝛼) + (𝜔𝜏𝑘)2(1 - 𝛼𝑘)

+
𝜎

𝜔𝜖0
             (2.17)

The maximum value of absorption  corresponds to a particular 𝜀′′𝑚𝑎𝑥(𝜔𝑐)

frequency; called critical frequency  and depends on the parameter α 𝜔𝑐 ( = 2𝜋𝑓𝑐)

according to the formula:

𝜀''(𝜔𝑐) = 𝜀′′𝑚𝑎𝑥 =
∆𝜀′

2

cos(1
2𝜋𝛼)

1 + sin(1
2𝜋𝛼)

                                          (2.18)

For small values of  (  < 0.1) the above expression for maximum absorption reduces 𝛼 𝛼

to 

𝜀′′𝑚𝑎𝑥 =
∆𝜀′

2 + 𝛼𝜋                                                                                (2.19)

Obviously, for dielectric medium which does not obey the Debye type spectrum, the 

maximum absorption peak in the Cole-Cole plot is lowered and the broadened. 

Another general function was proposed by Havriliak and Negami which was 

an empirical modification of the Debye relaxation model, accounting for the 

asymmetry and broadness of the dielectric dispersion curve [48-49]. The model was 

first used to describe the dielectric relaxation of some polymers, some disordered 

solids and also FLCs and AFLCs [50-52].

2.4.3 DIELECTRIC RELAXATIONS IN FERROELECTRIC AND 

ANTIFERROELECTRIC LIQUID CRYSTALS

Before we discuss the relaxation mechanisms in chiral smectic systems, we 

want to mention here that the time-dependent measuring electric fields are applied to 

the molecules of smectic layers in two geometries. If the electric field is applied in a 

direction parallel to the smectic layers i.e., in a direction perpendicular to the 

molecular director, then transverse component of the permittivity ( ) is measured 𝜀 ⊥

and the geometry is known as homogeneous or planar geometry and when the electric 

field is applied perpendicular to the smectic layers, i.e., in a direction parallel to the 



Chapter 2

48

molecular director, then parallel component of the permittivity ( ) is measured and 𝜀 ∥

the geometry is known as homeotropic geometry as shown in Figure 2.11. By proper 

surface treatment of the inner surfaces of the ITO coated glass plates, used to 

construct the dielectric cell, one may get the homogeneous or homeotropic alignment 

of the molecules. As in the present dissertation, the dielectric measurements are made 

in a planar geometry, hence by the term ‘dielectric permittivity’ we shall mean the 

transverse component.

The relaxations of dielectric materials are categorized as (i) non-collective 

relaxations (single molecular), arise from molecular rotation around the short axis, 

rotation around long axis, intramolecular rotations around single bond and motions of 

electrons relative to their nuclei and (ii) collective relaxations, arise from the 

collective reorientations of molecular directors. 

Figure 2.11. (a) Homogeneous arrangement of molecules and transverse component 

of the permittivity ( ) (b) homeotropic arrangement of molecules and parallel 𝜀 ⊥

component of the permittivity ( ).𝜀 ∥

The dielectric response of ferroelectric system exhibiting SmC* and SmA* 

phase consists of four modes of relaxations two of which are (i) Goldstone mode 

(GM) and (ii) soft mode, related to the collective director fluctuations, lie in a few 

tens Hz to a few hundred kHz ranges. The other two modes are non-collective 

(molecular), related to the fluctuation of polarization and observed in the frequency 

range of several hundred kHz to a few GHz. It is not usually visible by dielectric 

spectroscopy when the planar orientation of the molecules exists in the measuring 

cell. We have investigated the collective relaxations only.
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(a)                                                                (b)

Figure 2.12. Schematic representation of director fluctuation in (a) the Goldstone 

mode relaxation, originates from the phase fluctuation ( ) of the director in chiral 𝛿𝜑

SmC* phase, (b) the soft mode relaxation, arises due to the tilt ( ) fluctuation of the 𝛿𝜃

molecular director. 

Goldstone mode is observed in SmC* phase and arises from the phase 

fluctuation of azimuthal orientation of the director [35, 53-55] and hence also called 

as a phason mode. Its amplitude is high and hence the dielectric increment is also high 

and corresponding relaxation frequency is low. The Goldstone mode relaxation 

frequency and dielectric increment have only weak temperature dependence [35, 56]. 

The soft mode arises from the tilt fluctuation of the director in SmA* phase 

and within SmC* phase but near the SmA*-SmC* transition [35, 55, 57]. This is also 

called amplitude mode. Although the dielectric increment of soft mode is much lower 

than the Goldstone mode, the soft mode critical frequency is at least two orders higher 

than that of GM. In SmC* phase, the weak SM dielectric spectra are usually masked 

by the strong Goldstone dielectric spectra hence it creates difficulty to explore the SM 

unless the GM is suppressed applying DC bias field. 

From Landau model the concept of soft mode was first introduced to the 

SmA*–SmC* phase transition by Blinc and Zeks [57] for the case of a modulated 

structure and later modified by Carlsson et al. [56] where phase transition is described 

in terms of two order parameters – two-component tilt vector as primary order 

parameter and two-component in-plane polarization as the secondary order parameter. 

Two characteristic modes are observed in SmA*–SmC* second order phase transition 
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where the continuous symmetry group of SmA* (D∞) is spontaneously broken in 

SmC*(C2). The soft mode is a symmetry breaking mode, which critically slows down 

(softens) on approaching the phase transition from above, the Goldstone mode is zero 

frequency mode that tries to restore the broken symmetry. Thus soft mode splits into 

the phason (GM) and amplitude (SM) modes in SmC* near the transition. 
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Figure 2.13. Goldstone mode and soft mode in a frequency window, the soft mode 

becomes prominent after the Goldstone mode is suppressed under DC bias (inset).

 

Under a strong bias field in SmC* phase a residual mode, with dielectric 

spectrum different from that of GM, is observed, this mode is known as domain mode 

(DM) [58-60]. Beresnev et al. [61] discovered that ferroelectric liquid crystals with 

high spontaneous polarization can form solid ferroelectric like domain after 

suppression of GM; the relaxation mode arising out of such domain is termed as 

domain mode. Haase et al. [62] gave the same argument regarding the arising of the 

domain mode.

In the antiferroelectric phase two collective relaxation processes are usually 

observed – one in low frequency region (few hundred Hz to few kHz), called in-phase 

antiferroelectric (PL) mode and the other, comparatively in higher frequency region 

(few kHz to few hundred kHz ranges), is called anti-phase antiferroelectric (PH) mode 

[63-68]. Typical absorption spectra are shown in Fig. 2.14. 
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PH
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Frequncy

Figure 2.14. The absorption spectrum in SmCA* phase showing PL and PH mode.

Figure 2.15. Schematic representation of molecular rotations in successive layers in 

the in-phase PL and the anti-phase PH mode [69]. 

Diverse reports on range and temperature dependence of critical frequencies of 

both the modes are found in literature. J. Hou et al. [63] first reported that the modes 

PL and PH might arise due to in-phase and anti-phase fluctuation of molecules in the 

adjacent smectic layers (Fig. 2.15). Although there is ambiguity regarding the origin 

of the two modes, a strong correlation of bias dependence of absorption strengths of 

PL and PH modes indicates that their origin should be correlated. 
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2.4.4 DIELECTRIC MEASUREMENT TECHNIQUE

The dielectric behavior of liquid crystalline material is studied by measuring 

the complex dielectric permittivity at constant temperature and ambient pressure 

within a frequency domain and is commonly known as frequency domain dielectric 

spectroscopy (FDDS). The FDDS may be performed at varying temperatures during 

heating as well as cooling. The peaks in the absorption spectrum represent a dielectric 

relaxation. Examining the range of critical frequencies, absorption peak heights, and 

its behavior under bias one may decide about the relaxation mode and may decide 

about the phase in which it is arising. To find the dielectric increment, relaxation 

frequency and symmetry parameter of a particular mode, dielectric absorption spectra 

were fitted by non-linear least squares method to equations 2.16 and 2.17. In most 

cases, we had to fit two relaxation processes. 

In the present work dielectric studies were performed using Indium-Tin oxide 

(ITO) coated homogeneously (HG) aligned EHC cells of thickness 10 µm (5 µm was 

used to study the nanocomposite). The sheet resistance of the ITO coated glass was 

low (20 Ω per sheet is used). This is because, at high frequencies, the effect of ITO 

resistance is seen as an increase in dielectric absorption and a decrease in dielectric 

permittivity, which mimics a relaxation process in the dielectric spectrum. The 

overlapping active area of the cell is 1.0 cm2. Dielectric measurements were made 

using HIOKI 3532-50 impedance analyzer (40 Hz – 5 MHz), cell temperature was 

controlled within ± 0.1oC placing the cell inside the Mettler FP82 hot stage. An 

automatic data acquisition arrangement was made using RS 232 interface with a PC. 

The experimental set up is shown in Figure 2.16.

The real and imaginary parts of the dielectric permittivity at a frequency were 

obtained as follows 

  and                                       (2.20)𝜀′(𝜔) =
𝐶
𝐶𝑜

𝜀′′(𝜔) = 𝜀′(𝜔) 𝑡𝑎𝑛𝛿

where  is the capacitance of the cell filled with LC and  is that of the empty cell 𝐶 𝐶𝑜

and  is the dielectric loss. The effect of stray capacitances was eliminated by 𝑡𝑎𝑛𝛿

standard process.
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Figure 2.16. Experimental set up for dielectric spectroscopy. 

There are two main sources of symmetric errors in the quantitative evaluation 

of the dielectric permittivity.  One source is in the high frequency region due to the 

resistance of the ITO conducting layer. The ITO resistances were kept below 20  in Ω

order to reduce the high frequency effect. Moreover, our dielectric measurements are 

within the frequency window of 5MHz, hence there is a little possibility of arising 

error due to high frequency effect. The other source of error is in the low frequency 

region due to the freely moving ions and contribution from the dipolar reorientation. 

The measured data were fitted to suitable functions and the correct results were 

extracted. The accuracy in the measurement of capacitance (C) and tanδ (G) in the 

frequency range is <0.2% and hence maximum uncertainty in the measurement of 

dielectric permittivity ( ) and dielectric loss ( ) within entire frequency regime is 𝜀′ 𝜀′′

less than ±1%. 

2.5 MEASUREMENTS OF ELECTRO-OPTIC PARAMETERS – TILT ANGLE (θ), 

SPONTANEOUS POLARIZATION ( ), THE SWITCHING TIME ( ) AND 𝑷𝒔 𝝉

ROTATIONAL VISCOSITY (  𝜸𝝋)

The spontaneous polarization in SmC* phase would feel a torque (P×E) in an 

electric field and it is a linear effect, although the other liquid crystals show an 

electrooptic effect with a response quadratic in the field, i.e. not sensitive to the sign 
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of E. The linear effect was verified by R. B. Meyer [70]. The transition from SmA*-

SmC* is typically 2nd order, which implies that the tilt angle θ increases with 

temperature as θ ∼ (Tc −T)1/2 [71], where Tc is transition temperature and T is any 

temperature below Tc (Figure 2.17). As the Ps ought to be essentially proportional to 

the tilt, it could be expected to increase in the same way, which was also proved in 

subsequent measurements. 

Figure 2.17. The molecular tilt θ as a function of temperature near the SmA*−SmC* 

transition [71]. 

By applying an electric field (E) across a thin transparent cell one can induce a 

rotation of the molecular axis in the plane of the cell. On reversing the field the 

molecules rotate by twice the conic angle θ (2θ). This molecular motion is called 

electrooptic switching which occurs in a viscous medium with a characteristic time ,𝜏

𝜏 =
𝛾𝜑

𝑃𝑠𝐸                                                                                               (2.21)

here  is rotational viscosity,  is spontaneous polarization [72]. With a moderate 𝛾𝜑 𝑃𝑠

value of , the low-viscous compounds will help to achieve sub-microsecond 𝑃𝑠

switching.

2.5.1 TILT ANGLE (θ) 

The molecular tilt angle θ, the angle made by the molecular long axis with the 

layer normal, is considered as the primary order parameter of ferroelectric and 

antiferroelectric liquid crystals. To measure the molecular tilt (θ), a pulse electro-

optical technique was proposed by Baikalov et al. [73] based on the linear electro-

optical effect. In an ac field, the chiral molecules switch around an imaginary cone 
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through twice the tilt angle θ (2θ) thereby reversing the sign of spontaneous 

polarization. The ferroelectric or antiferroelectric sample is taken in a capacitive cell 

in planar arrangement (same cell as in dielectric measurements).  The cell is taken on 

the turntable of the polarizing microscope with crossed polarizers and polarized light 

is passed normally through glass plates of the cell. An electric field of sufficiently 

high magnitude is applied so that the helix is unwound and the molecules are aligned 

uniformly with a tilt θ away from the layer normal. The sample cell is rotated to get 

the minimum optical transmission. Then the field is reversed and the sample cell is 

rotated in the opposite direction to achieve again the minimum transmission. The 

difference in angular readings on the microscope turntable for two nearby 

transmission minima gives twice the tilt angle (2θ) [73-74]. In our experiments about 

20V (Vpp) square wave pulses of low frequency (about 50 mHz) were used. 

Estimated error in the tilt measurement was 0.2o.

2.5.2 SPONTANEOUS POLARIZATION ( ) 𝑷𝒔

Chiral smectic liquid crystals in surface stabilized geometry possess 

permanent dipoles normal to their molecular axis which gives rise to existence of 

polarization even in absence of an external field and is called spontaneous 

polarization (PS). Ps is the result of tilt  of the molecules, and is essentially (𝜃)

proportional to the θ, and is considered as secondary order parameter. 

Figure 2.18. Block diagram of the experimental set up for the measurement for 

electro-optic parameters ( , , , etc.).𝑃𝑠 𝜏 𝜃



Chapter 2

56

There are several methods to measure the Ps of ferroelectric materials. But a 

comparison of Ps values of DOBAMBC at a particular temperature shows a scattering 

over one decade and one of the main reason of which, according to K. Miyasto et al. 

[75], is the use of different methods.

The standard Sawyer-Tower method [76] for the determination of Ps of solid 

ferroelectric samples was used by several groups for the determination of Ps of 

ferroelectric liquid crystal [77-79]. The electric field dependent dielectric constant 

method has also been employed [80]. The other method is based on the measurement 

of current induced by rapidly reversing square wave field [81-82] in which the main 

problem was to separate the polarization bump from the baseline of the total current. 

The most useful technique was introduced by K. Miyasato et al. [75] utilizing 

triangular wave, in which the polarization bump can easily be separated from the base 

line of total current. Assuming the filled LC cell is equivalent to a parallel RC 

combination, the current induced in the cell due to passing of a triangular wave are 

composed of three components, namely, the capacitive term , the 𝑖𝑐 = 𝐶(𝑑𝑉 𝑑𝑡)

resistive term  (  the effective resistance of the cell), and the polarization 𝑖𝑅 = 𝑉 𝑅, 𝑅,

current . 𝑖𝑝 = 𝑑𝑃 𝑑𝑡

𝐼 = 𝑖𝑐 + 𝑖𝑅 + 𝑖𝑝 =  𝐶
𝑑𝑉
𝑑𝑡 +  

𝑉
𝑅 +

𝑑𝑃
𝑑𝑡                                            (2.22)

The first two terms exist at all the voltages but iP appears as hump only when 

the applied voltage is high enough to unwind the helix and leads to the polarization 

reversal in the sample. 

    

Figure 2.19. The voltage waveform across resistor , obtained from oscilloscope 𝑅

Tektronics TDS 2012 B in response to the triangular wave. 
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The voltage drop across a resistance R, connected in series with cell, is stored 

in a digital oscilloscope (Fig. 2.19). R is usually chosen less than the cell resistance 

 so that the time constant for the exponential decay is considerably shorter than the 𝑅𝑃

polarization reversal [83]. Subtracting the ionic and capacitive current, by drawing an 

appropriate baseline, from the overall voltage profile, the area under the polarization 

peak is found out which is . The  is calculated from the following formula.∫𝑉(𝑡)𝑑𝑡 𝑃𝑠

𝑃𝑠 =
1

2𝐴𝑅∫𝑉(𝑡)𝑑𝑡                                                                        (2.23)

here  is the effective area of the cell. In our experiments, we recorded the voltage 𝐴

waveform across  using a digital storage oscilloscope (Tektronix 2012B). A 𝑅

triangular wave pulse of frequency 10 Hz and varying amplitude from Agilent 

33220A LXI function generator was amplified 20 times (F20 Amplifier, FLC, 

Sweden) and applied across the combination of a standard resistor ( ) and 𝑅 = 100 𝑘Ω

the cell containing the sample. The voltage wave across  and the input voltage wave 𝑅

at a fixed temperature were recorded using a digital storage oscilloscope Tektronix 

2012 B in separate channels. The area of the polarization hump was calculated after 

using an appropriate baseline in Origin 8.5 software. The process of estimation of  𝑃𝑠

was done at regular temperature intervals both during heating as well as cooling cycle. 

Estimated error in  measurement is less than 1%.𝑃𝑠

2.5.3 SWITCHING TIME ( )𝝉

The response of a ferroelectric material to a triangular wave is discussed 

above. The response of the same material to the square wave is shown in Figure 2.20. 

The response of the ions to the field is instantaneous and the current wave (or voltage 

wave) due to ions follows the applied field instantaneously. But the response of the 

ferroelectric polarizations are not instantaneous to the applied filed thus the peak due 

to their reversal occurs over the exponential decay curve of the current wave (or 

voltage wave) away on the time scale from the square-pulse edge. This delay in time 

corresponds to the response time of switching between the stable states of polarization 

and represents the time in which the average number of molecules reorients after 

applying the pulse [83]. Incidentally, this representation of response time from the 

current signal coincides with the electro-optical transmission from 10% to 90% [84]. 

Estimated error in the measurement of response time is less than 4%.
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Figure 2.20. The voltage waveform of the response of the ferroelectric liquid crystal 

to the square pulse wave. 

2.5.4 ROTATIONAL VISCOSITY ( ) 𝜸𝝋

Rotational viscosity ( ) is the viscosity associated with the rotation of the 𝛾𝜑

molecules about the smectic-C cone and it strongly influences the switching of the 

molecules between two field-induced states. Measuring  and , the value of  was 𝑃𝑠 𝜏 𝛾𝜑

calculated using the relation  [72] 

𝛾𝜑 =  𝜏𝑠 ∙ 𝑃 ∙ 𝐸                                                                                    (2.24)

where E is the applied electric field.

DETERMINATION ACTIVATION ENERGY ( )𝑬𝒂

If we consider the reorientation of director of molecules of a ferroelectric or 

antiferroelectric material is a thermally activated process of Arrhenius type [72, 85] 

then the viscosity can be represented as 

𝛾𝜑 = 𝛾0𝑒
𝐸𝑎

𝑘𝛽𝑇                                                                                        (2.25)

where  is Boltzmann constant,  is pre-exponential term and  is the activation 𝑘𝛽 𝛾0 𝐸𝑎

energy which according to Arrhenius, the energy for any thermally activated process 

to start. The above equation signifies that the viscosity will decrease with increasing 

temperature. Taking the logarithm of both sides,

ln 𝛾𝜑 = (𝐸𝑎

𝑘𝛽)1
𝑇 + ln 𝛾0                                                                    (2.26)

Thus from a plot  against ( ), the activation energy can be determined.ln 𝛾𝜑 1 𝑇
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3.1 INTRODUCTION 

 The mesogenic behaviour of a compound is strongly influenced by the 

structure of the rigid molecular core as well as by the lateral substitutions. Because of 

the small size of a fluoro–substituent and high strength of the C–F bond, liquid 

crystals with fluoro–substituent show low birefringence, viscosity and conductivity, 

high chemical and thermal stability, etc. As a result, many liquid crystal compounds 

with fluoro–substituents both in the cores and alkoxy chains were designed and 

synthesized in achiral as well as in chiral systems [2–8]. Liquid crystals with 

fluorinated chains are also very promising as antiferroelectric materials especially as 

the thresholdless ones [8–11]. Phase behavior and physical and electro–optical 

properties of fluorinated derivatives in many aspects are quite different from their 

protonated analogues which create new possibilities for their applications [10]. A 

terphenyl based ester compound with CH3COO– group at the achiral end exhibits 

SmC* and SmA* phases while the analogous compound with CF3COO– group shows 

SmCA* phase in addition, but stronger polar end group (CNCOO–) shows only SmA* 

phase [12]. Induction or enhancement of SmCA* phase due to fluorination has also 

been reported in reference [13]. Effects of fluorination on the relaxation and switching 

behaviour of para, ferro and antiferroelectric liquid crystals have been discussed by 

many authors [10–11, 14–18]. The rigidity of the core structure, nature of chirality 

and extent of fluorination of the constituent molecules are found to have a pronounced 

effect on the collective mode relaxation behavior in room temperature FLC mixtures 

[16]. To study the effect of lateral fluorination in core we have chosen four member of 

series of a biphenyl benzoate core-based compounds namely (S)-4/-(1-

methylheptyloxycarbonyl)biphenyl-4-yl 4-[6-(2,2,3,3,4,4,4-heptafluorobutoxy)hexyl-

1-oxy]benzoate, (S)-4/-(1-methylheptyloxy-carbonyl)biphenyl-4-yl4-[6-(2,2,3,3,4,4,4-

heptafluorobutoxy) hexyl – 1 - oxy] - 2-fluoro-benzoate, (S)-4/-(1-

methylheptyloxycarbonyl)biphenyl-4-yl 4-[6-(2,2,3,3,4,4,4-hepta-fluorobutoxy)hexyl-

1-oxy]-3-fluorobenzoate, and (S)-4/-(1-methylheptyloxycarbonyl) biphenyl-4-yl 4- [6-

(2,2,3,3,4,4,4-heptafluorobutoxy) hexyl-1-oxy]-2,3-difluorobenzoate (in short DM0, 

DM1, DM2 and DM3 respectively). These compounds were synthesized by 

Zurowska et al. [18]. Molecular structures of the compounds are shown in Table 3.1 

for ease of discussion. The molecules of the series differ by the number and position 

of lateral fluorine substitution in the core. All the compounds have a partially 
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fluorinated achiral chain and an asymmetric C* atom in methyl heptyl moiety 

rendering chirality while the carbonyl (–C=O) functional group provides a transverse 

permanent electric dipole moment. The first compound DM0 is a protonated 

compound but in DM1 one fluorine atom is introduced at ortho position of the 

benzoate core, while it is introduced at position meta but in DM3 fluorine atoms are 

introduced both at ortho and meta positions of the benzoate core structure. All the 

four compounds exhibit paraelectric, ferroelectric and antiferroelectric phases but in 

different temperature ranges. 

Table 3.1. Molecular structures and transition temperatures (oC) of the compounds  

Name                                         Molecular structures and transition temperatures 

DM0 C3F7CH2 O C6H12 O C
O C

O

O
C6H13 (S)

O

CH

CH3

*

 

Cr  61.0 SmCA
* 94.0 SmC* 123.0 SmA* 125.0 Iso (heating) 

Cr 26 SmCA
* 83 SmC*122.2 SmA*124.4 Iso (cooling) 

DM1 C3F7CH2 O C6H12 O

F

C
O C

O

O C6H13 (S)

O

CH

CH3

*

 

Cr 41.0 SmCA
* 75.2 SmC* 103.0 SmA*103.6 Iso (heating) 

Cr 20 SmCA
* 65 SmC* 103 SmA* 103.6 Iso (cooling) 

DM2 C3F7CH2 O C6H12 O C
O C

O

O
C6H13 (S)

O

CH

CH3

*

F

 

Cr 57.3 SmCA
*  80.5 SmC* 108.0 SmA* 112.2 Iso (Heating) 

Cr 29.3 SmCA
* 79.2 SmC* 108.2SmCA

*112.2 Iso (cooling) 

 

DM3 

 

C3F7CH2 O C6H12 O

F

C
O C

O

O
C6H13 (S)

O

CH

CH3

*

F

 

Cr 63.2 SmCA
* 85.2 SmC* 109.3 SmA* 111.6 Iso (heating) 

Cr 32.5 SmCA
*82.2 SmC*109.1SmA*111.5 Iso (cooling) 
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3.2 EXPERIMENTAL TECHNIQUES 

Phase behaviour and transition temperatures of the compounds were 

investigated by polarizing optical microscopy (POM) and differential calorimetric 

study (DSC). Mesophase structures were investigated using synchrotron radiation 

facility at Deutsches Elektronen Synchrotron, Hamburg, Germany. Dielectric and 

electro–optical studies were performed using Indium–Tin–Oxide (ITO) coated 

homogeneous (HG) cells of 10 µm thickness. Procedure of preparation of the cells 

and experimental procedures have been described detail in Chapter 2. 

3.3  RESULTS AND DISCUSSIONS 

3.3.1  POLARIZING OPTICAL MICROSCOPY (POM) AND DSC STUDY 

From the texture study under polarizing microscope, transition temperatures 

were determined and the phases were identified. Transition temperatures were also 

determined from DSC study, which differs slightly from those obtained from texture 

study which might be due to the use of two different temperature baths. Phase 

sequence and the transition temperatures of the compounds, as obtained from texture 

study, are mentioned in Table 3.1. No change in phase sequence is observed due to 

fluorination at different positions of the benzoate core. However, the melting point is 

found to decrease by 20oC in DM1 and 3.7oC in DM2 but increases by 2.2oC in DM3; 

the clearing point decreases by 21.4oC, 12.8oC, and 13.4oC in DM1, DM2 and DM3 

respectively; thermal stability of SmCA* increases by 1.2oC in DM1, decreases by 

9.8oC and 11oC in DM2 and DM3 respectively; the stability of SmC* is decreased in 

all the fluorinated compounds by 1.2oC, 1.5oC, and 5oC in DM1, DM2 and DM3 

respectively. A large super cooling effect is observed in all the compounds in texture 

study as well as in dielectric and electro-optic measurements.  

Textures were observed under planar anchoring conditions for all the 

compounds. Typical fan shape texture was observed in SmA* phase which was 

broken in SmC* and SmCA* phases, existence of helicoidal structure is visible in the 

form of parallel equidistant lines more in SmCA* phase than in SmC* phase as shown 

in Figure 3.1 for DM0 and DM1. Other compounds showed similar textures.  
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           (a) SmCA* (60oC)                (b) SmC*(98oC)                (c) SmA* (123.7oC) 

   

         (d) 63oC (SmCA*)                 (e) 101oC (SmC*)   (f) 103.6oC (SmA*)                   

Figure 3.1. Exemplary characteristic textures of DM0 in (a) SmCA*, (b) SmC* and 

(c) SmA* phases and those of DM1 in (e) SmCA*, (f) SmC* and (g) SmA* phases 

during cooling cycle.  
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Figure 3.2. DSC thermograms of  DM0, DM1, DM2 and DM3 during heating cycle. 

DSC thermograms of the compounds showing the variation of heat flow with 

temperature during heating cycle are shown in Figure 3.2. Anomaly 1 represents 

melting, 2 represents SmC*–SmA* transition and 3 represents SmA*–Isotropic 

transition. SmCA*–SmC* transition is not visible in the thermogram of all compounds 

due to finite hysteresis in temperature and a small change in enthalpy at the phase 

transitions [19]. This is not very unusual, observed in many other systems [20, 21]. As 
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for example, the phase change between SmC* and SmC*α could not be detected in 

MHPO (13F)BC [20]. A similar observation was reported by Marzec et al. [21] in the 

analogous compound MHP(F)O(13F)BC. A very weak anomaly was also observed 

between SmC* and SmCA* phase in MOPB(H)PBC [22]. 

3.3.2 OPTIMIZATION OF GEOMETRY 

In order to explore the structural conformation of the compounds, their 

molecular geometries were optimized using PM3 molecular mechanics method in the 

Hyperchem software package in vacuo [23]. While optimizing the geometry the bond, 

angle and torsional interactions were considered in the force field along with the van 

der Waals and electrostatic interactions. 

 

 

 

 

Figure 3.3. Optimized structures of the (a) DM0, (b) DM1, (c) DM2 and (d) DM3  

Total energy, most extended molecular length, moments of inertia and dipole moment 

of the compounds as obtained from the geometry optimization, are compared in Table 

3.2. Optimized lengths of the molecules, as expected, are almost the same and their 

total energy is also almost the same.  
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The dipole moment of DM0 is found to be 4.73Debye. In DM1 and DM2, due 

to introduction of one lateral fluorine in the core, the dipole moment increased almost 

by 1.00 Debye and in DM3, when two lateral fluorine is introduced, the dipole 

moment increased almost by 2.00 Debye. Major increase in dipole moment is found 

to be transverse to the molecular long axis, as expected. Similarly the moments of 

inertia along x-axis in DM0 is the least (2235×10-46 kgm2) and it increases due to 

lateral substitution of one fluorine atom (heavier than hydrogen) in DM1 and DM2 

(2314×10-46 kgm2 and 2321×10-46 kgm2) and due to addition of two lateral fluorine in 

DM3 it increases further to 2447×10-46 kgm2. So the dipole moment and moment of 

inertial increases almost linearly with the increase of the number of lateral fluorine 

substitutions. 

Table 3.2.  Few important parameters of the molecules in optimized geometry 

Sample Optimized

Molecular 

Length 

(Å) 

Energy 

(kcal/ 

mole) 

Moment of Inertia in 

10-46 kgm2 

Dipole Moment (Debye) 

About 

x-axis 

About 

y-axis 

About 

z-axis 

Components Total 

x Y z 

DM0 38.37 -9788 2235 103770 104698 -1.55 -3.68 -2.53 4.73 

DM1 37.91 -9799 2314 104918 106049 -1.97 -4.40 -3.14 5.75 

DM2 37.93 -9800 2321 104892 106020 -1.95 -4.37 -3.17 5.74 

DM3 38.39 -9802 2447 104336 105453 -1.15 -5.98 -3.11 6.84 

 

3.3.3 X-RAY DIFFRACTION STUDY 

Synchrotron X-ray diffraction photographs were recorded throughout the 

mesophases from the isotropic phase to room temperature during cooling. Transition 

temperatures observed from X-ray studies are found to be shifted to the higher side by 

about 3 degrees than those observed from optical microscopy which might be the 

result of using two different temperature baths. Intensity profile of the fitted (a) low 

and (b) high angle diffraction features are shown in Figure 3.4. Average 

intermolecular distance (D) and layer spacing (d) were calculated using the angles of 

the relevant Bragg peaks obtained from fitted profiles.  
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Figure 3.4. Intensity profile of the (a) low and (b) high angle diffraction features. 

The temperature dependence of average intermolecular distance (D) and layer 

spacing (d) are shown in Figure 3.5. In the singly fluorinated compounds (DM1 and 

DM2) the average intermolecular distances are found to be less than the protonated 

(DM0) but in the doubly fluorinated compound (DM3) it becomes more than that of 

protonated (DM0). The average intermolecular distance (D) is found to decrease 

slowly with decreasing temperature without showing any significant change at the 

transitions in all the compounds [Figure 3.5(a)]. The D–values in DM0 decreases 

from 5.47Å to 5.24Å, but it decreases from 4.94Å to 4.74Å in DM1 and from 4.93Å 

to 4.70Å in DM2 and from 5.59 to 5.49Å in DM3. So due to single lateral fluorination 

the average D–value decreases almost by 0.5Å and due to double lateral fluorination 

average D–value increases by 0.2Å. 

On the other hand, smectic layer spacing (d) of all the compounds decreases 

rapidly on cooling from SmA*–SmC* transition point (Tc), the rate of fall decreases 

gradually as the temperature goes deeper into the SmC* phase. Anomalous changes 

are observed at para to ferroelectric transition (Tc) and ferro to antiferroelectric 

transition (TAF) in all the compounds as shown in Figure 3.5(b), anomalies in the 

later transition is visible in Figure 3.5(c). Such behavior was also reported in a 

fluorinated terphenyl compound [24]. In SmA*phase maximum value of layer spacing 

for DM0 is 34.9Å and its value is found to increase by ~0.1Å in DM1 and DM2 

(35.0Å) whereas it decreases by ~0.1Å in DM3 (34.8Å) although these values are 

substantially less than the molecular lengths as observed from optimized geometry 

(Table 3.2). It may be as a result of the tilt of the molecules with azimuthal 
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degeneracy as in de Vries phase [25] or the molecules may have different 

conformations than in vacuo condition or both. 
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Figure 3.5. Temperature dependence of (a) intermolecular distance and (b) smectic 

layer spacing of the compounds, (c) anomalous change of layer spacing at TAF is seen, 

(d) fitted data near Tc as discussed in the text.  

It is further noted that the temperature dependence of layer spacing in SmC* 

phase is parabolic. Under rigid rod approximation of the mesogenic molecules and for 

a second order transition approaching the tricritical point in the generalized mean-

field theory, Following Hartley et al. [26] but keeping up to fourth order terms in the 

expansion of cos it can be shown that near 𝑇𝑐, dC/dA≈1- a|T- Tc|
½+b|T- Tc|, when 𝛽 

is taken as ¼. Observed data fitted nicely to the above equation (Figure 3.5(d)) 

signifying that the SmC*– SmA* transition was a tricritical type in all the systems.  

 In all the compounds, on cooling, tilt increase rapidly near Tc, the rate of 

increment is slow as moved away from Tc as depicted in Figure 3.6(a). It remains 

essentially constant in the antiferroelectric phase and small discontinuity is observed 
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at the ferro to antiferroelectric transition.  The maximum value of tilt in DM0 is 24.8o 

which in DM1 increases to 27.1o but in DM2 and DM3 decrease to 23.8o. 
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Figure 3.6. Temperature variation of (a) tilt angle (θ) of the compounds (b) 

correlation lengths across the smectic layers [] (c) magnified view of (b) near TAF 

showing a discontinuity and (d) correlation lengths within the smectic layers (ξ⊥). 

To probe the extent of correlation of the molecules across the smectic layers, 

correlation lengths () have been calculated from the fitted intensity profile of the 

low and high angle diffraction features using Lorentzian fit function of origin 8.5. The 

maximum correlation length in SmCA* of DM0 is found to be 986Å across the 

smectic layers which is equivalent to about 28 molecular lengths. Corresponding 

values are 1006Å in DM1, 878Å in DM2 and 894Å in DM3 [Figure 3.6(b)], which 

are equivalent to almost 29, 25 and 25 molecular lengths respectively. Thus in the 

antiferroelectric phase correlation length across the plane is significantly less in DM2 

and DM3 compared to DM0 but higher in DM1. In SmC* phase the maximum value 

of  in DM0 is 969Å, its value decreases in DM1, DM2, and DM3 to 870Å, 907Å, 



 
Chapter 3 

78 
 

and 748Å respectively. Thus in the ferroelectric phase the value of  value decreases 

systematically with the number of fluoro–substitution. Similar correlation lengths 

have been reported recently in the ferroelectric SmC* phase of a terphenyl based 

compound [27].  

Table 3.3. Comparison of a few important parameters obtained from diffraction study 

Parameter DM0 DM1 DM2 DM3 

Range of D (Å) 5.24-5.47 4.74-4.94 4.70-4.93 5.49-5.59 

Maximum value of d (Å) 34.9 35.0 35.0 34.8 

Range of d (Å) 31.7-34.9 31.2-35.0 32.0-35.0 31.8-34.8 

Maximum tilt θ (o) 24.8 27.1 23.8 23.8 

Range of 𝜉|| in SmCA* (Å) 960-986 986-1006 872-878 862-894 

Range of 𝜉|| in SmC* (Å) 930-969 850-870 900-907 681-748 

Maximum 𝜉||(Å) in SmCA* 986 1006 878 894 

Maximum 𝜉||(Å) in SmC* 969 870 907 748 

Maximum ξ⊥(Å) in SmCA* 24.5 21.0 27.9 24.3 

Maximum ξ⊥(Å) in SmC* 23.1 18.4 22.6 20.9 

 

As expected with decreasing temperature the correlation length increases in 

DM0, DM1, and DM3 and a substantial increase is observed at SmC*–SmCA
* 

transition in these compounds. But in DM2 the value of  shows anomalous 

behaviour, it shows a down step at the SmC*–SmCA
* transition and also shows a 

decreasing trend with temperature in both the phases. On the other hand, correlation 

lengths within the layers (ξ⊥) in SmCA* phase are 24.5Å, 21.0Å, 27.9Å, and 24.3Å in 

DM0, DM1, DM2 and DM3 respectively, highest in DM2. In SmC* these values are 

23.1Å, 18.4Å, 22.6Å and 20.9Å respectively. Thus in the ferroelectric phase the value 

of ξ⊥ also decreases with the number of fluoro–substitution. Temperature dependence 

of these correlations are shown in Figure 3.6(d) and in all the compounds these 

increase with decreasing temperature as expected. However, it has to be kept in mind 

that we have not made any correction for the profile of the incident beam which 

certainly accounts for a part of the diffracted line width thus underestimates the 

correlation length. 
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3.4  DIELECTRIC STUDY 

 Dielectric absorption spectra were fitted to the modified Cole-Cole function as 

mentioned in Chapter 2 and a fitted spectrum only in SmCA* phase of DM0 is shown 

in Figure 3.7(a) as an example. It may be mentioned here that we have two peaks in 

this case. Fitted parameters are ∆𝜀𝑃𝐿 = 2.16 ± 0.02, 𝑓𝑃𝐿 = 39550 ± 227, 𝛼𝑃𝐿 =

0.030 ± 0.002; ∆𝜀𝑃𝐻 = 5.38 ± 0.04, 𝑓𝑃𝐿 = 926610 ± 2254, 𝛼𝑃𝐿 = 0.003 ± 0.001, 

𝜎 = 8.59 × 10−10 ± 0.02 × 10−11. All the compounds possess large dielectric 

increments (∆ε) in the ferroelectric SmC* phase as shown in Figure 3.7(b).  
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Figure 3.7. (a) Fitted absorption spectra in SmCA* phase of DM0 at 33oC showing 

clearly the PL and PH modes, (b) Temperature dependence of dielectric increment 

(∆ε). 

Dielectric increment of protonated DM0 is 351, due to fluorination at ortho 

position (DM1) the ∆ε decreases by 80 and due to fluorination at meta position 

(DM2) the ∆ε decreases further by ~90, although both the compounds possess the 

higher value of dipole moment.  However, in case of DM3 due to fluorination at both 

positions, the ∆ε increases to 400, which is more than the protonated DM0. Moreover, 

the ∆ε increases with the decrease of temperature in SmC* phase in all compounds 

except DM2 where it decreases. So the value of ∆ε is not directly related to the dipole 

moment of the molecule but depends upon interaction of the atoms within the 

molecule, intermolecular interactions, etc. Several relaxation modes are observed in 

different phases which are discussed in the next section. 
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Figure 3.8. Temperature dependence of critical frequencies of all the modes observed 

in (a) DM0, (b) DM1, (c) DM2 and  (d) DM3. 

3.3.4.1       SmCA* PHASE 

 Temperature dependences of critical frequencies of all the observed modes are 

shown in Figure 3.8 for all the compounds. In the antiferroelectric phase, two 

collective relaxation processes are usually observed in kHz and hundred kHz ranges 

which respectively are connected with in-phase (PL) and anti-phase (PH) reorientations 

of the molecules in adjacent smectic layers. In DM0, PL is observed at temperatures 

far below TAF (SmC*–SmCA*) transition. TAF takes place at 83oC but PL starts at 

45oC. A similar fact is also observed in DM1. But in DM2 a low frequency mode is 

observed to appear just from the SmC*–SmCA* transition. This low frequency (fc 

~few hundred Hz) mode is a sharp one and its ∆ε has high value (~12) compared to PL 

and it appears in continuation of Goldstone mode of SmC* phase and observed over a 

large temperature range well inside SmCA* phase. This observed mode in SmCA* (not 

characteristic of SmCA*) is identified as hereditary mode [31]. However, no such 

mode was reported before [29-30]. The reason for the appearance of this mode is the 
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coexistence of the SmCA* and SmC* phase when cooled slowly from the isotropic 

phase. As the hereditary mode is very strong, the weak PL mode was annihilated and 

was not observed in DM2 [31]. But in double laterally fluorinated DM3 although PL is 

observed throughout the SmCA* phase but at much lower frequency (not in 

continuation with GM, not shown in Figure 3.8(d)) and observed mode is very weak 

compared to other compounds DM0 and  DM1, which might be due to large ionic 

contribution in permittivity. That indeed the case in DM3 is confirmed by the fact that 

PL peaks become clear, although slightly shifted when a DC bias field (0.6V/µm) is 

applied which reduced the ionic contribution (Figure 3.9).  
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Figure 3.9. (a) Clear evidence of PL in DM3 on application of small bias field 

(0.6V/µm) voltage, (b) Temperature dependence of fPL of DM3 

In DM0, the critical frequencies (fPL) decreases with decreasing temperature 

from 195 kHz to 30 kHz similarly in DM1, it decreases with decreasing temperature 

from 54 kHz to 23 kHz. However, the temperature dependence of fPL is also found to 

be different in DM3, it increases from about 6.5 kHz to 13.5 kHz (Figure 3.9(b)) with 

the decrease of temperature (this observation is in bias field as mentioned above). 

On the other hand, high frequency anti-phase antiferroelectric mode has been 

observed throughout the SmCA* phase in all the compounds, critical frequencies (fPH) 

being much higher in DM0 compared to fluorinated compounds as observed in PL. 

However, fPH increases with decreasing temperature in all the compounds, in DM0 

from 580 kHz to 925 kHz, DM1 from 170 kHz to 610 kHz, DM2 from 290 kHz to 

710 kHz and in DM3 from 22.5 kHz to 125 kHz (Figure 3.8). Thus the behaviour of 

the in-phase and the anti-phase antiferroelectric modes is significantly influenced by 

the number and the position of the fluorine substitutions. 
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From the fitted spectra (Figure 3.7(a)) αPL and αPHvalues are found to be 

0.003 and 0.030 respectively, signifying that both the processes are Debye type. 

Diverse reports on range and temperature dependence of critical frequencies of both 

the modes are found in the literature. For example, Y. P. Panarin et al. [32] reported 

PL process at ~2.5 kHz and PH from 10 kHz to 70 kHz in a laterally fluorinated 

biphenyl carboxylate compound. The range of the PL and PH processes obtained by A. 

Fafara et al. [33] are 10 kHz-20 kHz and 900 kHz-2MHz respectively in a different 

non-fluorinated biphenyl carboxylate compound and both processes were temperature 

independent. Buividas et al. [28] reported PL mode at about 400 Hz–20 kHz and PH 

around 200 kHz to 2 MHz in a non–fluorinated biphenyl compound with different 

chain type and both the modes were found to be sharply temperature-dependent. 

 Next, we explored how the behaviour of both the relaxation processes (PL, PH) 

is influenced by the DC bias field. It is observed that the strength of dielectric 

absorption (𝜀𝑚𝑎𝑥
′′ ) of PL decreases gradually with bias and finally suppresses at the 

critical field of 1.95 V/𝜇𝑚 in DM0, 1.98 V/𝜇𝑚 in DM1and 1.37 V/𝜇𝑚 and DM3 

respectively (Figure 3.10(a)). The dielectric absorption of DM2 at 63oC has a high 

value (7.44) at zero field and decreases with bias sharply up to 0.3 V/ 𝜇𝑚 then it 

suppresses at 1.0 V/𝜇𝑚. So the bias variation of the low frequency mode in DM2 is 

quite different from PL and make resemblance with that of GM mode in SmC* phase 

[31]. This confirms that the mode is not PL rather hereditary mode arising due to the 

incomplete antiferroelectric conformation. The critical frequency fPL initially 

decreases with bias and finally remains constant in DM0 while in DM1 it increases 

with increasing bias and in DM3 initially increases and then slowly becomes a 

constant. However, the constant value of fPL in DM3 is the same as the constant value 

of DM0 (1100 Hz) [Figure 3.10(b)]. The critical frequency of the hereditary mode 

(fHM) observed in DM2, decreases from 415 Hz (at 0 bias field) to 325 Hz (0.3 V/ 𝜇𝑚) 

and then increases to 550 Hz at 1.0 V/ 𝜇𝑚. So the range and variation of critical 

frequency of low frequency mode (fHM) with bias is different from that of PL but 

makes resemblance with that of GM.  

On the other hand, absorption strength and critical frequency of the PH mode 

in all the compounds remains almost constant with bias, except considerable 

discontinuity at transitions, increase near the critical fields at which PL was suppressed 

(except DM1) [Figure 3.11(a)]. Similarly, the critical frequency of PH mode (fPH) 
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shows a discontinuity near the critical fields in DM0 and DM3, in DM1 it decreases 

gradually and in DM2 it remains almost constant. In all compounds, the mode did not 

vanish within dc field 4.0 V/ 𝜇𝑚 [Figure 3.11(b)]. No appreciable change was 

reported by Buividas et al. [28] in both the PL and PH critical frequencies but PH was 

found to vanish at a sufficient bias field, whereas Perkowski et al. [34] observed 

increased strength of both the modes with bias. Molecular conformation, as well as 

strength and orientation of transverse dipole moments, maybe the cause of such 

conflicting dynamical response. 
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Figure 3.10. Bias field dependence of (a) εPL
′′  and εHM

′′  and (b) 𝑓𝑃𝐿and 𝑓𝐻𝑀 . 
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Figure 3.11. Bias field dependence of (a) εPH
′′  and (b) 𝑓𝑃𝐻 

3.3.4.2      SmC* and SmA* PHASE 

Characteristic Goldstone mode (GM) is observed in the ferroelectric smectic 

phase of all the compounds. GM critical frequency (fGM) is found to increase with 

temperature in all compounds; in DM0 increases from 1400 Hz to 3800 Hz, in DM1 it 

increases from 900 Hz to 2400 Hz, in DM2 it increases from 1100 Hz to 1950 Hz, and 
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in DM3 from 450Hz to 1800 Hz [Figure 3.8]. Anomalous behavior is observed in 

doubly fluorinated DM3 while approaching SmCA*transition [Figure 3.8(d)]. It is 

observed that the fGM decreases in all fluorinated compounds compared to protonated 

one and the higher is the number of fluorine substitution more is the decrease in fGM.  

Soft mode (SM) is found in all the compounds, however, in compounds DM0,  

DM1 and DM2, the mode is observed only in SmA* phase while in DM3 it is also 

found to penetrate nearly 1.5oC inside the SmC* phase and produces a V shape at Tc 

as expected from mean-field theory [35] as shown in Figure 3.8(d). The SM critical 

frequency (fSM) is also found to decrease in fluorinated compounds DM1 (12.5 kHz–

81 kHz), DM2 (110 kHz–400 kHz) and DM3 (110 kHz–425 kHz) compared to 

protonated DM0 (220 kHz–810 kHz). In DM1 the fSM is the least and in DM2 and 

DM3 it is almost the same. It is further seen from the Figure 3.8(b) that fGM increases 

slowly with decreasing temperature but the fSM decreases sharply. This is in 

accordance with the generalized Landau model of Carlson et al. [36]. So due to 

fluorination critical frequencies of both the GM and SM decrease significantly. 

That the Goldstone mode in SmC* phase is a result of phase fluctuation of the 

molecules is evident from the fact that it diminishes gradually by the application of 

DC electric field in addition to the measuring ac field and suppresses completely at a 

certain value of DC field, called critical field (Ec), which corresponds to complete 

unwinding of the helix. DC field required to suppress the GM in DM0 is 0.93 V/𝜇𝑚, 

in DM1 is 0.91 V/𝜇𝑚, in DM2 is 0.4 V/𝜇𝑚 and for DM3 it is 0.68 V/𝜇𝑚 as shown in 

Figure 3.12(a).  So the Ec decreases due to lateral fluorination. However under strong 

bias field a residual mode, with dielectric spectrum different from GM, is observed, 

this mode is known as domain mode (DM) [37-39]. The critical frequency of this 

mode (fDM) increases nonlinearly with increasing bias field and finally remains 

constant at 14 kHz in DM0, 11.5 kHz in DM1, DM2 and in DM3 at 37.5 kHz as 

depicted in Figure 3.12(b). Thus fDM is roughly 4 times in DM0, 4.6 times in DM1, 6 

times in DM2 and 20 times in DM3 of respectively compared to fGM. Czerwiec et al. 

reported 2 and 10 fold increase in two non–fluorinated compounds [37].  
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Figure 3.12. Bias field dependence of (a) dielectric increment (∆ε𝐺𝑀) of Goldstone 

mode and (b) critical frequencies of domain mode (fDM) 

3.3.5 SPONTANEOUS POLARIZATION (PS) MEASUREMENTS 

The samples were heated to the isotropic phase and then cooled at a slow rate 

of 0.2oC/min. well within SmC* phase and at a fixed temperature the spontaneous 

polarization was measured as a function of ac field (E). It is observed that Ps 

increases rapidly with increasing field and reaches a maximum at a certain value of 

the field called the saturation field (Es) [Figure 3.13]. As the electric field increases 

from zero, the interaction of the polarization vectors with the field causes gradual 

unwinding of the helix as well as polarization reversal. At the critical field Es, helix is 

completely unwound, bulk domains are formed where all the dipoles are oriented in 

the direction of the field and the field causes only polarization reversal. In other 

words, the saturation field is the minimum field required for the operation of FLC 

based display devices. In protonated DM0 the Es is found to be 2.03 V/µm at 95oC 

[Tc–28]. In singly fluorinated DM1 and DM2, Es is observed to increase to 2.40 

V/µm at 75oC [Tc–28] and 2.54 V/µm at 80oC [Tc–28] respectively and in DM3, due 

to double lateral fluorination it increases further to 3.69V/µm at 80oC [Tc–28]. Thus, 

due to fluorine substitution in DM1, DM2 and DM3, the transverse component of 

dipole moment increases and hence more driving force i.e. stronger electric field is 

required to unwind the helix.  
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Figure 3.13. Field dependence of spontaneous polarization (Ps) at Tc – 28oC 
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Figure 3.14. Temperature dependence of Ps at saturation field of (a) DM0, (b) DM1, 

(c) DM2, and (d) DM3. Fitted curves near Tc are also shown. 

3.3.6 OPTICAL TILT (𝜽𝒐𝒑𝒕) 

The temperature dependence of Ps has been shown in Figure 3.14(a-d). With 

decrease of temperature the Ps increases rapidly near Tc and slowly away from Tc, 
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reaching a maximum of 210.8 nC/cm2 in DM0 at 69oC, 186.4nC/cm2 in DM1 at 69oC, 

263.5 nC/cm2 in DM2 at 33oC and 191.7 nC/cm2 in DM3 at 70oC. In SmCA* it falls 

very rapidly to zero. Ps does not show any discontinuity at SmC*–SmCA* transition 

since Ps was measured with high field. Such behavior was reported before [24, 37, 

40]. Near Tc the Ps data was fitted to the mean-field equation [41] 

𝑃𝑆 = 𝑃𝑜(1 − 𝑇/𝑇𝐶)𝛽                                                                          (3.1)  

and from the fitted data the Tc values are found to match well with the observed 

critical temperatures in all the compounds. However, order parameter critical 

exponent 𝛽 is found to be 0.25, 0.25, 0.25 and 0.23 in DM0, DM1, DM2, and DM3 

respectively, such values have been reported before [42, 43]. For a pure second order 

transition, Ps, the secondary order parameter of the phase, should continuously reach 

to zero with critical exponent 𝛽=0.5 whereas a 𝛽 value of 0.25 is expected in the case 

of second order transition approaching the tricritical point [44,45]. Thus the 

paraelectric to ferroelectric transition is tricritical in nature revealed from both X–ray 

and polarization study.  

 The optical tilts are found to increase rapidly with decrease of temperature 

from Tc reaching nearly 45o in SmCA* phase in all the compounds [Figure 3.15(a)] 

indicating that the compounds are orthoconic antiferroelectric in nature. On the other 

hand, although the x-ray tilts (𝜃𝑋−𝑟𝑎𝑦) of the compounds show similar temperature 

variation but their maximum values are found to vary between 23.8o–27.1o, as shown 

before in Figure 3.6(a).  Thus x-ray tilts are much less than the optical tilts.  Similar 

results were reported before by several other authors [46-48], although the existence 

of higher x-ray tilt than optical tilt was also observed by Meier et al.[49]. X-ray tilt is 

a result of the tilt of the electron-density function of the whole molecule, whereas 

optical tilt arises due to the tilt of only the rigid polarisable group of the molecule, 

thus the two tilts may differ. This difference has also been explained considering zig-

zag shape of the molecules [46]. The zig-zag molecular shape arises out of the rigid 

core which tilt independently whereas the melted end chains are on the average closer 

to the layer normal. Both the tilts are found to fit nicely to the power-law with 𝛽 =

0.25 near 𝑇𝑐 in all compounds signifying again the tricritical nature of SmC*–SmA* 

transition. Fitted curve for DM0 is shown in Figure 3.15(b). 
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Figure 3.15. (a)Variation of optical tilts with reduced temperature of DM0, DM1, 

DM2, and DM3, (b) Fitted X-ray tilt and Optical Tilt of DM0.  

3.3.7 SWITCHING TIME (𝝉) AND VISCOSITY (𝜸)  

 The compounds show sub–millisecond switching time (𝜏) (except in SmCA* 

phase of DM2), however, a comparatively slower response is observed in all the 

laterally fluorinated compounds in SmC* phase; in DM1, DM2 and DM3 𝜏𝑚𝑎𝑥~ 

500µs compared to non-fluorinated DM0 in which 𝜏𝑚𝑎𝑥~ 340µs. In a phenyl based 

nonfluorinated compound switching time was reported at around 10.5µs [22] which 

was increased to around 88µs [42] in the terminally fluorinated compound, supporting 

the present observation that fluorination causes slower response. Further, 𝜏 increases 

sharply with decreasing temperature in DM2 and clear anomalies are observed at the 

onset of the antiferroelectric phase [Figure 3.16(a)].  

The torsional viscosity (𝛾) of the materials has been calculated using the 

following relation [50] 

𝛾 = 𝜏 ∙ 𝑃𝑠 ∙ 𝐸                                                                                      (3.2)      

here E is the applied field. Due to fluorination 𝛾 is found to increase as shown in 

Figure 3.16(b). Assuming the temperature dependence of 𝛾 is Arrhenius type, 

activation energy (Ea), which is the energy barrier for the dipole relaxation, was 

calculated and found to be 38.19kJ/mol. in DM0, 44.52 kJ/mol. in DM1, 26.66 

kJ/mol. in DM2 and 44.34 kJ/mol. in DM3. 



 
Chapter 3 

89 
 

-90 -80 -70 -60 -50 -40 -30 -20 -10 0 10
0

300

600

900

1200

1500

1800 (a)

 

 


(


s)
 DM0

 DM1

 DM2

 DM3

T-Tc (
o
C)

-80 -70 -60 -50 -40 -30 -20 -10 0 10

0

2

4

6

8

10

(b)

 

 

 

T-Tc (
o
C)

 
(P

a.
s)

 DM0

 DM1

 DM2

 DM3

 

Figure 3.16. Comparison of (a) switching times (τ) and (b) viscosities (𝛾) of the 

compounds. 

 A selected list of parameters of the compounds of the series along with 

literature values of related compounds has been given in Table 3.4 for ease of 

comparison. 

 

Table 3.4. A selected list of parameters of DM0, DM1, DM2, and DM3 and related 

compounds 

 Parameters     DM0    DM1                DM2          DM3             Other compounds  

𝜇(𝐷) 4.73 5.75 5.74 6.84 
   Δ𝜀𝐺𝑀 350 271 178 400  92[42] 25.8[24] 400[33] 

fGM(Hz) 1400-3800 900-3000 1100-1950 450-1800 
400-

4700[42] 400-900[24] 
 

fSM(kHz) 220-810 12.5-81 110-400 110-425 2-70[24] 
  

fPL(kHz) 30-195 23-54 --- 6.5-13.5 0-2[42] 10-20[33] 
 

fPH(kHz) 580-925 170-610 290-710 22.5-125 10-50[42] 

900-2000 

[33] 
 

D(Å) (max) 5.47 4.94 4.93 5.59 6.00[42] 
  

d (Å) (max) 34.9 35.0 35.0 34.8 34.3[42] 29.2[50] 
 

(Å) (max) 986 1006 878 894 1180[27] 
  Ps  (max) 

(nC/cm2) 210.8 186.4 263.5 191.7 120 [24] 195 [50] 300 [33] 

𝜏 (µs) 
(max) 340 486 

484(SmC*),  
1784 (SmCA*) 500 88[42] 10.5[50] 

 𝛾 (Pa.s) 
(max) 1.37 0.93 

2.5 (SmC*),  

9.2 (SmCA*) 1.49 0.37[42] 2.0[24] 0.42[50] 

β 0.25 0.246 0.25 0.234 0.45[24] 0.32[50]   
Ea (kJ 
mol−1) 38.19 44.52 26.66 44.34 97.09[42] 48.14[24]   
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3.4.  CONCLUSION 

Based on the POM, DSC, X-ray, dielectric and electro–optic studies the effect 

of lateral fluorination in the core may be summarized as follows: 

1. No change in phase sequence is observed due to lateral fluorination, however, due 

to fluorination at ortho and meta position (DM1, DM2) the melting point is found 

to decrease, however, for fluorination at both position (DM3), it increases. 

Clearing point decreases in all the fluorinated compounds; thermal stability of 

SmCA* phase increases by in DM1 but decreases in DM2 and DM3; the stability 

of SmC* phase is found to decrease in all the fluorinated compounds. 

2. Dipole moment increases in all the fluorinated compounds, more in doubly 

fluorinated compound than the protonated one. Increase in dipole moment is 

mainly transverse in nature. 

3. The average intermolecular spacing is found to decrease in singly fluorinated 

compounds however, it increases in the doubly fluorinated compound.  

4. Layer spacings in orthogonal SmA* phase increases in DM1 and DM2 whereas it 

is found to decrease in DM3, these spacings are substantially less than the 

optimized molecular lengths implying that the molecules are in different 

conformations than in vacuo condition or the molecules are tilted with azimuthal 

degeneracy as in de Vries phase or both. The temperature variation of layer 

spacing shows a parabolic nature near Tc, implying that SmA*–SmC* transition is 

nearly tricritical in nature in all the systems.  

5. With decreasing temperature correlation length [] across the smectic plane 

increases. The average value  phase is observed to decrease due to fluorination 

in SmC*. At ferro to antiferroelectric transition, a substantial jump is observed. 

The  value in SmCA* phase is less for DM2 and DM3 but higher for DM1 than 

DM0. 

6. All the compounds exhibit very large dielectric increments in SmC* phase but in 

DM1 and DM2 its value is less and in DM3 it is more than the core protonated 

compound. Thus values of ∆ε are not proportional to the dipole moments of the 

molecules.  

7. Four relaxation modes (PL, PH, GM, and SM) are observed and their critical 

frequencies are found to decrease in all fluorinated compounds. Similarly less 

amount of critical field is required to suppress both the PL and GM in the 



 
Chapter 3 

91 
 

fluorinated compounds. Under a strong bias field although domain mode is 

observed in all the compounds, however, saturated fDM of DM1 and DM2 is found 

to decrease and in DM3 it increases to almost two and half times that of DM0. 

8. Significantly higher field is required for saturation of the spontaneous polarization 

in all the laterally fluorinated compounds than in the protonated compound. 

Tricritical nature of the SmA*–SmC* transition is also supported by temperature-

dependence of Ps.  

9. Fluorination results in the slower response under a square pulse. 

Thus finally we like to conclude that lateral fluorination in the core substantially 

changes the dynamics of the ferro and antiferroelectric phases as well as several other 

macroscopic and microscopic properties. 
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4.1 INTRODUCTION 

 Antiferroelectric liquid crystals (AFLCs) of low melting point and stable 

phase in the desired temperature range of operation are of great importance. Although 

the synthesis of AFLCs with low melting point is not impossible [1], some problems 

are experienced in the stability of the phase. So preparing a mixture (binary or multi-

component) is a useful technique [1]. However, the nature and concentration of the 

host and dopant influences the phase behaviour and properties of the resulting mixture 

enormously. It was observed in our laboratory that when one of the partially 

fluorinated compound (DM1), discussed in Chapter 3,  was used as a dopant in an 

achiral host mixture, resulted in an electroclinic mixture with large field induced tilt 

and very small layer contraction at lower concentrations [2]. However, the same 

dopant at higher concentrations in the same host mixture resulted in a wide range 

ferroelectric mixtures with a few hundred microsecond switching time [3]. A different 

fluorinated chiral dopant, with oligomethylene spacer [C4F9-COO-(CH2)3O-Ph-Ph-

OOC-Ph-O-CH*(CH3) C6H13] (4F3R), was found to produce a ferroelectric mixture 

with much faster response time in the same host mixture [4]. On the other hand, a 

binary mixture of one protonated oligomethylene spacer based chiral compound 

[C4H9-COO (CH2)6-O-Ph-Ph-OOC-Ph-O-CH*(CH3) C6H13] (4H3R),and one achiral 

biphenyl pyrimidine compound [C8H17O- Ph-Ph-Ph(N2)-C8H17], one of the 

component of the above host mixture, was found to exhibit room temperature 

ferroelectric mixture with moderate spontaneous polarization and sub-millisecond 

switching time [5]. Intermolecular attractive forces, like Van der Waals forces, 

hydrogen bonds and electron donor-acceptor interactions influence the configurations 

of molecular arrangements in the mesophases of a mixture. Each of these forces, 

collectively or separately, may be responsible for increasing or decreasing the stability 

of the liquid crystalline phases and appearance of new intermediate phases in some 

cases. Transition temperatures of binary mixtures are generally found to be in 

between those of the pure components [6]. But in case of eutectic mixture, the melting 

point is highly depressed. 

In order to investigate how the properties of our studied biphenyl benzoate core-

based homologous series change when mixed with one another, we select two 

compounds DM0, which is laterally protonated and DM3, which is laterally doubly 

fluorinated at benzoate core. As described in Chapter 3, these compounds have almost 
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the same melting points and with comparatively narrow range of antiferroelectric 

phase.  

Five binary mixtures were formulated by mixing 20, 40, 50, 60 and 80 wt.% of 

DM3 in DM0, but observing that the 50 wt.% mixture (M3) is an eutectic mixture it 

was studied in detail by employing polarizing optical microscopy, dielectric 

spectroscopy and electro–optic techniques. The results of these studies are discussed 

in this Chapter and have been compared with those of the pure compounds [7]. 

It is worth mentioning here that a eutectic mixture is defined as a mixture of 

two or more components which usually do not interact to form a new chemical 

compound but which, at certain ratio, inhibit the crystallization process of one another 

resulting in a system having a lower melting point than either of the components [8]. 

The eutectic point of a binary mixture with respect to concentration and temperature 

can easily be found out by investigation of the phase diagram of the system [9].  

4.2 EXPERIMENTAL TECHNIQUES 

Mixtures of DM0 and DM3 were prepared by solution method. The desired 

weights of both the compounds were dissolved in chloroform and were sonicated for 

1hour using an ultrasonic mixture, GT Sonic Professional, Apex, India. The solution 

was then heated at a constant temperature ~60oC for four hours in order to evaporate 

the chloroform completely from the solution. The complete evaporation of chloroform 

was confirmed by regaining the weight of the mixture. Phase behaviour and transition 

temperatures of the mixtures were investigated by polarizing optical microscopy 

(POM) (@  0.2oC/min) and differential calorimetric study (DSC) (@ 3oC/min). 

Dielectric and electro-optical studies were performed using Indium–Tin–Oxide (ITO) 

coated homogeneous (HG) cells of 10 µm thickness. The sample was aligned 

applying an ac field of amplitude 1.0 V/µm and frequency 10 Hz during the cooling. 

Detailed procedure of preparation of the cell and experimental techniques are 

discussed in Chapter 2. 

In order to study the molecular behaviour near transition from SmA*–SmC*, 

the temperature of the mixture was cooled very slowly at the rate of 0.1oC/min, from 

isotropic phase under the fixed bias fields of 0.5, 1.0, 1.5 and 2.0 V/µm and the 

dependence of SmA*–SmC* transition temperature (𝑇𝑐), critical frequency of soft 

mode (𝑓𝑆𝑀), and dielectric increment (∆𝜀𝑠) were measured. The frequency response 
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curves were fitted to the modified Cole–Cole equation to extract the dielectric 

increment (∆𝜀), relaxation frequency (𝑓𝑐) and symmetry parameter (α) of different 

modes. 

As detailed in Chapter 2 the spontaneous polarization (Ps) of the eutectic 

mixture was determined using polarization reversal current method [10]. The response 

time (τ), which is the most important parameter from the application point view, was 

determined using the square pulse method described in Chapter 2 [7, 11, 12]. The 

rotational viscosity (𝛾) of the mixture was calculated using the formula [13] 

   𝛾 = 𝜏 ∙ 𝑃𝑠 ∙ 𝐸                                                                      (4.1)  

where E is the applied field. 

Table 4.1. Formulae structures of DM0 and DM3, their transition temperatures and 

transition temperatures of the eutectic mixture M3.  

  Name                        Molecular structures and transition temperatures(in oC) 

  DM0 C3F7CH2 O C6H12 O C
O C

O

O
C6H13 (S)

O

CH

CH3

*

 

Cr  61.0 SmCA
* 94.0 SmC* 123.0 SmA* 125.0 Iso (heating) 

Cr 26 SmCA
* 83.0 SmC*122.2 SmA*124.4 Iso (cooling) 

 

  

  DM3 C3F7CH2 O C6H12 O

F

C
O C

O

O
C6H13 (S)

O

CH

CH3

*

F

 

Cr 63.2 SmCA
* 85.2 SmC* 109.3 SmA* 111.6 Iso (heating) 

Cr 32.5 SmCA
*82.2 SmC*109.1SmA*111.5 Iso (cooling) 

  

  M3 

(Eutectic 

Mixture) 

DM0 + DM3 (50 wt. % of each) 

 

Cr 39.8 SmCA
*  86.1 SmC* 112.8SmA* 117.2 Iso (heating) 

Cr (~ –8.0) SmCA
* (73.6) SmC*(112) SmA* (117.0) Iso (cooling) 
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4.3.  RESULTS AND DISCUSSIONS 

4.3.1  POLARIZING OPTICAL MICROSCOPY (POM)  AND DSC STUDY 

All the mixtures are found to exhibit paraelectric, ferroelectric and 

antiferroelectric phases. Although no new phase is observed, however, the transition 

temperatures are found to change significantly. Initially, we prepared 20, 40, 60 and 

80 wt.% mixtures and the melting point was found to decrease gradually till 60 wt.% 

and at 80 wt.% it was found to increase although remained less than the pure 

compounds. Plotting the melting points of the mixtures with concentration an arc-like 

curve was obtained which meant that with increasing relative wt.% of DM3 the 

melting point initially decreased and then increased beyond a certain concentration. 

So we decided to prepare a mixture with equal wt. % of DM3 and DM0 and 

the melting point of this mixture  was observed to be the lowest (39.8oC), far below 

than those of the mixtures of the nearest concentrations (40 wt. % and 60 wt. %). We 

considered this mixture (M3) to be eutectic. We, of course, did not prepare mixtures 

near M3 with a concentration difference of less than 10%. The phase sequence and 

transition temperatures of the mixing compounds and the eutectic mixture (both 

during heating and cooling) are shown in Table 4.1. The transition temperatures of all 

the mixtures with varying concentrations, obtained during heating are furnished in 

Table 4.2. Although no significant change in thermal stability of the phases (except 

SmCA*) is observed, the mixture M3 remains in SmCA* phase till about –8oC due to 

super cooling effect and then crystallized. It is to be noted that pure compounds also 

show super cooling behaviour. Sometimes new phases appear in the mixed systems 

where the molecules differ in polarity [14–20]. In the present case, the molecules are 

of the same polarity, probably that is why no new phases are observed. The phase 

diagram and bar diagram of different phases of the mixtures are represented in Figure 

4.1. 
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Figure 4.1. (a) Diagram of state showing melting points of the binary mixtures of DM0 and 

DM3, (b) Phase diagram (c) bar diagram of different phases of the mixtures (heating 

cycle).  

Table 4.2. Transition temperatures of mixtures (DM0+DM3) as obtained from texture 

study during heating 

DM3 (wt.%)    Mixture    Transition Temperatures (oC) 

            0 DM0 Cr 61.0 SmCA* 94.0 SmC* 123.0 SmA* 125.0 Iso 

         20 M1 Cr 55.0 SmCA* 92.5 SmC* 120.5 SmA* 123.6 Iso 

         40 M2 Cr 54.0 SmCA* 88.2 SmC* 117.8 SmA* 120.1 Iso 

         50 M3 Cr 39.8 SmCA* 86.1 SmC* 112.8 SmA* 117.2 Iso 

         60 M4 Cr 52.0 SmCA* 87.0 SmC* 113.7 SmA* 116.1 Iso 

         80 M5 Cr 54.5 SmCA* 87.0 SmC* 112.3 SmA* 114.5 Iso 

       100 DM3 Cr 63.2 SmCA* 85.2 SmC* 109.3 SmA* 111.6 Iso 
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              (a) SmCA* (60oC)                   (b) SmC*(100oC)                       (c) SmA* (113oC) 

Figure 4.2. Observed textures of M3 in (a) SmCA*, (b) SmC* and (c) SmA* phases 

4.3.2 DIELECTRIC STUDY 

4.3.2.1  SmCA*PHASE   

Representative fitted absorption spectra depicting different relaxation modes 

(PL, PH, GM and SM) observed in the eutectic mixture M3 are shown in Figure 4.3. 

The temperature dependence of critical frequencies of all the observed modes in all 

phases and their absorption strengths are presented in Figure 4.4. In the absorption 

spectra, the mixture exhibits two collective modes in SmCA* phase: one in low 

frequency region and other in high frequency region. Usually, they are termed as PL 

and PH mode of relaxations [7, 21–25]. PL is observed to appear at temperatures far 

below the transition temperature TAF  (SmC*–SmCA*) during cooling; transition takes 

place at 72.5oC but PL arises from 40oC [Figure 4.4]. Similar phenomenon was 

noticed in the pure compound DM0 in which TAF was 84oC and PL began at 46oC [7]. 

In the mixture, the PL mode is strong enough and its dielectric absorption strength 

(𝜀𝑃𝐿
′′ ) and critical frequency (fPL) are observed to decrease with decreasing temperature 

(𝜀𝑃𝐿
′′ : 1.54–1.39 and fPL: 37.5–22 kHz) [Figure 4.4]. A similar strong PL was observed 

in DM0 in which absorption strength was observed to decrease from 1.9 to 0.25. 

However, PL was not observed in DM3 due to large ionic contribution. But when a 

weak bias was applied, it was revealed from TAF (79 oC) and the absorption intensity 

𝜀𝑃𝐿
′′  went stronger (6.5–13.5 kHz) with decreasing temperature unlike in DM0 and 

M3. Critical frequencies of PL of M3 are found to decrease with decreasing 

temperature from 37.5 kHz to 22 kHz which is intermediate between those of the pure 

compounds DM0 (195 kHz to 30 kHz, decreasing with decreasing T) and DM3 (6.5 

kHz to 13.5 kHz, increasing with decreasing T), but not proportional to their 

concentration. The slope of variation of fPL with temperature is positive and very high 
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in DM0 (10.70) whereas it is small negative in case of DM3 (−0.20). But in the 

mixture M3, although in it pure compounds were mixed in 50 wt. % of each, the slope 

is still positive but has a lower value (1.30) in comparison to DM0. So it may be 

inferred that the slope of fPL versus temperature curve decreases with increasing wt.% 

of DM3 and at a certain wt.% it becomes zero and then on a further increase of 

concentration of DM3, it becomes negative.  
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Figure 4.3. Fitted absorption spectra of the mixture M3 (a) in SmCA* phase at 30oC 

showing two modes PL and PH, (b) in SmC* phase at 110oC and showing GM and (c) 

in SmA* phase at 114oC showing soft mode. Fitted parameters are also shown. 

On the other hand, the PH mode of the mixture appears just from the transition 

TAF. The critical frequency of PH mode (fPH) is observed to increase gradually from 

350 kHz to 450 kHz with the decrease of temperature [Figure 4.4]. Similar behaviour 

was seen in pure DM0 and DM3. The observed values of fPH of the mixture are less 

than that of DM0 (580 kHz to 925 kHz) but higher than that of DM3 (22.5 kHz to 125 

kHz) and the values are nearly proportional to their concentration. However, the 

absorption strength of PH mode (𝜀𝑃𝐻
′′ ) remains almost unchanged with temperature, 
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decreases from 3.66 (72 oC) to 3.53 (28oC) over the entire temperature range of 

SmCA* phase during cooling. Similar nature of variation of 𝜀𝑃𝐻
′′  was observed in DM0 

(𝜀𝑃𝐻
′′ : 2.8–2.75) and DM3 (𝜀𝑃𝐻

′′ : 3.14–2.72). 
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Figure 4.4. (a) Critical frequencies of all the observed collective modes of relaxations 

– soft mode in SmA*, Goldstone mode in SmC*, in–phase (PL) and anti–phase (PH) 

modes in SmCA* (b) their absorption strengths. 
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Figure 4.5. Bias field dependence of (a) 𝜀𝑃𝐿
′′  and (b) 𝑓𝑃𝐿  of M3 at different 

temperatures in SmCA* phase. 

The dielectric spectroscopy in the presence of bias field is very crucial to 

probe the molecular dynamics of a liquid crystalline phase. The mixture M3 was, 

therefore, studied under varying bias fields in SmCA* phase at three fixed 

temperatures 24.5oC, 30.5oC and 35.5oC in the low temperature regime of SmCA* 

phase. Both the collective modes are found to be influenced by the bias field. The 

absorption strength of the PL mode remains initially constant and then increases 

gradually with bias at all three temperatures and begins to fall at field 3.5 V/µm at 

24.5oC and 30.5oC and at 3.0 V/µm at 35.5oC  and is suppressed at field 4.0 V/µm at 
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all temperatures [Figure 4.5(a)]. But in the pure compounds DM0 and DM3, the 𝜀𝑃𝐿
′′  

was found to decrease with the gradual increase of bias and finally suppressed at 1.95 

V/µm and 1.37 V/µm respectively. It is clear that in the mixture the bias dependence 

of 𝜀𝑃𝐿
′′  is opposite to that of its constituent compounds in which𝜀𝑃𝐿

′′  decreased 

gradually with bias. The critical field for suppression of the PL mode is also found to 

increase significantly in the mixture. A similar increase of absorption strength of PL 

mode with bias was reported earlier by several authors [21, 22, 25]. 
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Figure 4.6. Bias field dependence of (a) 𝜀𝑃𝐻

′′  and (b) 𝑓𝑃𝐻 of M3 at different 

temperatures in SmCA* phase. 

The critical frequency of PL mode (𝑓𝑃𝐿) remains initially constant with 

increasing bias field and then decreases and finally suppressed [Figure 4.5(b)]. At 

24.5oC, the 𝑓𝑃𝐿  remains constant at 22 kHz up to 1.5 V/µm, then it decreases 

gradually and suppressed at 4.0V/µm. Similarly at 30.5oC, it remains constant at 25 

kHz up to 1.0 V/µm and then decreases gradually with bias and is suppressed at 4.0 

V/µm. But at 35.5oC the value of fPL is considerably higher (~33 kHz) and increases 

with bias after 2.0 V/µm unlike at 24.5oC and at 30.5oC, however, finally it is also 

suppressed at 4.0 V/µm.   

On the other hand, the value of 𝜀𝑃𝐻
′′  decreases gradually with bias from 3.62 to 

3.22 up to 3.0 V/µm at all three temperatures and then at 24.5oC and 30.5oC, it begins 

to increase and after field 3.5 V/µm, it increases sharply to reach 4.3 at 4.0 V/µm; but 

at 35.5oC it increases sharply right from 3.0 V/µm and reaches the same value (4.3) at 

4.0 V/µm (at which PL is suppressed) [Figure 4.6(a)]. The critical frequency fPH 

remains initially constant at 400 kHz up to 1.5V/µm at 24.5oC and 30.5oC and up to 

0.2 V/µm at 35.5oC, then increases gradually with field up to 3.0 V/µm and then 

begins to decrease.  After field 3.5 V/µm fPH decreases sharply (to 325 kHz at 24.5oC, 
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to 320 kHz at 30.5oC kHz) at 4.0 V/µm, but at 35.5oC this sharp decrease in fPH starts 

after 3.0 V/µm and reaches 370 kHz at 4.0 V/µm [Figure 4.6(b)]. This implies that 

the absorption strength 𝜀𝑃𝐻
′′   gets stronger and the relaxation frequency fPH decreases 

sharply after a certain value of bias field (at all temperatures) at which the PL mode 

begins to suppress. 

The strong correlation of bias dependence of absorption strengths of PL and PH 

modes indicates that their origin should be correlated. J. Hou et al. [21] reported that 

the modes PL and PH might arise due to in–phase and anti–phase fluctuation of 

molecules in the adjacent smectic layers and at a sufficiently high field the transition 

from antiferroelectric to the ferroelectric conformation was induced and both the 

modes were suppressed at the same bias field. However, assuming antiferroelectric 

polarization, Yu. Panarin et al. [26] explained the low frequency mode as 

antiferroelectric Goldstone mode and strength of this mode was found to be ~3% of 

Goldstone mode of SmC* phase. This is in good agreement with our experimental 

results. Even the complete suppression PL mode at a sufficient bias field can also be 

successfully explained since bias field unwinds the helical structure, but getting 

stronger PL with bias, also observed before [22, 24], cannot be explained. PL was 

designated as antiferroelectric Goldstone mode for some similarity with its SmC* 

counterpart [22] but it might not carry all the properties of ferroelectric Goldstone 

mode, moreover, the origin of polarization in SmCA* and SmC* phases are different. 

Neither of the above models enlighten about stronger PH mode at the suppression of 

PL. 

4.3.2.2   SmC*PHASE 

The dielectric response of a ferroelectric system exhibiting SmC* and SmA* 

phase consists of four modes of relaxations two of which are Goldstone mode (GM) 

and soft mode, related to the collective director fluctuations, lie in a few hundred Hz 

to a few hundred kHz range and have been studied within our frequency domain (50 

Hz–5 MHz). The other two modes are molecular, related to the fluctuation of 

polarization and observed in the frequency range of several hundred kHz to a few 

GHz. Although the reorientation about the short molecular axes takes place in the 

range of several hundred kHz to several MHz it is not usually visible by dielectric 
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spectroscopy when the planar orientation of the molecules exists in the measuring 

cell. 
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Figure 4.7. Comparison of dielectric increment (𝛥𝜀) of M3 with those of its 

constituents. 

GM arises from the phase fluctuation of the director and its amplitude is high 

and hence the dielectric increment (∆𝜀𝐺𝑀) is high and corresponding relaxation 

frequency (𝑓𝐺𝑀) is low. Both ∆𝜀𝐺𝑀 and 𝑓𝐺𝑀  are feebly temperature dependent. The 

weak temperature dependence of dielectric increment can be explained by considering 

coupling between tilt and polarization in the free energy density of classical Landau 

model and that of the critical frequency (fc) is due to the temperature dependent elastic 

constant, rotational viscosity and pitch of the helix on which fc depends [27-28]. 

Observed temperature dependence of dielectric strength (𝛥𝜀) of the Goldstone mode 

of the mixtures is similar, however, it is lower (302) in the eutectic mixture compared 

to pure DM0 (350) and DM3 (400) as shown in Figure 4.7. This figure also shows the 

typical temperature dependence of dielectric strength in a compound having 

antiferroelectric, ferroelectric and paraelectric phases. 

The critical frequency of Goldstone mode of M3 decreases from 2250 Hz to 

1150 Hz with the decrease of temperature [Figure 4.4]. A similar decrease 𝑓𝐺𝑀  was 

observed by Goswami et al. [28] in a ferroelectric compound having a direct 

transition from SmC* to Isotropic phase. The temperature dependence of fGM in 

ferroelectric liquid crystals was also reported by several authors [29–31]. The mode 

was observed to penetrate almost 5.0 oC into the SmCA* phase (transition SmC*–

SmCA* takes place at 72.5oC and GM persists till 67.5oC). This mode in the regime of 

SmCA* phase is usually termed as hereditary mode (HM) which arises due to the 
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incomplete conformation of molecular arrangement [7, 22]. The dielectric increment 

of this mode is larger than PL mode and is suppressed at the lower field [21, 32]. The 

field dependent dielectric study on GM in SmC* phase is performed at two 

temperatures: Tc–10 (i.e. 102oC) and Tc–20 (i.e. 92oC) in the mixture. The depression 

of the absorption strength of Goldstone mode (𝜀𝐺𝑀
′′ ) starts at 0.7 V/µm and suppressed 

at 1.3 V/µm at both the temperatures [Figure 4.8(a)]. The dc bias electric field at 

which Goldstone mode is suppressed is termed as the critical field (𝐸𝑐). The value of  

𝐸𝑐  is the same (1.3V/µm) at both the temperatures, although its temperature 

dependence was observed at lower fields. The critical field for the suppression of 

Goldstone mode (𝐸𝑐), dielectric increment (∆𝜀𝐺𝑀
′ ) and critical frequency (𝑓𝐺𝑀) of M3 

and those of the pure compounds at Tc–10 have been listed in Table 4.3 for 

comparison. 𝐸𝑐  in M3 is found to be almost double compared to DM0. However ∆𝜀𝐺𝑀
 

was less than the pure compounds while fGM was found to have intermediate values. 

Table 4.3. Comparison of 𝐸𝑐 at Tc–10, ∆𝜀𝐺𝑀, and 𝑓𝐺𝑀 of the mixture M3 with DM0 and 

DM3  

     Parameter             DM0          DM3     M3 

𝐸𝑐  (V/µm) 0.68 0.93 1.3 

∆𝜀𝐺𝑀 310 322 289 

fGM (Hz) 1200–2800 450–1800 1150–2250 

 

The 𝑓𝐺𝑀  at Tc–10 remains almost constant at 2200 Hz up to the bias field 1.0 

V/µ𝑚 before it increases sharply to 7.0 kHz at 1.3 V/µ𝑚 untill suppression. Similarly 

at Tc–20, 𝑓𝐺𝑀  remains constant at 2600 Hz up to field 0.7 V/µ𝑚 and then increases to 

3600 Hz and remains constant till the suppression [Figure 4.8(b)]. This large increase 

in 𝑓𝐺𝑀  at Tc–10 and small increase at Tc–20 just before its suppression does not, 

however, represent the appearance of domain mode (DM) because, usually the DM 

has critical frequency about 2–10 times higher than that of GM and remains 

unchanged with increasing dc bias, as was observed in the pure compounds [7]. 

Suppression of Goldstone mode by the electric field is due to the unwinding of the 

helical structure [33-34]. During this structural change, the molecules become rigid 

and hence critical frequency of fluctuation shifts to higher ranges. 
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Figure 4.8. Bias dependence of (a) absorption strength εGM
′′  and (b) critical 

frequency 𝑓𝐺𝑀  of the mixture M3 compared at two temperatures Tc–10 and Tc–20. 

4.3.2.3.   SmA* PHASE 

Near SmA*–SmC* transition the molecules lying in orthogonal bookshelf 

geometry undergo a collective tilt fluctuation, the amplitude of which is small 

[dielectric increment~ 5–10] and the corresponding relaxation frequency is high [~ 

few hundred kHz] and this mode is known as soft mode (SM). On approaching SmA* 

to SmC* transition, binding forces (also corresponding elastic modulus) of the 

molecules get soft against this fluctuation, which results in increasing amplitude 

(hence dielectric permittivity) and decreasing relaxation frequency with decreasing 

temperature. After the SmA*–SmC* transition, the molecules get tilted and relaxation 

mode due to phase fluctuation with large amplitude begins to arise (GM), but the tilt 

fluctuation persists and its amplitude decreases and corresponding relaxation 

frequency increases. So the dielectric increment (∆𝜀𝑆𝑀) or absorption (𝜀𝑆𝑀
′′ ) diverges, 

and the critical frequency (fSM) converges near Tc producing a ‘V’ shape following 

Curie–Weiss law [35]. Temperature dependence of fSM and 𝜀𝑆𝑀
′′  of M3 in comparison 

to DM0 and DM3, without bias field, is shown the Figure 4.9. Soft mode is detected 

in both DM0 and M3 only in SmA* phase, while it is observed in both SmA* and 

SmC* phases in DM3 depicting the ‘V’ shape variation of fSM and ∆𝜀𝑆𝑀
−1 with 

temperature. The range of critical frequencies of soft mode in SmA* phase in M3 

[92–310 kHz] is lower  
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Figure 4.9.  Temperature variation of (a) fSM and (b) ∆𝜀𝑆𝑀
−1 of DM0, DM3 and M3 

without bias. 

than that in DM0 [220–810 kHz] and DM3 [110–425 kHz] but the soft mode 

dielectric increment of M3 is higher [5.75–13.00] than that of DM0 [4.8–7.03] and 

DM3 [3.98–6.9]. In the presence of high bias field (>𝐸𝑐), SM is also observed in 

SmC* phase in DM0 and M3. For example, at Tc−10, in DM0 the SM is observed at 

700 kHz with bias field of 1.0 V/µm, while in M3 it is observed at 325 kHz with bias 

field of 1.6 V/µm. The influence of bias on the dielectric properties of the soft mode 

near SmC*–SmA* was investigated by several authors [36–38]. Gouda et al. [36] 

investigated experimentally the influence of the bias field on the soft mode part of 

dielectric constant and observed only close to Tc it was influenced. They gave a 

theoretical explanation of the observed phenomena. J. Schacht et al. [37] using 

Landau free energy expression established a linear dependence of the minimum value 

of fSM and minimum value of ∆𝜀𝑆𝑀
−1 with reduced temperature in the vicinity of Tc. C. 

Bahr et al. [38] studied the influence of dc electric field on a first order SmA* to 

ferroelectric SmC* liquid crystal phase transition and observed that the discontinuity 

of tilt angle, polarization vanishes when the field strength exceeds a critical value.  

Soft mode normally appears in SmA* phase just above the SmA* to SmC* 

transition temperature (Tc), but in a dc bias field, the SM begins to appear from 

temperature higher than Tc, implying that the Tc is influenced by the bias field. The 

Tc is observed to increase linearly with increasing bias in the mixture M3 [Figure 

4.10]. This phenomenon was theoretically explained using the classical Landau model 

[27, 38]. The Gibbs free energy density for helix free SSFLC cell in presence of bias 

field (E), is expressed as  
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𝑔 = 𝑔0 +
1

2
𝑎𝜃2 +

1

2
𝑏𝜃4 +

𝑃2

2𝜀0𝜒∞
− 𝐶𝑃𝜃 − 𝑃𝐸                      (4.2) 

where, a and b are the first and second coefficient in the Gibbs free energy expansion, 

and a is assumed to be linearly dependent on (𝑇 − 𝑇𝑐) and is expressed as  

𝑎 = 𝛼(𝑇 − 𝑇𝑐)                                                                                    (4.3) 

𝜒∞, is high frequency dielectric susceptibility and C is the coupling coefficient of tilt 

(𝜃) and polarization (𝑃). The important feature of the model is the presence of 

coupling between tilt and polarization in the free energy density of the system.   

Introducing  𝑥 = 𝑇 − 𝑇𝑐 and 𝑦 = 1 ∆𝜀⁄ , Schacht et al. [37] obtained, 

𝑦𝑚 =
2𝛼𝑥𝑚

𝜀𝑜𝜒∞
2 𝐶2

                                                                                      (4.4) 

where 𝑥𝑚 and 𝑦𝑚 are the values of 𝑥 and 𝑦 at the minimum condition.  

Similarly, the minimum of relaxation frequency fSMm is obtained as  

𝑓𝑆𝑀𝑚 =
𝛼

𝜋𝛾𝜃
𝑥𝑚                                                                                    (4.5) 

𝛾𝜃is the dissipation coefficient of relaxation of 𝜃 of the soft mode. 
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Figure 4.10.  Critical temperature (Tc) as a function of bias electric field. 
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Figure 4.11. (a) Inverse of dielectric increment of soft mode (∆𝜀𝑆𝑀
−1) as a function of 

reduced temperature at different bias field, (b) Minimum value of inverse of dielectric 

increment of soft mode (∆𝜀𝑆𝑀𝑚
−1 ) as a function of (T–Tc).  
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Figure 4.12. (a) Relaxation frequency of the soft mode (𝑓𝑆𝑀) as a function of reduced 

temperature at different bias field, (b) Minimum value of relaxation frequency of the 

soft mode (𝑓𝑆𝑀𝑚) as a function (T–Tc). 

Above equations (4) and (5) imply that the minima 𝑦𝑚 and 𝑓𝑆𝑀𝑚  will lie on a 

line. The plot of  ∆𝜀𝑆𝑀
−1 𝑣𝑠 𝑇 for different bias field has been shown in the Figure 

4.11(a), where the minimum values of (∆𝜀𝑆𝑀
−1) lie on the dotted line obeying the 

relation (4). The linear nature of the minimum values of ∆𝜀𝑆𝑀𝑚
−1  as a function of  𝑇 −

𝑇𝑐 is shown in Figure 4.11(b). Similarly, 𝑓𝑆𝑀 𝑣𝑠 𝑇 for different bias field has been 

shown in the Figure 4.12(a), where the minimum values of 𝑓𝑆𝑀  (𝑓𝑆𝑀𝑚) lie on a dotted 

line obeying the relation (5). The dependence of 𝑓𝑆𝑀𝑚  on 𝑇 − 𝑇𝑐  has been shown in 

Figure 4.12(b). The bias dependence of critical temperature (Tc), minimum 

relaxation frequency of soft mode (𝑓𝑆𝑀𝑚), and dielectric strength (∆𝜀𝑆𝑀𝑚
−1 ) are 

compiled in Table 4.4 for ease of comparison. 
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Table 4.4. Field dependence of  𝑇𝑐, 𝑓𝑆𝑀𝑚  and ∆𝜀𝑆𝑀𝑚
−1  

          Field (V/µm)       Tc-273.5 (K)           𝑓𝑆𝑀𝑚(kHz)       ∆𝜀𝑆𝑀𝑚             ∆𝜀𝑆𝑀𝑚
−1  

0.0 112.8 92 13.96 0.0716 

0.5 113.0 105 13.27 0.0753 

1.0 113.2 125 11.75 0.0851 

1.5 113.4 140 11.30 0.0885 

2.0 113.5 148 11.08 0.0908 

 

4.3.3 ELECTRO-OPTIC STUDY 

The ac field dependence of spontaneous polarization (Ps) of M3 in 

comparison to those of DM0 and DM3 at (Tc–28) is shown in Figure 4.13(a). Ps 

increases with the field (E) initially and then becomes saturated at the saturation field 

Es. The saturation field is found to be 2.03 V/µm for DM0 and 3.69 V/µm for DM3. 

However, in M3 the dependence of Ps on E at the same reduced temperature is 

slightly different. Increase of Ps in the field range 0.4 – 2.0 V/µm is slower. Ps 

reaches the saturation value of 162.0 nC/cm2 at 4.0 V/µm, which is at the midway of 

those of DM0 (170.8 nC/cm2) and DM3 (173.3 nC/cm2). Ps as a function of 

temperature at the saturated field (5V/µm) has been depicted in Figure 4.13(b). The 

maximum value of Ps in DM0 is 210.8 nC/cm2 at 69oC, 191.7 nC/cm2 at 70oC in DM3 

whereas in M3 it is 221.7 nC/cm2 at 42oC. Experimental Ps values of M3 were fitted 

to the mean-field equation [39] 

  𝑃𝑆 = 𝑃𝑜(1 − 𝑇/𝑇𝐶)𝛽                                                                         (4.6) 

From the fitted curve, the transition temperature 𝑇𝑐 is determined which matches 

nicely with the experimental result. The critical exponent 𝛽 is obtained as 0.25; such 

𝛽 value is expected in the case of second order transition approaching the tricritical 

point [40-41]. Thus the paraelectric to ferroelectric transition of the mixture is 

tricritical in nature. The mixing compounds DM0 and DM3 also showed similar 

nature of transition as discussed in Chapter 3 [7]. 
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Figure 4.13. (a) Ps as a function of applied field in DM0, DM3 and M3 at Tc−28, (b) 

Comparison of Ps as a function of temperature of M3, DM0 and DM3 

The value of the response time (τ) of the mixture is found to be about 100 µs 

near Tc and up to 50oC below Tc its value is intermediate of DM0 and DM3. Beyond 

that, it increases gradually till SmC*–SmCA* transition and reaches maximum value 

of 650 µs [Figure 4.14(a)]. 
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Figure 4.14.  Comparison of (a) response time (τ) and (b) rotational viscosity (𝛾) as a 

function of the temperature of M3, DM0 and DM3 

Temperature dependence of rotational viscosity (γ), calculated from the 

measured Ps and 𝜏 values, is shown in Figure 4.14(b).  That γ follows the Arrhenius 

law is evident by the fact that, 𝑙𝑛𝛾 vs 1000/T plot shows a linear behavior as shown in 

Figure 4.16. There is a slight change of gradient at 74oC which is the transition from 

SmC* to SmCA* phase. The activation energy (𝐸𝑎) determined from the plot is 30.25 

kJ/mol which is less than those of the pure compounds DM0 (38.19 kJ/mol) and DM3 

(44.34 kJ/mol). 
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Figure 4.15. 𝑙𝑛𝛾 vs 1000/T plot for the mixture M3. 

 

4.4. CONCLUSION 

A eutectic antiferroelectric mixture is formed using 50 wt.% of two pure 

compounds, one of them is DM0 which is protonated in its core and the other is DM3, 

which is doubly fluorinated in the core. It shows the same phase sequence Cr–

SmCA*–SmC*–SmA*–Iso as in the pure compounds but with increased range of 

SmCA* phase. The behaviour of the mixture is not always proportional to the 

concentration of the pronated and the fluorinated components. In the eutectic mixture, 

the critical frequencies of all the collective relaxation modes (PL, PH, GM, and SM) 

are found to lie in between the pure compounds. However, PL and SM critical 

frequencies are not proportional to the concentration of the pure compounds but for 

PH and GM they are almost proportional. The critical field for the suppression of the 

PL and Goldstone modes is increased significantly. The GM mode dielectric 

increment decreased significantly. Like the pure compounds, the hereditary mode is 

observed in the mixture, however, no domain mode is observed, unlike the pure 

compounds. SmC*–SmA* transition temperature (Tc) is found to increase linearly 

with bias field and the phenomenon has been explained using the Landau model. 

Spontaneous polarization is found to be in between those of the pure compounds. 

Switching time also exhibits similar behaviour and observed to be about a few 

hundred microseconds. The rotational viscosity is increased slightly but the activation 

energy is decreased compared to the pure compounds. 
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5.1 INTRODUCTION 

 

Antiferroelectric liquid crystals (AFLCs) are promising materials for fast 

switching display devices and photonic applications because of their fascinating 

electro-optic properties: tri-stable switching, micro-second response, intrinsic analog 

gray-scale capability, hemi-spherical viewing angle (in-plane switching geometry) 

and no-ghost effect [1]. In spite of having such properties, they did not get much 

success in display industry due to their disadvantages mainly in light leakage in the 

dark state, poor contrast and problem in alignment [2, 3]. Further development of 

faster but complex FLC and AFLC based display technology was decelerated due to 

the development of active matrix display with improved nematic materials [4]. But 

the increasing demand on switching speed for 3D vision displays and for field-

sequential-colour (FSC) generation displays, have led to a renewed interest in faster 

LC display technologies in the last few years and therefore the development of 

ferroelectric and antiferroelectric liquid crystals has got an impetus [5]. 

Orthoconic antiferroelectric liquid crystals (OAFLCs) [6-7] are materials with 

almost 45o tilt, having high-speed switching of conventional antiferroelectric 

materials with an additional unique feature: under surface stabilized structure, they 

behave like a uniaxial crystal with optic axis along normal to the boundary surfaces 

and therefore when light falls perpendicularly to the glass substrate, it passes as if 

through isotropic medium and hence the dark state is perfectly dark irrespective of the 

irregularities in the smectic layer alignment. This means that high-contrast AFLC 

devices can be realized with very relaxed alignment requirements. 

But in spite of synthesis of numerous new antiferroelectric compounds [8-13], it is 

found that no single compound satisfies the optimum conditions of parameters 

required for the applications in display technology. The useful technique to obtain a 

room temperature liquid crystal with broad temperature range, desired helical 

parameters and electro-optic parameters of anticlinic phase is the formulation of 

mixtures [14].  The property of mixture depends on the nature and concentration of 

the host and the dopant. The van der Waals forces, hydrogen bonds and electron 

donor–acceptor interaction etc. collectively or separately are responsible for the 

change of properties.  

Molecular, dielectric and electro-optic properties of four pure AFLC compounds 

DM0, DM1, DM2 and DM3 have been described in Chapter 3 [15]. Binary mixture of 



Chapter 5 

128 
 

two of these compounds DM0 and DM3 (50 wt.% of each) showed eutectic behaviour  

[16-17] and antiferroelectric phase (SmCA*) was observed at 39.8oC whereas in the 

pure compounds it was observed at 61oC and 63.2oC respectively. The 

antiferroelectric phase crystallized below about –8oC and some properties exhibited 

linear additive behavior [18]. In continuation of these works, we have formulated a 

mixture (M6) by mixing 25 wt.% of each of the four compounds DM0, DM1, DM2 

and DM3 in order to obtain a room temperature AFLC. Properties of these pure 

compounds have been described in chapter 3. In the present Chapter we have studied 

various properties of the formulated mixture important for display applications and 

compared them with those of the pure compounds. 

Table 5.1. Phase sequence and transition temperatures (oC) of the mixture as obtained 

from POM study during heating. Figures within parentheses are transition 

temperatures during cooling. 

Mixture Phase sequence and transition temperatures 

M6 DM0 + DM1 + DM2 + DM3 (25 wt.% of each) 

 

(~ -8) SmCA* (65) 81.5 SmC* (109) 110 SmA* (112) 112.5 IsO 

 

5.2 EXPERIMENTAL TECHNIQUIES 

The compounds DM0, DM1, DM2 and DM3 were mixed in equal wt.% by 

solution method. The desired weights of all the compounds were dissolved in 

chloroform and sonicated for 1 hour using an ultrasonic mixer (GT Sonic 

Professional, Apex, India). The solution was then heated at constant temperature 

~60oC for four hours in order to evaporate the chloroform completely from the 

solution. Complete evaporation of chloroform was confirmed by regaining the weight 

of the mixture. The phase behaviour and transition temperatures of the mixture were 

investigated by polarizing optical microscopy (POM) (@  0.1oC/min) and 

differential calorimetric study (DSC) (@ 3oC/min). Mesophase structures were 

investigated by diffraction experiment using synchrotron radiation facility (PETRA 

III beam line at P07 Physics Hutch station) at Deutsches Elektronen Synchrotron, 

Hamburg. Dielectric and electro–optical studies were performed using Indium–Tin–

oxide (ITO) coated homogeneous (HG) cells of 10 µm thickness. Detailed procedures 
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of preparation of the cell and experimental arrangements have been explained in 

Chapter 2. 

5.3 RESULTS AND DISCUSSIONS 

5.3.1 POLARIZING OPTICAL MICROSCOPY (POM) 

The phase sequence and transition temperatures of the mixture determined 

using polarizing optical microscopy are shown in Table 5.1. The phase diagram of the 

pure compounds and the mixture during heating is presented in Figure 5.1. The phase 

sequence was found to be the same as that of the pure compounds viz., Cr–SmCA*–

SmC*–SmA*–Iso. The SmCA*–SmC*, SmC*–SmA* and SmA*–Iso transition 

temperatures were found to be almost equal to the mean of the corresponding phase 

transition temperatures of the pure compounds. However, the melting point of the 

mixture depressed drastically to about 5oC, compared to 39.8oC in binary mixture. As 

a result the thermal range of the SmCA* phase was found to increase substantially. 

Fan shaped texture was observed in SmA* phase which was converted into 

broken fan in SmC* and SmCA* phases more in the later phase [Figure 5.2]. No 

change in the texture of SmCA* phase was observed after keeping the mixture in a 

refrigerator for more than 15 days signifying the stability of SmCA* phase till about      

-8oC. Moreover, monodomain texture was obtained throughout the SmC* and SmCA* 

phases when the mixture was cooled under electric field of 5.0 V/𝜇𝑚 [Figure 5.2(e)] 

although no such behaviour was noticed in the pure compounds. 
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Figure 5.1. Phase diagram of the pure compounds and the mixture during heating. 
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It might be mentioned here, as described in Chapter 4, that in a multi-

component host, the dopants DM1 and DM2 showed only ferroelectric phase while 

the dopant DM0 and DM3 exhibited both ferroelectric and antiferroelectric phases 

when mixed in large concentration(60 wt.%) [19]. But when the dopant DM1 was 

mixed in less concentration (10 wt.%) in the same host mixture the resulted mixture 

was found to exhibit only paraelectric phase having large electroclinic coefficient [20] 

 

 

  

Figure  5.2. Observed textures of the mixture in different phases (a) SmA*(110.5oC), 

(b) SmC*(105oC), (c) SmC*-SmCA* transition, (d) SmCA* (20oC), (e) monodomain 

texture under electric field (5.0 V/𝜇𝑚) in SmC* phase. 
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Figure 5.3. DSC thermograms of M6 during heating and cooling 
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5.3.2 DSC STUDY 

The DSC thermograms of the mixture during heating and cooling are 

presented in Figure 5.3. At Iso–SmA* and SmA*–SmC* transitions a significant 

change of molecular structures takes place therefore the order parameter changes 

significantly which was manifested in the DSC curve by anomaly [21]. The 

intermediate transitions between SmC* and SmCA* phases or between the sub–phases 

are not always possible to detect by DSC due to finite hysteresis in temperature and a 

small change in enthalpy at the phase transitions [22]. But in this mixture anomaly of 

small peak height in the thermogram at SmC*- SmCA* transition was detectable in 

the magnified view. The transition temperatures observed in DSC was found to differ 

slightly from those of POM studies which might be due to different sample 

environment and thermal history. 

 

5.3.3 SYNCHROTRON RADIATION STUDY 

In the diffraction photographs one low angle sharp diffraction ring and one 

high angle diffuse diffraction ring were observed. The lower angle feature arises due 

to smectic layer spacing whereas higher angle one corresponds to average 

intermolecular distance within the layers. Diffraction photographs and their intensity 

profiles in different phases are shown in Figure 5.4 and Figure 5.5 respectively. 

Peaks of the intensity profiles were found to shift gradually towards low angle side 

with increasing temperature signifying increase of layer spacing and intermolecular 

distance with temperature. The intensity of the low angle inner ring was much higher 

than high angle outer ring as expected.  

 

Figure  5.4. Synchrotron x-ray diffraction photographs at (a) 70 °C (SmCA*), (b) 100 

°C (SmC*) and (c) 112 °C (SmA*).  
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Figure 5.5. X-ray diffraction profiles at 70 °C (SmCA*), 100 °C (SmC*) and 112 °C 

(SmA*) of the (a) low angle and (b) high angle diffraction features. 
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Figure 5.6. Temperature dependence of layer spacing of the (a) mixture and (b) pure 

compounds, (c) layer shrinkage of the mixture and (d) fitted layer spacing near Tc as 

discussed in the text. 

The temperature evolution of the layer thickness (d), intermolecular distance 

(D) and percent layer shrinkage are plotted in Figure 5.6. The value of d was 

maximum (35.1 Å) in orthogonal SmA* phase which was almost equal to the average 

of the maximum layer spacings of the pure compounds (35.05Å). Layer spacings 
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decreased sharply near 𝑇𝑐 and then slowly it became minimum (31.6 Å) in the 

SmCA*phase which was also almost equal to the average of the minimum layer 

spacing of the pure compounds [Figure 5.6(a)]. With decreasing temperature percent 

layer shrinkage sharply increased from 𝑇𝑐 till 𝑇𝐴𝐹 and in SmCA* phase maximum 

layer shrinkage was about 10%. 

It was further noticed that the temperature dependence of d near 𝑇𝑐 was 

parabolic in nature. According to generalized mean field theory, the tilt 𝜃 ∝

(𝑇 − 𝑇𝑐)𝛽, where for the critical exponent 𝛽 a value of (½) was expected in a pure 

second order transition and a value of (¼) was expected in case of second order 

transition approaching tricritical point (TCP) [23-24]. Following Hartley et al. [25] 

but keeping up to fourth order terms in the expansion of cos it can be shown that 

near 𝑇𝑐 

dC/dA≈1- a|T- Tc|
½+b|T- Tc|                       (5.1) 

when 𝛽 is taken as ¼. Observed data fitted nicely to the above equation (Figure 

5.6(d)) signifying that the SmC*– SmA* transition was a tricritical type.  

The minimum value of intermolecular distance (D) of the mixture was found 

to be 4.7 Å in SmCA* phase and increased almost linearly with temperature and 

became maximum (4.97Å) in SmA* phase as shown in Figure 5.7. However unlike 

the layer thickness, the intermolecular distance was found to be less than the average 

value of those of the pure compounds. 
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Figure 5.7. Temperature dependence of intermolecular distance (D) of the mixture.  

In the mixture the correlation length across the layers (𝜉||) in SmA* phase was 

lowest (810–813 Å) and increased slightly in SmC* phase (818–828Å) which further 
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increased in SmCA* phase (846–850Å) [Figure 5.8]. Similar correlation lengths were 

obtained earlier by our group in other systems [26-27]. However 𝜉|| was more in the 

pure compounds except in DM3 and discontinuous changes were observed at SmC*–

SmCA* transition except in DM0 [15]. On the other hand the correlation lengths 

within the layers (𝜉⊥) were significantly larger in the mixture in all the phases and 

found to increase with decreasing temperature as observed in all the pure compounds. 
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Figure 5.8. Temperature dependence of correlation lengths across the layers (𝜉||) in 

the (a) mixture and (b) pure compounds and that of within the layers (𝜉⊥) in the (c) 

mixture and (d) pure compounds.  

5.3.4 DIELECTRIC STUDY 

In order to elucidate the dynamics of the molecules within the phases the 

dielectric behaviour of the mixture was investigated in planar geometry in the 

frequency domain 50Hz – 5MHz. The transverse components of the dielectric 

permittivity (real 𝜀′ as well as imaginary part 𝜀′′) were measured in all phases. From 

the temperature evolution of the critical frequency (𝑓𝑐) and the dielectric increment 
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(∆𝜀) the various collective modes of relaxations present in different phases were 

identified. Exemplary fitted spectra showing clearly the different modes of relaxations 

are shown in Figure 5.9.  
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Figure 5.9. Fitted absorption spectrum (a) in SmCA* phase at 27oC showing PL and 

PH (fitted parameters of PL ∆𝜀 = 2.0 ± 0.3, 𝑓𝑐 = 21723 ± 76 𝐻𝑧, 𝛼 = 0.04 ±

0.005, 𝜎 = 1.83𝐸 − 9 ± 1.6𝐸 − 10, fitted parameters of PH are ∆𝜀 = 6.7 ± 0.4, 𝑓𝑐 =

390330 ± 255 𝐻𝑧, 𝛼 = 0.03 ± 0.003) (b) in SmC* and SmA* phases at 105oC and 

at 111oC showing GM and SM (fitted parameters of GM are ∆𝜀 = 282.8 ± 3.5, 𝑓𝑐 =

2008.2 ± 15𝐻𝑧, 𝛼 = 0.09 ± 0.006, 𝜎 = 3.84𝐸 − 10 ± 3.0𝐸 − 11, fitted parameters 

of SM are  ∆𝜀 = 6.74 ± 0.5, 𝑓𝑐 = 394982 ± 535𝐻𝑧, 𝛼 = 0.05 ± 0.007, 𝜎 =

1.92𝐸 − 7 ± 1.6𝐸 − 9) and (c) in SmC* phase under bias 0.7 V/𝜇m at 108oC 

showing DM and SM (fitted parameters of DM are ∆𝜀 = 7.2 ± .8, 𝑓𝑐 = 13600 ±

112 𝐻𝑧, 𝛼 = 0.18 ± 0.02, 𝜎 = 1.5𝐸 − 8 ± 2.3𝐸 − 9). 

The mixture was found to exhibit two collective modes in SmCA* phase: one 

in the low frequency region known as in-phase antiferroelectric mode (PL)  and other 

in the high frequency region identified as anti-phase antiferroelectric mode (PH) [28–

32]. The PL was found to appear from 33oC, far below the SmC*–SmCA* transition 
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(TAF) during cooling. The critical frequencies (𝑓𝑃𝐿) and dielectric absorption strengths 

(𝜀𝑃𝐿
′′ ) of PL mode were observed to decrease with decreasing temperature 

(𝑓𝑃𝐿: 42– 22.5 kHz and 𝜀𝑃𝐿
′′ :1.64–1.33) as shown in Figure 5.10. PL was also found to 

appear at temperatures lower than TAF in DM0 [15] and in the binary mixture of DM0 

and DM3 [16]. However, although the observed PL frequency range was similar to 

that of DM1, in DM0 it was much higher whereas in DM2 and DM3 much lower. 

In contrary to the decreasing trend of fPL, the critical frequency of PH mode 

(fPH) was observed to increase gradually from 275 kHz to 375 kHz with the decrease 

of temperature but 𝜀𝑃𝐻
′′  remains almost unchanged with temperature over the entire 

SmCA* phase [Figure 5.10]. Lower limit of fPH of the mixture (275 kHz) was nearer 

to that in DM2 (290 kHz), the upper frequency limit (375 kHz) was far below than in 

all the pure compounds (lowest was 610 kHz in DM1). However the nature of 

temperature dependence of fPH and 𝜀𝑃𝐻
′′  were similar to that in the pure compounds 

[15]. 
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Figure 5.10. Temperature dependence of (a) the critical frequencies of soft mode, 

Goldstone mode, PL mode and PH mode and (b) the maximum dielectric absorptions 

(𝜀𝑚𝑎𝑥
′′ ) at critical frequencies of the corresponding modes.  

To further probe the dynamics of the molecules, bias dependent dielectric 

measurements were made at selected temperatures 35oC, 30oC and 25oCvarying the 

bias fields within range of 0 to 4.0V/µm. These results have been presented in Figure 

5.11. The critical frequency of PL mode (𝑓𝑃𝐿) remained constant at 30oC but at 25oC 

and 35oC it respectively decreased and increased beyond 2.0 V/µm [Figure 5.11(a)]. 

In the pure compounds the 𝑓𝑃𝐿was found to decrease with bias. However, the 

absorption strength of the PL mode (𝜀𝑃𝐿
′′ ) was found to increase with field till 3.5 
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V/µm beyond which the mode got suppressed except at 25oC where it persisted even 

upto 4.0V/µm as shown in Figure 5.11(b). Critical field for suppression of PL was 

less in the pure compounds, about 2.0 V/µm. 

On the other hand the critical frequency fPH  remained constant till a bias field 

of about 2.0V/µm beyond which it increased and got suppressed at about 4.0 V/µm at 

all three temperatures. But the absorption 𝜀𝑃𝐻
′′  is found to decrease gradually with 

field, except sudden rise before suppression. 
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Figure 5.11. Bias field dependence of (a)𝑓𝑃𝐿  and (b) 𝜀𝑃𝐿
′′  of M6. 

Dielectric spectra in SmC* phase exhibited a strong absorption, which arose 

due to the phase fluctuation of the molecular directors, was identified as Goldstone 

mode (GM) [Fig. 5.9(b)]. The critical frequency (fGM) was found to decrease with 

decreasing temperature from 2050 Hz (103oC) to 1140 Hz (71oC) [Figure 5.10(a)] 

whereas the dielectric increment was found to increase 286.6 (107oC) to 344.2 (71oC) 

[Figure 5.10(b)]. Range of fGM  was like that of DM1 and DM2 but less than DM0 

and greater than DM3. But ∆𝜀𝐺𝑀 was almost equal to that of DM0, less than in DM3 

and greater than in the other two pure compounds as seen clearly from Figure 5.12. 

Hereditary mode (HM) [29, 33] was also observed in SmCA* phase upto 50oC with 

decreasing critical frequency and decreasing absorption strength in continuation with 

GM in SmC*. 
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Figure 5.12. Dielectric increment (∆𝜀𝐺𝑀) of Goldstone mode of the mixture in 

comparison to pure compounds.  

The Goldstone mode contribution to the dielectric absorption strength 

decreased gradually under dc bias and suppressed at a particular bias field called 

critical field (𝐸𝑐) [Figure 5.13(a)]. In order to study the temperature dependence of 

𝐸𝑐 , dielectric spectra were taken under bias at four selected temperatures: 𝑇𝑐 − 2, 𝑇𝑐 −

10, 𝑇𝑐 − 18 and 𝑇𝑐 − 26. The critical field (𝐸𝑐) was observed to increase with 

decreasing temperature from 0.3 V/µm at (𝑇𝑐 − 2) to 0.6 V/µm at (𝑇𝑐 − 26) [Figure 

5.13(c)]. A similar temperature dependence of 𝐸𝑐  was reported earlier [34-35].  

It has been reported that ferroelectric liquid crystals with high spontaneous 

polarization (as in M6 discussed in section 5.3.5) can form solid ferroelectric like 

domain after suppression of GM [34-36]. Relaxation mode arising out of such domain 

is termed as domain mode. Domain mode (DM) was observed in the mixture M6 at 

much higher frequencies than GM.  A fitted absorption curve showing domain mode 

(DM) was shown in Figure 5.9(c). The strength of the mode was found to decrease 

gradually with bias [Figure 5.13(b)]. But the critical frequency (fDM) increased with 

bias to attain finally a saturation value at any fixed temperature [Figure 5.13(d)], 

however, it increased with decrease of temperature. Assuming the temperature 

dependence of 𝑓𝐷𝑀  Arrhenius type [37], the activation energy (Ea) was calculated to 

be 48.7 kJ/mol. M. Marzec et al. [34] obtained Ea value of 32.0 kJ/mol. in the 

ferroelectric phase, much less than in the present mixture. Debnath et al. observed Ea 

values 23.01, 27.38, 27.26 and 28.83 kJ/mol. in the mixtures of any one of the DM 

series compounds in a achiral phenyl pyrimidine host matrix [19] and in four mixtures 
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of different concentrations of 4H6R in achiral host 8OBBP8 they observed Ea values 

as 51.15, 13.04, 14.21 and 17.53 kJ/mol. [27]. 
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Figure 5.13. (a) Effect of bias on Goldstone mode, (b) Appearance of domain mode 

with bias, (c) Linear dependence of Ec, and fDM with reduced temperature (T-Tc), (d) 

Bias dependence of fGM and fDM  at different temperatures.  

Soft mode (SM) was observed in SmA* phase which arises due to the 

fluctuation in the tilt angles of the molecular directors [38]. The dielectric increment 

of the mode was found to increase and corresponding relaxation frequency decreased 

due to the softening of the binding forces of the molecules with decrease of 

temperature as shown in Figure 5.10(a), (b). The strong GM in SmC* phase was 

found to mask the soft mode. But it could be observed when GM was suppressed 

under the bias field of 2.0 V/𝜇𝑚 and the critical frequency (fSM) was found to increase 

sharply from 150 kHz at 109oC to 465 kHz at 105oC in SmC* phase [Figure 5.10(a)]. 

Thus 𝑓𝑆𝑀  was observed to increase on either side of Tc according to Curie-Weiss law 

[38].  
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Figure 5.14. Temperature dependence of (a) 𝑓𝑆𝑀  at selected bias field near 𝑇𝑐 and (b) 

bias field dependence of 𝑇𝑐. 

To investigate how the ferroelectric to paraelectric transition temperature 𝑇𝑐 

changes with bias field, dielectric spectra were taken upto ±2.5oC on both sides of 𝑇𝑐 

at steps of 0.1oC under fixed bias field of 0.0, 0.5, 1.0, 1.5, and 2.0V/𝜇𝑚. Following 

Landau theory Schacht et al. [39, 40] showed that when the critical frequency fSM and 

the inverse of dielectric strength (∆𝜀𝑆𝑀
−1) of SM are plotted as a function of 

temperature for a fixed bias, the minima of fSM (or ∆𝜀𝑆𝑀
−1), correspond to the transition 

temperature 𝑇𝑐 at that fixed bias.  For M6 this is shown in Figure 5.14(a) for fSM. The 

obtained value of 𝑇𝑐 was observed to remain unchanged at 110.1oC upto a bias field 

0.5V/𝜇𝑚, but after that it increased almost linearly with bias to 110.6oC as shown in 

Figure 5.14 (b).  

5.3.5 ELECTRO-OPTIC STUDY 

By electro-optic method we measured the spontaneous polarization (Ps), 

optical tilt angle (𝜃) and switching time (𝜏) of mixture M6. Temperature dependence 

of spontaneous polarizations (𝑃𝑠) is depicted in the Figure 5.15(a). The maximum 

value was found to be 222.5 nC/cm2 and decreased rapidly with temperature. 

However, the 𝑃𝑠 of the mixture was found to be slightly less in comparison to the pure 

DM0 and DM3, but much less than DM1 and DM2, especially DM2 as shown in 

Figure 5.15(b). The binary mixture of DM0 and DM3 also showed similar behaviour 

as described in chapter 4 [16]. Thus in both the binary and the quaternary mixtures 𝑃𝑠 

did not show additive behaviour. Observed 𝑃𝑠 data fitted near 𝑇𝑐  nicely to the equation                  

𝑃𝑠 = 𝑃0(𝑇 − 𝑇𝑐)𝛽, considering 𝛽 = ¼ as discussed before [Figure 5.15(a)]. Fitted 𝑇𝑐 
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was 109.9±0.2 oC which was very close to the actual 𝑇𝑐 (110.0 oC) and critical 

exponent 𝛽 was 0.25±0.01. This also supported our previous inference that the 

SmC*– SmA* transition was TCP type.  
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Figure 5.15. (a) Temperature variation of 𝑃𝑠 of M6, the fitted line is also shown. (b) 

Comparison of 𝑃𝑠 of the mixture with the pure compounds.  

The optical tilt (𝜃𝑜𝑝𝑡.) of the mixture was found to increase sharply with the 

decrease of temperature near Tc and reached nearly 45o in SmCA* phase [Figure 

5.16]. Thus the mixture also showed orthoconic antiferroelectric nature like the pure 

compounds. On the other hand, the X-ray tilt showed similar temperature dependence 

[Figure 5.16] but its maximum value was 25.8o, much less compared to the optical 

tilt. The maximum value of 𝜃𝑋−𝑟𝑎𝑦  in the pure compounds was also around 25o.  
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Figure 5.16. Temperature dependence of optical tilt (𝜃𝑜𝑝𝑡.) and X-ray tilt (𝜃𝑋−𝑟𝑎𝑦) of 

M6. Power law fitted lines near Tc are also shown as discussed in text.  

Similar results were reported before by several authors [27, 41-44], although 

existence of higher x-ray tilt than optical tilt was also observed by Meier et al.[41]. 

Reason of this discrepancy has been explained in chapter 3. However, both types of 
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tilts could be fitted nicely to the power law with 𝛽 = 0.25 ± 0.02 near Tc [Figure 

5.16] as observed before signifying again the TCP nature of SmC* - SmA* transition.  

The switching time (𝜏), which represents the response of the material to an 

applied electric field, is an important parameter from the application point of view. 

The lower is the switching time, the faster will be the response. Switching time of the 

mixture showed similar nature of temperature dependence as in the pure compounds. 

𝜏  increased with decrease of temperature and reached a value of 308µs at the onset of 

SmCA* phase, thereafter it increased rapidly reaching a maximum value of 1950µs as 

shown in Figure 5.17(a).  However 𝜏 of the pure compounds DM0, DM1, DM2 and 

DM3 at the onset of SmCA* were 332µs, 348µs, 484µs and 330µs respectively 

[Figure 5.17(b)]. A similar temperature dependence of switching time was observed 

by Fitas et al. in an induced high tilt antiferroelectric liquid crystal mixture W-316-3 

[45]. In the mixture in SmC* phase the 𝜏 increased slowly nearly from 0.01 ms to 0.1 

ms and at the transition SmC*-SmCA* it showed a discontinuity and then increased 

sharply in SmCA* phase nearly to 3.5 ms. Dwivedi et al. observed that the switching 

time vary approximately 2-5 ms with the applied field in a high tilt antiferroelectric 

pure compound [46]. Similarly in a high tilt antiferroelectric compound having similar 

structure to that of DM0, only differing in number of oligomethelene spacer, Verma et 

al. measured switching time of about 45 ms in antiferroelectric phase while observing 

its variation with applied field [47]. Selected important parameters of the mixture and 

the pure compounds are furnished in Table 5.2 for ease of comparison. 
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Figure 5.17. (a) Temperature dependence of switching time (𝜏) of M6 (b) comparison 

of 𝜏 of M6 with the pure compounds.  
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Table 5.2.  A Selected list of parameters of mixture M6 and pure compounds DM0, 

DM1, DM2 and DM3. 

____________________________________________________________________ 

Parameters Values in the pure compounds and in the mixture 

________________ _____________________________________________ 

 

DM0 DM1 DM2 DM3 M6 

∆𝜀𝑚𝑎𝑥 350 270 178 400 344 

fGM(Hz) 1400-3800 900-2000 1100-1950 450-1800 1140-2050 

fSM(kHz) 220-810 12.25-81 110-400 110-425 110-475 

fPL(kHz) 30-195  23-54 0.125-0.9 6.5-13.5 22.5-42.0 

fPH(kHz) 580-925  160-610 290-440 22.5-125 250-900 

Dmax(Å) 5.46 4.94 4.95 5.59 4.97 

dmax(Å) 34.92 35.53 34.98 34.78 35.1 

(max) 963 1000 871 894 850 

𝜃𝑜𝑝𝑡. (max) 44.3 44.9 44.7 45.0 44.9 

Ps (nC/cm2) (max) 210.8 186.7 308 191.7 222.5 

𝜏 (µs) 
(at the onset of SmCA*)  332 348 484 330 308 

𝛾𝜑(Pa.s)(max) 1.37 0.93 2.72 1.49 0.14 

Ea (kJ mol−1) 38.19 44.52 44.38 44.34 33.41 

Ec for GM (V/µm)  0.93 0.91 0.4 0.68 0.4 

      __________________________________________________________________________ 

5.4 CONCLUSION 

A room temperature multi-component high tilt antiferroelectric mixture was 

prepared mixing four antiferrelectric compounds of a homologous series in equal 

wt.%. Although the phase sequence was observed to remain same as in the pure 

compounds (Cr–SmCA*–SmC*–SmA*–Iso), the range of SmCA* phase was 

increased significantly and extended far below room temperature (~ -8oC to 65 oC). 

Some properties of the mixture were found to be equal to the average of the pure 

compounds. Optical tilt was nearly 45o showing orthoconic nature of the mixture like 

the pure compounds. The layer spacing (d) in SmCA* phase shrinked almost by 10% 

from its value in SmA* phase. A parabolic nature of variation of d with temperature 

near Tc with critical exponent value of 0.5 signified that the SmC*-SmA* transition 

was tricritical in nature. Temperature variation of spontaneous polarization (Ps) and 

tilt () near Tc also supported this inference. Correlation lengths across and within the 

layers were found to increase from paraelectric to ferroelectric to antiferroelectric 

phases. Four collective modes viz.PL, PH, GM and SM were observed. Domain mode 
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was also exhibited under sufficient dc bias. 𝑓𝑆𝑀  and ∆𝜀𝑆𝑀 were found to follow Curie–

Weiss law. Tc was found to increase with bias which was explained using Landau 

model. The mixture exhibited sub-millisecond switching, near the onset of SmCA* 

phase, observed switching time was around 308µs. 
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6.1 INTRODUCTION 

Carbon nanotubes are the most important allotrope of carbon, after its 

discovery by Sumio Iijima [1] they find applications in diversified fields like – 

electromechanical devices, hydrogen storage, field emission devices, nanometer–sized 

electronic devices, sensors and probes etc., due to their fascinating properties of high 

conductivity with essentially no heating. They possess exceptional stiffness and 

strength with high modulus of elasticity [2, 3], and enhanced surface area due to its 

high porosity. Mainly there are two types of carbon nanotubes: (a) single-walled 

carbon nanotubes (SWCNT) and (b) multi-walled carbon nanotubes (MWCNT). 

SWCNTs consist of a single graphite sheet wrapped into a cylindrical tubular shape 

whereas MWNTs consist of a number of such SWCNTs placed coaxially one within 

another with weak coupling and that is why MWCNTs are almost similar to SWCNTs 

in respect of electronic properties. Due to one dimensional electronic structure, they 

have high conductivity along their lengths and almost non-conducting along their 

diameter [4]. Liquid crystals, on the other hand, are fascinating self–assembled soft 

materials in which the molecules are orientationally ordered and maybe partially 

positionally ordered also. They easily response to small perturbations like the electric 

field, magnetic field, surface effect, etc. for which they find applications in diversified 

areas, mainly in display technology. Optimization of the electro-optic properties of 

liquid crystalline material is essential for the display applications. One approach to 

achieve optimized LC materials is engineering their molecular structures [5–7]. The 

alternative process, as discussed in Chapter 4, maybe preparing mixtures (binary, 

ternary, or multi-component) or by dispersing LCs in a non-mesogenic host mixture 

[8]. But dispersing carbon nanotubes in liquid crystalline host could be another non-

synthesis means. Initially, most of the studies were confined to nanocomposites of 

nematic liquid crystals [4, 9–14]. The composite system of liquid crystals and carbon 

nanotubes attracted great interest as they show lower operating voltage, higher 

contrast ratio and faster switching speeds [9] because a minute addition of CNTs 

makes a huge change in the properties of nematic LCs. CNTs were first aligned along 

the director (n) of molecules by dispersing them in nematic media by Lynch et 

al.[10]. From the measurement of angular distribution Dierking et al.[4] showed that 

nanotubes are mainly oriented along the director. Enhanced conductivity and lowered 

threshold voltage for Freedricksz transition from planar to homeotropic configuration 
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of the SWCNT doped nematic liquid crystals were observed by Dierking et al. [4]. 

Two important issues for high performance of liquid crystalline displays (LCD) are to 

reduce the charge impurity for reducing the transient current and to increase the 

resistivity in order to increase the voltage holding ratio (VHR) [11].  Chen et al. [12] 

observed much lower transient current in the insulating nano particle doped LCD cells 

which indicated the decrease of moving ion density. A high voltage holding ratio was 

also observed in the doped cells. Lee et al.[13] investigated MWCNT doped twisted 

nematic liquid crystal system by optical transition under application of a dc voltage 

and observed a reduced dc driving voltage and an improved switching behaviour. An 

increase of effective elastic constant of doped LC–CNT dispersion due to a small 

amount of CNT dopant in twisted nematic liquid crystal cell was also observed by 

Huang et al. [14]. In the recent past, few groups studied the CNT composite of 

ferroelectric liquid crystals (FLCs) [15–17]. Decreases in dielectric increment, a faster 

switching and enhanced stability of helical structure were observed by P. Arora et al. 

[15] and F.V. Podgornov et al. [16] in FLC/MWCNT dispersions. A similar decrease 

in dielectric strength was also observed in CNT doped deformed helix FLCs by N. 

Sood et al. [17]. But studies on nanocomposites of antiferroelectric liquid crystals are 

rare. In one communication reductions of viscosity and switching time in CNT 

composite were reported [18]. Large change in electrical conductivity with small 

change in CNT concentration was also reported [19]. Therefore, in order to observe 

the change of properties biphenyl benzoate core-based compound (DM1) in presence 

of tiny external particles (nano scale), a small amount of a multi-walled –COOH 

functionalized carbon nanotubes has been mixed and the properties of the 

nanocomposite are discussed in comparison to the pure compound in this chapter.  

6.2 EXPERIMENTAL TECHNIQUES 

 The molecular structure of the pure compound named as DM1, whose 

properties have been discussed in Chapter 3, is again shown in Figure 6.1 for ease of 

discussion. This compound was used as the host. 

Multiwall carbon nanotubes functionalized with –COOH, purchased 

commercially from Time Nano (China), was used as the dopant. The length of 

MWCNTs is spread over 0.5–2.0 µm and diameter spread over 8–15 nm. To prepare 

the nanocomposite, the MWCNTs were dispersed in chloroform and sonicated for 

about 40 minutes using an ultrasonic mixture (GT Sonic Professional, Apex, India). 
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The desired amount of the prepared dispersion was added to the pure AFLC to make 

the concentration of MWCNT 0.12 wt.%. The whole mixture was again dissolved in 

chloroform and sonicated for an hour to get a homogeneous mixture. Then the 

mixture was heated at 60oC to evaporate the chloroform. The resulting 

AFLC/MWCNT mixture was introduced into a planar EHC cell of thickness 5 µm by 

capillary action in the isotropic phase. The texture of the mixture was studied using 

Olympus BX41 polarizing microscope. Dielectric spectroscopy and frequency 

dependent conductance measurement was performed using computer-controlled 

HIOKI 3532–50 impedance analyzer from 50 Hz – 5 MHz, confining the cell within 

Mettler FP82HT hot stage and the temperature was controlled with Mettler FP90 

central processor with accuracy ±0.1oC. The dielectric spectra of AFLC/CNT 

composite were fitted using the modified Cole-Cole equation [20] as detailed in 

Chapter 2. 
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Figure 6.1. Molecular structure of the antiferroelectric liquid crystal (DM1) 

6.3  RESULTS AND DISCUSSIONS 

6.3.1  OPTICAL POLARIZING MICROSCOPY  

The phase sequence and transition temperatures (oC) of the pure and the 

AFLC/MWCNT composite, obtained from optical polarising microscopy in the 

heating cycle are shown below. Transition temperatures during cooling 

(@0.1oC/min.) are mentioned within the bracket. The considerable supercooling 

effect is noticed in the pure as well as in the nanocomposite. 

Pure Compound: Cr (20) 41 SmCA
* (65) 75.2 SmC* (103) 103 SmA* (103.6) 103.6 Iso 

Nanocomposite: Cr (<19oC) 39 SmCA
* (48) 70 SmC* (101) 102.5 SmA* (102.2) 103.3 Iso 

Although the phase sequence of the MWCNT system is observed to remain 

unchanged, the transition temperatures are found to change considerably. The melting 

point is decreased by 2 oC, the clearing point is decreased slightly by 0.3 oC, the 
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transition temperature from SmCA* to SmC* is decreased by 5.2 oC, and that of SmC* 

to SmA* is decreased by 0.5 oC during heating. But during cooling, the clearing point 

is decreased by 1.4 oC, transition temperature from SmA* to SmC* decreased by 2.0 

oC while SmC*-SmCA* transition temperature is decreased by 17oC. Due to the 

change of transition temperatures, the stability of phases was also changed [Table 

6.1]. The stability of SmA* phase, especially of SmC* phase is increased but that of 

SmCA* is decreased considerably. In the literature both changed and unchanged 

transition temperatures are reported in LC-nanocomposites.  

Table 6.1. Comparison of phase stability of pure and CNT doped systems 

 

Compound    Phase stability in the heating cycle (oC) 

      (cooling data within parenthesis) 

  SmCA*      SmC*        SmA*  

Pure AFLC   34.2 (45.0)  27.8 (38.0)      0.6 (0.6) 

Pure+CNT    31.0 (29.0)  32.5 (53.0)          0.8 (1.2) 

 

A decrease of isotropic to cholesteric and cholesteric to SmC* transition 

temperatures by  3oC were observed in a 0.1% CNT doped ferroelectric liquid crystal 

by Neeraj et al. [21]. They also noticed a textural change in the nanocomposite. An 

increase of nematic to isotropic transition temperature by 3.3oC and a change of 

texture were observed by Pandey et al. [22] in 5CB dispersed with 0.1 wt% of GNPs. 

However, no significant influence of the carbon nanotubes on the transition 

temperatures and textures was observed by F.V. Podgornov et al.[16] in an FLC and 

by S. Ghosh et al. [18] in an AFLC system. An increase in melting point (1-2o) was 

observed when an FLC mixture was doped with TiO2 [23] but thresholdless V-shape 

switching was reported when TiO2 was doped in a pure FLC [24]. 

Textures were observed under planar anchoring condition for both the systems 

[Figure 6.2].  Representative textures of the pure AFLC in SmA*, SmC* and SmCA* 

phases are shown in Figures 6.2(a)-(c), whereas those of the nanocomposite are 

shown in Figures 6.2(d)-(f). Typical fan shape texture was observed in the SmA* 

phase which was broken in the SmC* and SmCA* phases. Existence of helicoidal 

structure was visible in the form of parallel equidistant lines more in SmCA* phase 

than in SmC* phase. A clear change in colour was also noticed at the phase transition 



 Chapter 6 

                                                                                                                                          

157 
 

points. In the CNT doped system the textures became more homogeneous because of 

the better alignment of the molecular directors, other features of the textures remain 

unaltered. Helicoidal lines were more prominent in CNT doped SmCA* phase as was 

the case in pure system. No evidence of CNT aggregates was seen in any of the 

textures.  

     

          (a) 103.6oC (SmA*)               (b) 101oC (SmC*)        (c) 63oC (SmCA*) 

     

        (d) 101.4 oC (SmA*)                (e) 98oC (SmC*)          (f) 35oC (SmCA*) 

Figure 6.2. Textures of SmA*, SmC* and SmCA* phases of the pure compound in 

(a)-(c) and those of the composite in (d)-(f).  

From the measurement of the spatial period of the stripes at different locations 

of the textures, values of the helical pitch were estimated [25]. Temperature 

dependence of the pitch in both the ferroelectric and antiferroelectric phases along 

with estimated errors is shown in Figure 6.3. In the pure compound, the pitch is 

observed to increase slightly within the SmC* phase with decreasing temperature, 

shows a discontinuous change at SmC*-SmCA* transition and then in the SmCA* 

phase it increases further. But in the nanocomposite the only behaviuoral change is 

that the pitch decreases slightly with decreasing temperature in SmC* phase. Similar 

temperature dependence of helical pitch were observed by J. Li et al. [26] in several 

pure systems, a decrease of the pitch with decreasing temperature was also reported 

by Martinot-lagarde et al. [25].  
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   (a) (b) 

Figure 6.3. Temperature variation of pitch in SmC* and SmCA* phases of (a) pure 

and (b) MWCNT composite.  

6.3.2  DIELECTRIC STUDY 

To explore the molecular dynamics of the pure as well as of its nanocomposite, 

we have studied their relaxation behaviour in homogeneous geometry. The transverse 

component (real 𝜀′ as well as imaginary part 𝜀′′) of the dielectric permittivity was 

measured in the 50 Hz to 5 MHz frequency domain during cooling starting from the 

isotropic phase down to the room temperature. From the temperature evolution of 

critical frequency (𝑓𝑐) and the strength of dielectric absorption (𝜀′′) the modes of 

relaxations present in different phases of the composite were identified. Soft mode in 

SmA* phase, Goldstone mode in SmC* phase, in-phase and anti-phase 

antiferroelectric modes (PL, PH) in SmCA* phase were observed in the pure compound 

[19] as discussed in Chapter 3 whereas in its MWCNT composite all those modes 

were observed except the PL mode in SmCA* phase as depicted in Figure 6.4.  

The critical frequency of high frequency anti-phase mode (𝑓𝑃𝐻) in the pure 

system is observed to increase from 160 kHz to 610 kHz whereas in the doped system 

it increases from 55 kHz to 80 kHz. Thus the value of 𝑓𝑃𝐻 is observed to reduce and 

the range becomes narrower due to doping.  The reduction of 𝑓𝑃𝐻 is clearly seen in the 

exemplary fitted curve in the SmCA* phase of the pure and the doped system [Figure 

6.4(c)]. It is also observed that the absorption strength of the high frequency 

antiferroelectric mode (𝜀𝑃𝐻
′′ ) decreases in the doped system. In the pure system 

𝜀′′ varies from 2.16 to 3.01 whereas in CNT doped system it varies from 2.41 to 2.52.  
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In the pure compound, the PL mode is observed to appear far below the SmC*-

SmCA* transition during cooling (transition takes place at 66oC whereas PL appears at 

32oC). Its critical frequency (𝑓𝑃𝐿) decreases with the decrease of temperature from 54 

kHz at 32oC to 23 kHz at 20oC; absorption strength (𝜀𝑃𝐿
′′ ) is also found to decrease 

from 1.26 to 1.09. 

As discussed in previous Chapters the soft mode arises from the tilt fluctuation 

of the molecules in SmA* phase. When the temperature approaches SmA*–SmC* 

transition (Tc) from above, the binding forces of the molecules soften resulting in the 

increase of amplitude of fluctuations and the decrease of relaxation frequency. When 

the temperature is lowered below Tc the situation is reversed.  Therefore,  fSM depicts 

V-shape temperature dependence near the transition [27]. 
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Figure 6.4. Temperature dependence of critical frequencies (𝑓𝑐) of all modes of (a) 

pure AFLC, (b) nanocomposite, (c) fitted absorption (𝜀′′) curve in SmCA* phase of 

pure AFLC and (d) its CNT composite. Soft mode in the SmC* phase seen under bias 

field.  

Since the range of the SmA* phase is very small in both the systems, only a 

few data points could be collected. Studying these data it is observed that the critical 
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frequency of the soft mode (fSM) in SmA* phase of the pure compound increases with 

temperature from 12.5 kHz to 81 kHz whereas that of the composite increases from 

38 kHz to 55 kHz. Doping of the rigid and stiff rod-like MWCNTs in a soft liquid 

crystalline system enhances the modulus of elasticity of the medium [28] which in 

turn makes it less flexible. Consequently, the critical frequency of the tilt fluctuations 

(fSM) in the CNT doped system increases. 

The soft mode in the SmC* phase but in the vicinity of Tc could also be 

studied by suppressing the Goldstone mode after applying a strong bias field. The fSM 

is found to increase sharply from 80 kHz to 198 kHz in the pure compound and in the 

nanocomposite it is increased from 100 kHz to 288 kHz as shown in Figure 6.4 

indicating an increase of fSM in the doped system. However, in both the systems, the 

critical frequencies of the soft mode are observed to increase on both sides of Tc by 

following Curie-Weiss law [27].   

Prominent collective relaxation mode in SmC* phase is the Goldstone mode 

which arises due to fluctuations in the azimuthal angle of the directors, hence also 

called a phason mode. The Goldstone mode (GM) was observed in both the systems, 

however, GM continued with decreasing critical frequency in the CNT composite 

about 4o below the SmC*–SmCA* transition [Figure 6.4(b)].  This mode in SmCA* 

phase within a few degrees just after the transition is due to the incomplete molecular 

arrangement of SmCA* phase and is termed as hereditary mode [29]. Exemplary fitted 

dispersion and absorption curves of the pure and the MWCNT composite in SmC* 

phase at 86oC are shown in Figure 6.5.  
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Figure 6.5. Comparison of the fitted (a) dispersion (𝜀′) and (b) absorption (𝜀′′) curves 

in the SmC* phase at 86oC. Fitted parameters for pure compound are ∆𝜀𝐺𝑀 =

236.78 ± .86, 𝑓𝐺𝑀 = 1732.70 ± 8.42 𝐻𝑧, 𝛼 = 0.07 ± 0.002, 𝜎 = 1.14𝐸 − 7 ±
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4.5𝐸 − 9 and that for nanocomposite are ∆𝜀𝐺𝑀 = 86.04 ± .47, 𝑓𝐺𝑀 = 2608.94 ±

20.00 𝐻𝑧, 𝛼 = 0.09 ± 0.002, 𝜎 = 5.08𝐸 − 8 ± 2.57𝐸 − 9. 

It is seen that the real part of the dielectric permittivity (𝜀′) at 100 Hz decreases 

from 239 to 88 due to CNT doping. The range of critical frequency of Goldstone 

mode (fGM) of the pure AFLC is 900 Hz to 2400 Hz but in the composite, it increases 

from  1300 Hz to 4600 Hz. Doping of MWCNT reduces the dielectric increment 

(∆𝜀𝐺𝑀) significantly over the entire range of Goldstone mode as depicted in Figure 

6.6. 
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Figure 6.6. Temperature dependence of dielectric increment (∆𝜀𝐺𝑀) of the pure 

AFLC and its CNT composite.  

Reduction of the real part of permittivity due to doping of CNTs in 

ferroelectric, deformed helix ferroelectric and antiferroelectric liquid crystals was 

reported by various groups [16–18]. Decrease of dielectric increment (∆𝜀𝐺𝑀) and 

increase of critical frequency (fGM) can be explained using generalized Landau theory 

of T. Carlsson et al. [30]. Considering the bi-quadratic coupling between the tilt and 

the polarization they derived the following relations for ∆𝜀𝐺𝑀 and 𝑓𝐺𝑀 . 

∆𝜀𝐺𝑀 =
1

2𝜖0𝐾𝜑𝑞2
[
𝑃𝑠

𝜃
]

2

                                                                      (6.1) 

and     𝑓𝐺𝑀 =  
𝐾𝜑𝑞2

2𝜋𝛾𝐺𝑀
                                                                                      (6.2) 

Since twist elastic constant 𝐾𝜑 increases due to dispersion of rigid carbon nano 

particle in soft liquid crystal medium, spontaneous polarization (Ps) decreases and tilt 

angle θ remains unaltered (discussed in section 3.4), the relation (2) infers that ∆𝜀𝐺𝑀 
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should decrease. Similarly increase of 𝐾𝜑 and reduction of 𝛾𝐺𝑀  (discussed in section 

3.4) explains increased 𝑓𝐺𝑀  from relation (3). The ranges of critical frequencies of 

different modes of pure AFLC and its CNT composite are furnished in Table 6.2 for 

ease of comparison. 

Goldstone mode begins to reduce with increasing bias field in both the pure and 

the doped material [Figure 6.7]. In the case of the pure AFLC as GM decreases with 

bias field a new mode begins to arise at a bias field of 0.80 V/µm in the higher 

frequency region; however, GM is completely suppressed at 0.90 V/µm. In the CNT 

composite, GM is completely suppressed at 2.40 V/μm but in both the systems at 

higher fields a new relaxation mode arises with higher critical frequencies. At high 

field solid ferroelectric like domains are formed in both the systems which give rise to 

this mode and the mode is termed as domain mode (DM) [31]. The absorption 

strength of this mode is smaller (~10) and the critical frequency (fDM) is 2 to 4 fold 

higher than that of fGM.  In some cases, 10 fold increase of fDM is also reported [32]. 

Table 6.2. Comparison of different critical frequencies of the pure and the CNT 

composite 

Parameter                                 Pure DM1   DM1+CNT 

fPL    54-23 kHz   Not found 

fPH    160 -610 kHz   55-80 kHz 

fSM    12.5-81 kHz   38-55 kHz 

fGM    900-2400 Hz   1300-4600 Hz 

fDM    5.4-11.5 kHz   2.2-15.5 kHz 

 

The critical frequencies of domain mode (fDM) in both the pure and CNT doped 

composite increase sharply with the increasing bias field. In pure AFLC fDM increases 

from 5.4 kHz at 0.8 V/µm to 11.5 kHz at 1.36 V/µm and is suppressed at 1.42 V/μm 

[33] whereas in its CNT doped composite fDM increases from 2.2 kHz at 2.40V/μm to 

15.5 kHz at 3.60V/μm and then remains constant at 16 kHz up to 4.50V/μm, finally 

suppressed at 4.50 V/μm. It was noted before that about two and half times more bias 

field was required to suppress the Goldstone mode in the AFLC/CNT composite 

compared to the pure. These suggest that the helical structure is more stable in the 

AFLC/CNT composite which implies the increased ordering of the molecules.  
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Figure 6.7. (a) Dielectric increments and (b) critical frequencies as a function of dc 

bias field of the pure AFLC and its composite at Tc–12.5.  
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Figure 6.8. Frequency dependent dielectric dispersion (𝜀 ′) curves in SmC* phase 

under the bias filed of 0V (curve 1), 30V (curve 2) and again 0V (curve 3) of the (a) 

pure AFLC and (b) its nanocomposite.  

The memory effect of the pure and CNT doped composite was also 

investigated. The real part of the permittivity (𝜀 ′ ) was measured as a function of 

frequency at 95oC (SmC* phase) at bias fields of 0V, then 30V and again at 0V after a 

time delay of 8 minutes [Figure 6.8].  At 0V, the value of 𝜀 ′ is high due to Goldstone 

mode relaxation and at 30V, it is very small due to suppression of the GM at such 

high bias field. After a time delay of 8 minutes, 𝜀 ′ was observed to regain the value 

obtained before applying 30V. Therefore, both the pure and the nanocomposite do not 

remain in the unwinding state after withdrawal of the high bias field, which 

essentially implies that they do not have any memory effect.  
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6.3.3  ELECTRO-OPTIC STUDY 

Switching time (τ) is the most important physical parameter for addressing the 

fast LC display devices. In the undoped liquid crystal devices the response time is 

higher due to the presence of ion impurities, so to achieve faster display devices the 

ion density should be reduced. Doping of LCs with CNTs is one of the suitable means 

to achieve it [12, 34]. An improved response time (almost 50% less) was observed in 

a CNT doped deformed helix ferroelectric liquid crystal (DHFLC) by J. Prakash et al. 

[35]. A rapid decrease in the rise time with increasing concentration of CNT was 

observed in a negative dielectric anisotropy nematic host by C.Y. Huang et al. [36]. 

Faster response time in the nano tube doped cells than in pure FLC mixture cell was 

observed by F.V. Podgornov et al. [16]. Improvement of response time of FLC 

material in both thin and thick cells upon doping copper oxide decorated MWCNTs 

was observed by A. Malik et al.[34]. In a CNT doped AFLC cell, almost 40% faster 

response time compared to the pure system was observed by S. Ghosh et al. [18]. This 

decrease in response time in CNT doped nematic, FLC and AFLC system is attributed 

to the decrease in the viscosity, since switching time is directly related to the viscosity 

(𝛾) as follows [37–39] 

𝛾 = 𝜏 ∙ 𝑃𝑠 ∙ 𝐸                                                                              (6.3) 

where E is the electric field applied and 𝑃𝑠 is the spontaneous polarization. As 

discussed in Chapter 2 the delay in occurring of polarization bump in time axis due to 

polarization reversal of square wave pulse is considered as the measure of the 

response time of ferroelectric materials. As an example, time delays in the pure AFLC 

and its CNT composite are compared at Tc–12.5 in Figure 6.9(a).  The delay of the 

polarization bump in the nanocomposite is almost 56% less than that of the pure 

compound. Temperature variation of switching time is compared in Figure 6.9(b) 

which shows that the switching is much faster in the nanocomposite in the entire 

ferroelectric and antiferroelectric phases as was reported in the literature. At 60oC in 

SmCA* phase, the switching time is found to decrease from 435µs to 224µs and at 94 

oC in SmC* phase it reduces to 89 µs from 220 µs.  
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Figure 6.9. (a) The delay of polarization bump of pure AFLC and its CNT composite 

occurring in time axis at Tc–12.5 (b) Variation of switching time with temperature.  
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Figure 6.10. Temperature dependence of spontaneous polarization of (a) Pure AFLC 

and (b) Nanocomposite, fitted curves near Tc is also shown, (c) Temperature 

dependence of rotational viscosity of the pure and the CNT composite.  

The spontaneous polarization (Ps) of the AFLC/MWCNT is also found to 

reduce significantly in the doped system as shown in Figure 6.10. CNTs having an 

unmatched aspect ratio, unmatched electrical properties and distinct dielectric 

anisotropies, when doped in the anisotropic liquid crystalline host, change the 
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spontaneous polarization. A decreased value of Ps was reported by J. Prakash et al. 

[35] in a CNT doped deformed helix FLC system. The Ps data were fitted to the mean 

field equation near Tc and in the pure compound a β value of 0.25 was obtained 

which suggests the ferroelectric to paraelectric transition is tricritical in nature (also 

discussed in chapter 3) whereas in the nanocomposite the β value obtained 0.47 which 

is near to 0.5 and suggests the ferroelectric to paraelectric transition is second order. 

The rotational viscosities, as estimated by the formula (4), are depicted as a 

function of temperature in Figure 6.10(c). In the pure compound, it varies from 0.08 

to 0.82 Pa.s and in the composite it reduces and varies from 0.3 to 0.62 Pa.s up to 34.7 

K below Tc, thus viscosity also reduces substantially in the composite.  

The increase of the orientational order parameter in the CNT doped nematic 

liquid crystals is reported by several authors [22, 40]. Increased nematic–isotropic 

transition temperature, signifying increased orientational order, in gold nano particle 

(GNP) doped NLC composite has been observed [22]. A substantial increase of the 

nematic order parameters are reported in BaTiO3 and Sn2P2S6 particle doped NLC 

systems [40]. In the case of FLCs and AFLCs, the molecular tilt (θ) is considered as 

the primary order parameter which was also observed to increase by several authors 

on CNT doping [41–43]. The tilt angle of an FLC was observed to increase 

approximately from 25o to 28o when doped with –COOH functionalized MWCNTs 

[41]. A similar increase in the tilt angle was reported by Kumar et al. [42] in Pd nano 

particle doped FLC system. Fivefold increase of optical tilt was also reported in GNP 

doped ferroelectric liquid crystal (FLC) mixtures [43]. However, in the present study, 

no change in tilt angle is observed in the doped system in the low temperature regime, 

at high temperatures the tilt is found to increase as shown in Figure 6.11. Since the 

pure AFLC under investigation is orthoconic in nature, the tilt is around 45o, 

therefore, we cannot expect any further increase in its value at low temperature except 

an improvement in their dispersion. An almost similar result was reported in a CNT 

doped orthoconic AFLC having similar molecular structure only difference was in the 

position of the lateral Fluorine atom [18]. 
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Figure 6.11. Variation of optical tilt as a function of reduced temperature (T–Tc).  

The frequency dependent conductivities (σ) of the pure and the 

AFLC/MWCNT composite at 95oC in SmC* phase were measured using the same 

dielectric cell and the obtained results are depicted in Figure 6.12(a). In the low 

frequency region σ is found to be substantially less in the nanocomposite due to 

trapping of the impurity charges by the CNTs. This is clearly shown in Fig. 6.12(b). 

This is also revealed by the fact that in the pure system σ decreases sharply with the 

field at low frequency (60 Hz) whereas in the nanocomposite it remains almost 

constant [Figure 6.13]. However, with frequency σ becomes higher in the doped 

system. High value of conductivity in the undoped sample at lower fields is due to the 

presence of the impurity ions which arise due to aligning layers and during the 

synthesis of the LC materials [44, 45] and disappear at higher fields. CNTs having 

higher electron affinity trap the ions, thereby decrease the ion density in the composite 

at lower fields. The increase of conductivity at higher fields in the composite may be 

due to the mobility of trapped ions. 
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Figure 6.12. (a) Variation of conductivity as a function of frequency, (b) Magnified 

view is shown in the low frequency region.  
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Figure 6.13. Variation of conductivity as a function of dc bias field. 

6.4.  CONCLUSION 

Properties of an AFLC and its MWCNT doped composite have been studied 

and compared. Due to the addition of a small fraction (0.12 wt.%) of MWCNT in the 

AFLC the phase boundaries are lowered and the stability of the SmA* and the SmC* 

phases are found to increase but that of SmCA* phase is decreased. Distinct textural 

changes are observed in different phases. Pitch of the helicoidal structure was found 

to increase with decreasing temperature in the pure compound in both the tilted 

phases, the opposite trend is observed in the composite in the SmC* phase. In the 

antiferroelectric phase, the in-phase antiferroelectric mode is absent in the doped 

system whereas the absolute values and the ranges of the anti-phase antiferroelectric 

mode critical frequency (𝑓𝑃𝐻) and the absorption strength (𝜀𝑃𝐻
′′ ) are found to decrease 

in the doped system. However, the reduction of the dielectric increment (∆𝜀𝐺𝑀) and 

increase of critical frequency (fGM) of the Goldstone mode in the composite have been 

observed and explained using generalized Landau theory. Two fold increase of the 

critical field for suppression of the Goldstone mode in the composite is found, which 

signifies the helical structure in the nanocomposite is more stable than in the pure 

compound. Doping of rigid MWCNTs increases the modulus of elasticity of the 

composite and hence increases SM critical frequency. Moreover, significant reduction 

of spontaneous polarization and switching time is observed in the composite. The 

observed decrease in response time in the doped system is attributed to the decrease in 

the rotational viscosity (𝛾). A lower value of conductivity in the composite signifies 

trapping of impurity ions by the CNTs. 
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7.1 INTRODUCTION  

In Chapter 3 we studied the effect of lateral fluorination in the core on the 

properties of four biphenyl benzoate core AFLCs by various techniques. To probe 

structure-property relationship further, in this chapter we have investigated the effect 

of fluorination in achiral chain. For this we have selected two partially fluorinated 

terphenyl based pure antiferroelectric liquid crystals: (S)–4′′–(6–

perfluorotetranoyoxyhexyl–1–oxy)–2′, – 3′–difluoro – 4 – (1–methylheptyloxy–

carbonyl)–[1,1′:4′,1′′] terphenyl [4F6T] and (S)–4′′–(6–perfluorohexanoyoxyhexyl–

1–oxy)–2′, – 3′–difluoro – 4 – (1–methylheptyloxy-carbonyl)–[1,1′:4′,1′′] terphenyl 

[6F6T]. These compounds were synthesized by Kula et al [1]. The molecular 

structures of these compounds are shown in Figure 7.1. These molecules have 

laterally fluorinated terphenyl core, methyl heptyl carbonyl ester at the chiral chain at 

one side of the core and fluorinated achiral chain having ether linkage another side of 

the core, the achiral chain differ only by the number of the fluorinated carbon atom. 

4F6T has 4 fluorinated carbon atom and 6 oligomethelene spacer and 6F6T has 6 

fluorinated carbon atom and the same 6 oligomethelene spacer in the achiral chain. 

Although another compound, (S)–4′′–(6–perfluoropentanoyoxyhexyl–1–oxy)–2′, – 

3′–difluoro – 4 – (1–methylheptyloxycarbonyl)–[1,1′:4′,1′′] terphenyl [5F6T], having 

5 fluorinated carbon atom and 6 oligomethelene spacer in the achiral chain,  

belonging to the above homologous series, has already been studied and published by 

our group separately before [2], its results are compared with the present compounds 

for the sake of better understanding of structure-property relations but our emphasis is 

on 4F6T and 6F6T. The code name of molecules are nFmT, n and m respectively 

represents the number of C atom in the perfluorinated chain and oligomethylene 

spacer (n=4, 5, 6 and m=6) [1].  

The molecules of this series structurally differ from the DM series, discussed 

in Chapter 3, by the number of fluorinated carbon atom at achiral chain, instead of 

alkoxy group in the chain carbonyl group is attached here, the core is doubly 

flrorinated terphenyl based instead of biphenyl benzoate. Here we discuss the change 

of properties of these three compounds due to the major change with respect to the 

biphenyl benzoate core-based series as well as the change of properties of compounds 

within the series due to the change of the number of fluorinated carbon atom at ahiral 

chain.   
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Like the previous DM series compounds, these compounds are also having 

high tilt (nearly 45o) in the antiferroelectric phase i.e., successive layers are 

orthogonal to each other, so they are orthoconic antferroelectric LCs (OAFLCs). For 

ordinary surface stabilized AFLCs, the contrast ratio is unsatisfactory and light 

leakage is observed. Surface-stabilized OAFLCs are uniaxial negative with the optic 

axis perpendicular to the glass plates and therefore provide a perfect dark state 

between crossed polarizers even if the direction of the smectic layer normal is not 

homogeneous in the plane of the cell [3–4]. Ferroelectric and antiferroelectric liquid 

crystals with different core, achiral and chiral chain and their effect on the mesogenic 

properties have been studied by several groups [5–21]. The nature and extent of 

influence of chain on mesomorphic properties depends upon (i) length of the chain – 

whether the chain is fluorinated or non–fluorinated, (ii) nature of the core –biphenyl 

benzoate or terphenyl or phenyl benzoate etc., (iii) linkage group between achiral 

chain and core, (iv) linkage group (keto or ether or ester) between chiral chain and 

core etc. A small influence of the prolongation of the achiral chain on mesomorphic 

properties was observed in both lactic acid and keto group derivatives while in keto 

group derivatives substantial changes were observed with increasing chiral chain [10, 

21]. Goswami et al. [12] reported depression in melting point with increasing achiral 

chain length and large increase in the thermal range of SmC* phase. On the other 

hand, Dabrowski et al. [22] reported that the fluorination in the achiral chain is 

responsible for appearing SmCA* phase and lengthening of the spacer in this part of 

the molecule increases the range of this phase. There are reports on the increasing 

trend of SmC*–SmCA* transition and clearing point with increasing number of 

fluorinated carbon atom in the achiral chain and this increment is higher in case of 

even number of carbon than odd number [18, 23, 25]. Thus the number of fluorinated 

carbon in the achiral part is found to influence the mesogenic properties of various 

liquid crystalline systems.  

Our main object is to investigate how the thermal ranges of different phases, 

smectic layer spacings, dielectric and electro-optic properties of the two compounds 

(4F6T and 6F6T) are influenced by the achiral chain length. Results of the 

intermediate homologue 5F6T, studied earlier by our group [2], will also be compared 

with present observations wherever possible to throw more light on the structure 
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property relationship. We also want to investigate the suitability of the compounds for 

formulation of mixtures appropriate for display and other applications. 
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Figure 7.1. Molecular structures and transition temperatures (oC) of the molecules 

obtained from texture studies during heating; cooling data are shown within 

parentheses.  

7.2  EXPERIMENTS  

The compounds were taken in EHC homogeneous cells of 10 µm thickness by 

capillary action and then cooled slowly (@  0.2oC/min) in order to get aligned 

samples. For better alignment, a low frequency (~10 Hz) ac field of amplitude 

0.1V/µm was applied in SmC* phase. Phase behaviour and transition temperatures of 

the compounds were investigated by polarizing optical microscopy (POM) (@  

0.2oC/min) and differential calorimetric study (DSC) (@ 3oC/min). Dielectric and 

electro-optical studies were performed using Indium–Tin–Oxide (ITO) (sheet 

resistances about 20Ω/sheet) coated homogeneous (HG) EHC cells. Detail procedures 

of preparation of cell and experimental techniques have been discussed in Chapter 2. 

The frequency response curves were fitted to the modified Cole-Cole equation [26] to 

extract the dielectric increment (∆𝜀) and relaxation frequency (𝑓𝑐) of different modes. 
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7.3  RESULTS AND DISCUSSIONS  

7.3.1    POLARIZING OPTICAL MICROSCOPY (POM) 

Transition temperatures obtained from POM study are shown in Figure 7.1. 

Observed textures in different phases of 6F6T are shown in Figure 7.2, 4F6T showed 

similar textures, so are not presented for brevity. Fan-shaped texture was observed in 

SmA* phase which was transformed to broken fans in SmC* and SmCA* phases. 

Within the broken fans, parallel strips were observed which arose due to the formation 

of helix in tilted smectic phases.  

   

Figure 7.2. Textures of 6F6T in different phases (a) SmCA*(40oC), (b) SmC* (71oC), 

(c) SmA* (95oC), magnification 200x. 

7.3.2      DIFFERENTIAL SCANNING CALORIMETRY (DSC) 

The DSC thermograms of the compounds during heating are presented in 

Figure 7.3. As reported in 5F6T [2], SmCA*- SmC* transition could not be detected 

in 4F6T and 6F6T which might be due to a very small change in enthalpy. Lack of 

such thermal signature at transitions involving higher order smectic phases [27] or at 

transitions involving minimum structural change [28] is not uncommon in liquid 

crystal systems.  The transition temperatures obtained from DSC are slightly higher in 

some cases than those obtained from POM studies which may be due to finite heating 

rate (@3.0 oC/min).  

A systematic decrease in melting point and increase in clearing point were 

observed with the increasing length of the fluorinated achiral chain. Such systematic 

change was also observed in the broadening of SmA* phase. No such behaviour was 

noticed in the thermal range of SmC* and SmCA* phases, rather they exhibit some 

sort of odd-even effect [23-25, 29]. 6F6T exhibited the highest range of SmCA* 
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phase. As discussed in the introduction section, increasing range of SmC* phase was 

reported in a biphenylyl benzoate core-based FLC system [12]. A small influence of 

the prolongation of the achiral chain on the mesomorphic properties of lactic acid and 

keto group derivatives was also observed [10, 21]. 
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Figure 7.3. Typical DSC thermogram obtained for the compounds (a) 4F6T and (b) 

6F6T on heating. 

Table 7.1. Comparison of various thermal parameters obtained from POM study 

during heating  

 

Sample 

Melting Point 

(oC) 

Clearing Point 

(oC) 

Range of phase during heating (oC) 

SmCA* SmC* SmA* 

4F6T 44.6 85.8 11.2 12.9 17.1 

5F6T 41.1 91.9 9.1 21.3 20.4 

6F6T 36.0 99.2 28.0 12.5 22.7 

 

7.3.3 OPTIMIZED GEOMETRY 
 

The molecular structures of the compounds were optimized by PM3 molecular 

mechanics calculations in vacuo using Polak–Ribiere algorithm in a commercial 

package [30] to probe the structure-property relationships. The optimized structures 

along with moments of inertia axes and directions of dipole moments are presented in 

Figure 7.4. Optimized lengths of 4F6T, 5F6T and 6F6T were found to be 35.15, 

35.95 and 36.96 Å respectively. The principal moments of inertia were found to 

increase systematically in all three directions with increasing fluorinated chain length 

as shown in Table 7.2. However, it should be noted that the optimized molecular 

structure may not be in the most extended conformation. 
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(a) 

 

(b) 

 

(c) 

Figure 7.4. Optimized structures along with the directions of dipole moments (red 

line) and principal moments of inertia (black line) of (a) 4F6T, (b) 5F6T and (c) 

6F6T.  

The major components of dipole moments were found to be transverse to the 

long molecular axes for all the molecules.  The molecules showed a quite high value 

of dipole moments – 5.13 D, 5.01 D and 5.10 D for 4F6T, 5F6T, and 6F6T, 

respectively. A similar variation in dipole moments was also observed in a series of 

partially fluorinated biphenylyl benzoate rigid core-based ferroelectric liquid crystals 

[12], observed dipole moments were 5.12 D for 4F4R, 4.95D for 4F5R, 5.05D for 

4F3R and 5.23D for 7F3R system. The molecular conformation and chain length both 

affect the dipole moments in the chiral molecules. Different types of variations of 

dipole moments with chain lengths were reported in literature [31–34] for achiral 

systems. Megnassan and Proutiere [31] and Gueu et al. [32] observed no significant 

change in free molecular dipole moment in nCB series for n=0 to 12. Sarkar et al. [33] 

also observed no change in the dipole moments with chain length in the nCHBT series 

but odd-even effect was dominant. The dipole moments of molecules having even-

numbered chain (4F6T and 6F6T) were higher and almost same (5.13D and 5.10 D 
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respectively) whereas that of odd-numbered chain (5F6T) its value was smaller 

(~5.01D). Thus the odd-even effect was also present in dipole moments of the present 

compounds as observed in the thermal range of the antiferroelectric phase. 

Table 7.2. Molecular lengths, energy, principal moments of inertia and dipole 

moments of the molecules 

Sample Optimized 

molecular 

length 

(Å) 

Energy 

(kCal/ 

mole) 

Moments of inertia in 

10–44 kgm2 

Dipole moment (Debye) 

About 

x–axis 

about 

y–axis 

about 

z–axis 

Total Components 

x y z 

4F6T 35.15 9729 27.8 913.7 925.4 5.13 +0.25 –5.12 +0.13 

5F6T 35.95 10034 36.9 999.2 1017.6 5.01 +0.05 –5.01 +0.02 

6F6T 37.96 10340 44.8 1106.6 1131.5 5.10 –0.28 –5.10 +0.10 

 

7.3.4         SYNCHROTRON RADIATION DIFFRACTION STUDY 

Low and high angle diffraction profiles are shown in Figure 7.5 for 6F6T, 

similar features were observed in 4F6T. Temperature dependence of smectic layer 

thickness (d), measured from synchrotron diffraction study, is shown in Figure 7.6. 

Maximum values of layer spacings in SmA* phase (34.64Å in 4F6T and 37.16 Å in 

6F6T) were found to be, in both cases, almost equal to the optimized lengths of the 

molecules, signifying that the molecular conformation within this phase almost 

similar to that in vacuo. It decreased rapidly with decrease of temperature near the 

SmA*–SmC* transition (𝑇𝑐) indicating tilting of the molecules. The decrement rate 

reduced gradually as the temperature went deeper into the SmC* and SmCA* phase. 

Average layer spacings were observed to be higher in 6F6T compared to 4F6T almost 

by 2.5 Å as expected. A small discontinuity in the layer spacings was observed at 

48oC in 4F6T and 66oC in 6F6T indicating the transition from SmC* to SmCA* phase. 

The lowest values of layer spacing in SmCA* phase were 32.11Å in 4F6T and 34.50 

Å in 6F6T, which means layer shrinkage was roughly 7% in both systems.  

Temperature dependence of d in SmC* phase near 𝑇𝑐, in both 4F6T and 6F6T, 

was observed to be parabolic in nature. As discussed in chapter 2, tilt angle 𝜃 depends 

on the reduced temperature as  𝜃 ∝ (𝑇 − 𝑇𝑐)𝛽  according to generalized mean field 

theory. A value of 0.5 is predicted in a pure second order transition for the critical 

exponent 𝛽 and in the case of second order transition approaching tricritical point 
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(TCP) it is 0.25 [35-36]. Following the argument of Hartley et al. [37] and expanding 

cos up to 4 term,  dC/dA near 𝑇𝑐 can be written as 

dC/dA≈1- a|T- Tc|
½+b|T- Tc|            (7.1) 

when 𝛽 is taken as 0.25. Observed data were fitted nicely to the above equation in 

both the compounds [Figure 7.6(c-d)] signifying that the SmC*– SmA* transition 

was a tricritical type.  
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Figure 7. 5. X-ray diffraction profiles at 44 °C (SmCA*), 72 °C (SmC*) and 84 °C 

(SmA*) of the (a) low angle and (b) high angle diffraction features of 6F6T.  

Estimated correlation lengths across the layers () in 4F6T in SmA* phase 

remained almost constant around at 850Å. At SmA*-SmC* and SmC*-SmCA* 

transitions small discontinuous changes were observed and  values were around 860 

Å in SmC* and 870 Å in SmCA* phase [Figure 7.7(a)]. In other words, correlation 

across the layer was about 24 molecular lengths in SmA* phase and did not increase 

much in SmC* and SmCA* phases. 

However, in SmA* phase of 6F6T the  value initially increased from 1008Å 

to 1028Å with the decrease of temperature and then gradually decreased to 993Å at 

SmA*-SmC* transition temperature. After the transition, it was observed to increase 

gradually in the entire SmC* phase and reached a maximum value of 1071Å at TAF, 

the SmC*-SmCA* transition temperature. Although  decreased slightly from 1068Å 

to 1046 Å in SmCA* phase, it can be considered to remain almost unchanged at 28 

molecular lengths. Almost similar values of correlation lengths () were observed in 

biphenyl benzoate core-based laterally fluorinated ferroelectric compounds [986-

748Å] [38], and comparatively higher values were observed in phenyl 4-phenyl 

benzoate based compound [1450–1160Å] [39] 
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Figure 7.6. Temperature evolution of (a) layer spacing, (b) intermolecular distance of 

4F6T and 6F6T; fitted layer spacings in SmC* phase of (c) 4F6T and (d) 6F6T (see 

text) 

In–plane correlation lengths (
⊥

), on the other hand, were observed to increase 

gradually with the decrease of temperature showing a small discontinuity at the 

transitions in both the compounds [Figure 7.7(b)]. It varies from 15–26.8Å in 4F6T 

and from 19–25.7Å in 6F6T, showing that the rate of increase is higher in 4F6T than 

in 6F6T. Comparatively higher in-plane correlation length (
⊥

) was observed in 

biphenyl benzoate core based laterally fluorinated ferroelectric compounds [21–

24.5Å] [38], and in phenyl benzoate based compound [220–650 Å] [39].  

When the low angle Bragg peak intensity of 6F6T was plotted as a function of 

temperature an anomalous behaviour was seen in the temperature range of 72oC to 

77oC which might be considered as a signature of the presence of a sub–phase, no 

such anomaly was observed in 4F6T as depicted in Figure 7.7(c). This phase may be 

SmC*α phase as discussed in the next section. 
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Figure 7.7. Temperature evolution of correlation lengths (a) across the smectic layers 

(), (b) within the smectic layers (⊥) and (c) intensity of the low angle Bragg peak 

(arbitrary unit) of 4F6T and 6F6T.   

7.3.5   DIELECTRIC STUDY 

The dielectric increment (Δε) of the compounds during the cooling cycle is 

shown in Figure 7.8(a). Both the compounds were found to possess moderately high 

value in SmC* phase. Maximum values of Δε were found to decrease with increasing 

fluorinated achiral chain length (4F6T (173.9), 5F6T (92.2 [2]) and 6F6T (84.8)). A 

gradual decrease of Δε with decreasing temperature in both the compounds can be 

explained assuming stronger biquadratic coupling between tilt and polarization 

compared to bilinear one in the expression for free energy density in the generalized 

Landau model [40]. A decrease of Δε with the decrease of temperature was reported 

in different FLC compounds by several authors [2, 41–43]. An anomaly in the value 

of Δε between SmA* and SmC* phase in 6F6T during heating as well as cooling was 

noticed [Figure 7.8(b)] indicating the existence of a sub–phase in the temperature 

interval 72oC to 76oC which might be SmC* phase. It behaves in an antiferroelectric 
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way at its high-temperature region and in a ferroelectric way at its low-temperature 

region and ferrielectric in between [44–45]. To explain the behaviour of SmC*α phase 

Takanishi et al. [46] proposed that a sequence of different structural states change 

structure quasi-continuously in the narrow temperature interval. Missing of this phase 

in POM and DSC study is not uncommon. Bahr et al. [44] argued that no effect can 

be observed by DSC and polarizing microscopy in the bulk sample, only one 

transition SmC*–SmA* is observed.  

The critical frequencies of all modes of relaxations observed in 4F6T and 6F6T 

are shown in Figure 7.9. Soft mode (SM) in SmA* phase and Goldstone mode (GM) 

in SmC* phase were observed in both the compounds. In SmCA* phase anti-phase 

antiferroeletric mode (PH) and in-phase antiferroeletric mode (PL) were observed in 

6F6T but in 4F6T only PH was observed. The SM critical frequency in 4F6T 

decreased with decrease of temperature (120 kHz–8.5 kHz). In SmC* phase SM could 

be observed only under a bias field of 1.2 V/μm. The critical frequency near 𝑇𝑐 was 

found to increase sharply, depicting a ‘V’ shape behaviour as expected from mean 

field theory [47]. On the other hand, in 6F6T the critical frequency of SM increased 

with decrease of temperature [7.9 kHz–33.6 kHz] in the high temperature region but 

near 𝑇𝑐 it decreased sharply from 33.6 kHz (80oC) to 9.1 kHz (77oC). In this system 

also ‘V’ shape behaviour of SM critical frequency was observed near 𝑇𝑐 under a 

similar bias field. The critical frequency of GM (𝑓𝐺𝑀) was found to decrease with 

decrease of temperature from 540 Hz (68.5oC) to 167 (52oC) in 4F6T whereas in 

6F6T the fGM increased with decrease of temperature from 200 Hz (76 oC) to 765 Hz 

(61 oC) and then the mode continued upto a few degrees in SmCA* phase. This mode 

in SmCA* phase is known as hereditary mode (HM) [43]. 

However, no anomaly was observed in critical frequency in the temperature 

interval of the proposed SmC*α phase. The critical frequency of high frequency anti-

phase mode (𝑓𝑃𝐻) in the 4F6T system was observed to increase with decreasing 

temperature from 55.3 kHz to 200 kHz whereas in the 6F6T system it increased from 

90 kHz to 980 kHz, also showing a step increase at 34oC at which PL appeared. Like 

other compounds [38, 48] the critical frequency of PL mode in 6F6T decreased with 

decrease of temperature. 

 



  

    Chapter 7 
 

  

188 
 

20 30 40 50 60 70 80 90

0

50

100

150

200
(a)

SmA*

SmC*

SmC
A
*

SmC
A
*

SmC*



T(
o
C)

 4F6T

 6F6T

 

 

20 30 40 50 60 70 80 90 100 110

0

20

40

60

80

100

120

140

(b)

S
m

C
*



 

 

 

 Cooling

 Heating

T(
o
C)

6F6T 

 

Figure 7.8. Dielectric increment Δε (a) of 4F6T and 6F6T during cooling, (b) of 6F6T 

during heating and cooling showing anomaly. 
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Figure 7.9. Temperature dependence of relaxaiton frequencies (𝑓𝑐) of various 

relaxation modes in (a) 4F6T and (b) 6F6T. 

7.3.6         ELECTRO-OPTIC STUDY 
 

7.3.6.1        SPONTANEOUS POLARIZATION (PS) 

In order to study the field required to obtain saturation polarization, 𝑃𝑠 was 

measured with an increasing ac field at a particular temperature. With the increasing 

field, the number of molecules participating in switching increased and after a certain 

field all the molecules oriented in the direction of the field and the polarization 

became saturated [Figure 7.10(a)]. The field required for saturation polarization 

(𝐸𝑠𝑎𝑡) was found to increase linearly with the decrease of temperature [Figure 

7.10(b)], signifying that more driving force was required to align the molecules at 

lower temperature. 4F6T also showed similar behaviour. In 4F6T the value of 𝐸𝑠𝑎𝑡  
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was 1.00 V/µm at 9.2oC below Tc whereas in 6F6T its value was more than double 

(2.26 V/µm) at the same temperature below Tc. 
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Figure 7.10. (a) Polarization versus field in 6F6T at different temperatures and (b) 

linear increase of saturation field (𝐸𝑠𝑎𝑡) with decreasing temperature. 

Moderate values of spontaneous polarizations (𝑃𝑠) were observed which are 

suitable for display applications [49–51]. 𝑃𝑠 was found to decrease slowly in the lower 

temperature region and rapidly in the high temperature region of SmC* phase as 

shown in Figure 7.11. Maximum value of 𝑃𝑠 was 93.6 nC/cm2 in 4F6T and 103.0 

nC/cm2 in 6F6T while in 5F6T it was 118.7 nC/cm2 [2]. A similar increasing trend 

with the fluorinated achiral chain was observed before [41, 52]. A compound with 

biphenylyl benzoate core and 4 perfluorinated carboxylate C atoms and 3 

oligomethelene spacers in achiral chain (4F3R) exhibited 𝑃𝑠 value 41.66 nC/cm2 [41].  

Keeping number of perfluorinated C atom same when oligomethelene spacer was 

increased to 6 (4F6R), the 𝑃𝑠 value increased to 50 nC/cm2 and when 8 perfluorinated 

C atoms and 2 oligomethelene spacers were introduced (8F2R) it became 93 nC/cm2 

[52]. It was inferred that the 𝑃𝑠 increased with an increase of perfluorinated C atoms 

as well as oligomethelene spacers in the achiral chain but an increase of 

perfluorinated C atom was more effective. In the present study, the 𝑃𝑠 was observed to 

increase with the increase of achiral chain length, although in 5F6T the increment was 

more than in 6F6T which may be due to the odd-even effect [29]. In both the 

compounds the measured 𝑃𝑠 data were found to fit nicely to the mean–field 

equation  𝑃𝑆 = 𝑃𝑜(𝑇 − 𝑇𝐶)𝛽 with 𝛽 = 0.25 near 𝑇𝑐 signifying that the SmC*–SmA* 

transition is a tricritical type [37] as observed in layer spacing. 
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Figure 7.11. Temperature variation of spontaneous polarization of (a) 4F6T and (b) 

6F6T, fitted curves near 𝑇𝑐 is also shown 

7.3.6.2        OPTICAL AND X-RAY TILT 

The optical tilts (𝜃𝑜𝑝𝑡) were found to increase sharply with the decrease of 

temperature near Tc and reached nearly 45o in SmCA* phase in both the compounds 

[Figure 7.12], which indicated that both the compounds were orthoconic 

antiferroelectric in nature. On the other hand, although the x-ray tilts (𝜃𝑋−𝑟𝑎𝑦) of the 

compounds showed similar temperature variation but their maximum values were 

21.8o and 22.0o respectively [Figure 7.13], much less than the optical tilts. As 

discussed in Chapter 3, in four members of a biphenyl benzoate core-based 

homologous series (DM series) exhibiting orthoconic antiferroelectric nature, the 

𝜃𝑋−𝑟𝑎𝑦  were found to vary within 23.8o - 27.1o [38].   
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Figure 7.12. Temperature variation of optical tilt of (a) 4F6T and (b) 6F6T, fitted 

curves near 𝑇𝑐 is also shown. 
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Figure 7.13. Temperature variation of x-ray tilt of (a) 4F6T, (b) 6F6T, fitted curves 

near 𝑇𝑐 is also shown. 

Similar lower values of x-ray tilt than optical tilt were reported before by 

several other authors [53-55], although the existence of higher x-ray tilt than optical 

tilt was also observed by Meier et al.[56]. This discrepancy has been explained in 

chapter 3. Tilts in both 4F6T and 6F6T were fitted nicely to the power-law with 𝛽 =

0.25 near 𝑇𝑐 in both the compounds signifying again the tricritical nature of SmC* – 

SmA* transition.  

7.3.6.3   SWITCHING TIME 

The switching time of ferroelectric and antiferroelectric liquid crystals is a 

very important parameter from the application point of view because to afford a video 

rate time sequential colour micro-display switching time should be low [14, 57–58]. 

Both the compounds showed sub-millisecond switching time and it increased with 

decrease of temperature from 𝑇𝑐 [Figure 7.14]. Similar nature of temperature 

variation of 𝜏 was observed in other compounds [38, 59]. The maximum value of 𝜏 

was found to be 744µs in 4F6T and 828µs in 6F6T at 𝑇𝐴𝐹. Within SmCA* phase 𝜏 

increased sharply to 926µs in 6F6T, it could not be measured in 4F6T [Figure 7.14].  

In a homologous series of ferroelectric liquid crystals with partially fluorinated 

biphenylyl benzoate core and different number of fluorinated carbon and 

oligomethelene spacer in achiral chain (nFmR), Goswami et al. [59] reported the 

switching time as 80µs in 4F3R, 122.6µs in 5F3R and 158µs in 6F3R and observed 

that the 𝜏 increased with increasing number of fluorinated carbon in achiral chain, 
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thus with increasing achiral chain length. Same is found to be true in the present 

compounds. 
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Figure 7.14. Comparison of temperature dependence of switching time. 

7.3.6.4   EFFECT OF FIELD ON FERROELECTRIC-

ANTIFERROELECTRIC TRANSITION TEMPERATURE (𝑻𝑨𝑭) 

In order to study the effect of ac field on SmC*–SmCA* transition temperature 

(𝑇𝐴𝐹), the optical texture of the compounds were monitored with decreasing 

temperature under fixed low frequency (~10 Hz) ac fields and the temperatures at 

which the phase change took place were noted.  𝑇𝐴𝐹 was observed to decrease linearly 

with an increasing field (𝐸𝑐) in both the compounds as shown in Figure 7.15. In 

4F6T, 𝑇𝐴𝐹 was found to depress by 18.3oC at 5.18 V/𝜇m and in 6F6T it depressed by 

35.5 oC at 4.4 V/𝜇m. The gradient of depression of  𝑇𝐴𝐹 was higher in 6F6T (~8.19 

oC/(V/µm)) than in 4F6T (~5.16oC/(V/µm)).  
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Figure 7.15. AC field dependence of SmC*–SmCA* transition temperature (𝑇𝐴𝐹) of 

4F6T and 6F6T.  
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A selected list of parameters of 4F6T, 5F6T, 6F6T are gathered in Table 7.3 

for ease of comparison. 

Table 7.3. Selected list of parameters of 4F6T, 5F6T, 6F6T 

Parameter 

 

4F6T 

 

5F6T 

 

6F6T 

 
µ (D) 5.13 5.01 5.10 

D (Å) (max) 5.17 

 

5.36 

d (Å) (max) 34.64 

 

37.16 

  (Å) (max) 870 

 

1071 

 (Å) (max) 26.8 

 

25.7 

Δ𝜀GM (max) 173.9 92.2 84.4 

𝑓𝐺𝑀(Hz) 167-540 590-1190 200-765 

𝑓𝑆𝑀(kHz) 8.5-120 2.5-65.8 7.9-33.6 

𝑓𝑃𝐿(kHz) 

  

14.3-39.5 

𝑓𝑃𝐻  (kHz) 55.3-200 

 

90-980 

𝑃𝑠 (nC/cm2) (max) 93.6 118.7 103 

𝜏 (µs) (max) 744 

 

926 

 

 

7.4  CONCLUSION 

In order to investigate the correlation between structure and property, two 

terphenyl core based antiferroelectric liquid crystals – 4F6T and 6F6T – differing only 

in the number of fluorinated carbon at achiral chain have been studied using different 

experimental techniques and their properties have also been compared with the 

intermediate homologue 5F6T [2] wherever possible. Although all of them exhibited 

antiferroelectric-ferroelectric-paraelectric (SmCA*- SmC*-SmA*) phase sequence, 

melting point was observed to decrease with increasing achiral chain length but 

clearing point showed opposite trend, range of SmCA* and SmC* phases showed odd-

even effect like the molecular dipole moments and spontaneous polarization. Layer 

spacings, average intermolecular distances and correlation lengths across the smectic 

planes were also observed to increase with achiral chain length. Temperature 

dependence of layer spacings suggests tricritical nature of SmC*-SmA* transition 

which is also supported by temperature dependent x-ray tilt, optical tilt and 

spontaneous polarization. Dielectric increments decreased with increased achiral 

chain. Both soft mode and Goldstone mode critical frequencies were found to 

decrease with decreasing temperature in the lower derivative but opposite behaviour 
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was observed in the higher derivative. Both the compounds, however, showed Curie–

Weiss behaviour in soft mode near 𝑇𝑐. Goldstone mode critical frequency was much 

higher in 6F6T. Both PL and PH modes were observed in SmCA* phase but in 4F6T 

only PH was observed and in 5F6T both modes were absent. Optical tilts exhibited 

orthoconic nature of the SmCA* phase in both the compounds. However, X-ray tilt 

was much less and the discrepancy was explained.Both the compounds showed sub-

millisecond order switching time which was also found to increase with achiral chain 

length. Antiferroelectric-ferroelectric transition temperature (𝑇𝐴𝐹) was observed to 

decrease with increasing ac field, effect was more in the higher derivative compared 

to the lower one. SmC*α  phase may be present within a small temperature range 

between SmA* and SmC* phases in 6F6T.  

It is thus concluded that the thermal range of different phases, smectic layer 

spacings, various dielectric and electro-optic properties of the two terphenyl based 

compounds are significantly influenced by the achiral chain length, some of the 

properties show an increasing trend with chain length whereas some others exhibit 

opposite trend, even there is an indication of presence of a new phase (SmC*) in the 

higher derivative. Another important conclusion is that the ferroelectric to paraelectric 

phase transition is tricritical in nature and the ferroelectric-antiferroelectric transition 

temperature decreases with electric field in both the compounds. Moreover, because 

of the orthoconic nature of the SmCA* phase with sub-millisecond switching time and 

moderate spontaneous polarization these two compounds are expected to be suitable 

for preparation of mixtures suitable for display and non-display applications [14-15, 

49-50, 60-67].  
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Summary and Conclusions: 

Liquid crystals are very important soft material in the field of material 

research. With their fascinating physical and electro-optical properties they find 

application mainly in the display technology as well as in other areas. 

Antiferroelectric liquid crystals are important class of liquid crystals for their tristate 

switching, microsecond response, hemispherical viewing angle and no–ghost effect. 

Moreover, a perfect dark state can be achieved using the orthoconic antiferroelectric 

liquid crystals as these are uniaxially negative crystal and the optic axis is 

perpendicular to the glass plates of the cell. Therefore for proper application of these 

kinds of materials it is very much essential to study their structure-property 

relationship. These structure-property studies will also help in the understanding of 

the engineering of the better materials. As no single compounds satisfy the conditions 

required for display applications, preparing mixture is an alternative means to meet 

the requirements of the displays. With these aims and objectives we have made 

detailed investigation on six pure antiferroelctirc liquid crystals - DM0, DM1, DM2, 

DM3, 4F6T, and 6F6T. The first four compounds are biphenyl benzoate core based 

(DM series) while the remaining two compounds are doubly fluorinated terphenyl 

core based (6T series). We have also investigated in detail three formulated mixtures - 

a binary eutectic mixture (M3) of DM0 and DM3 in equal weight percent, a multi-

component mixture (M6) of equal weight percent of all the DM series compounds 

and a mixture of MWCNT and DM1. All the nine systems have been studied using 

POM, DSC, X-ray diffraction, frequency dependent dielectric spectroscopy and 

electro-optic techniques.  

Although the conclusions of these studies have been mentioned while presenting 

the detailed results in previous chapters in this chapter we summarize below the 

overall conclusions of the present dissertation.  Most of the results have already been 

published in various scientific journals of international repute, a list of which is given 

in Appendix B.  

 All the six pure compounds are found to exhibit antiferroelectric, ferroelectric 

and paraelectric phases. No change in phase sequence is observed either due to 

large change in core structure (DM series and 6T series) or due to change in 
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lateral fluorination in core (DM series) or due to increased fluorinated achiral 

chain length (6T series).  

 Melting point is found to decrease due to core fluorination at ortho and meta 

positions (DM1 and DM2) and increasing achiral fluorinated chain length 

(4F6T and 6F6T), however, for double fluorination in core (DM3) it increases. 

Clearing point also decreases in all the core fluorinated compounds in DM series 

compared to the protonated core one, while in 6T series it increases with 

increasing fluorinated chain length.  

 Thermal range of the antiferroelectric phase increases in DM1 but decreases in 

DM2 and DM3 but the range of ferroelectric phase is found to decrease in all the 

fluorinated compounds. On the other hand, in 6T series compounds thermal 

ranges of both the phases are found to exhibit odd-even effect.  

 All the compounds exhibit quite strong dipole moments. Dipole moment 

increases with increasing core fluorination but with increasing fluorinated chain 

length it shows odd-even effect. Fluorinated DM series compounds have higher 

dipole moments than 6T series compounds. 

 The average intermolecular spacing is found to decrease with single fluorination 

in core, however, it increases with double fluorination in core or with 

fluorinated chain length.  

 Layer spacings in orthogonal SmA* phase increases with single lateral 

fluorination in core (DM1 and DM2) whereas it is found to decrease with double 

fluorination in core (DM3) but it is found to increase with fluorinated chain 

length (6T series). These spacings are less than the optimized molecular lengths 

in all systems but substantial in DM series implying that the molecules are in 

different conformations than in vacuo condition or the molecules are tilted with 

azimuthal degeneracy as in de Vries phase or both.  

 Temperature variation of layer spacing in SmC* phase shows a parabolic nature 

near the critical temperature Tc, implying that the paraelectric-ferroelectric 

(SmA*–SmC*) transition is nearly tricritical in nature in all the systems. 

Temperature dependence of spontaneous polarization also supports this 

conclusion.  

 All the compounds, fluorinated either in core or in chain or in both, are found, 

considering their tilts, to be of orthoconic antiferroelectric nature. X-ray tilts are, 

however, much less as observed in many other systems. 
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 All the compounds exhibit very large dielectric increment (∆ε) in SmC* phase 

but in DM series values are much higher than in 6T series. Maximum value of  

∆ε  is found to decrease with single fluorination and increase with double 

fluorination in DM series compared to the protonated core compound while it 

decreases with increasing fluorinated chain length in 6T series.  

 Goldstone mode and soft mode critical frequencies are much higher in DM 

series compounds than in 6T series compounds. Critical frequencies of all the 

relaxation modes (PL, PH, GM and SM) are found to decrease with lateral 

fluorination in DM series compounds whereas in 6T series GM critical 

frequency shows an odd-even effect and SM critical frequency decreases with 

increasing fluorinated chain.  

 Although SM is observed within SmA* phase in all the DM series compounds, 

but only when the core is doubly fluorinated (DM3) SM is also observed within 

SmC* phase near 𝑇𝑐 and it shows Curie–Weiss behaviour. On the other hand, 

both the 6T series compounds exhibit such behaviour.  

 Significantly higher field is required for saturation of the spontaneous 

polarization with increasing lateral fluorination in core and also with increasing 

fluorinated chain length. However the maximum values of the spontaneous 

polarization are much higher in DM series compounds compared to 6T series 

compounds. 

 In all systems sub-millisecond response time is observed. However, increasing 

fluorination in core and increasing fluorinated chain length, result in the slower 

response of the molecules under a square pulse. 

 Antiferroelectric-ferroelectric transition temperature 𝑇𝐴𝐹 is found to decrease 

with increasing ac field, decrement rate is faster in longer fluorinated chain 

molecule.   

 A eutectic antiferroelectric mixture (M3) is formed when equal weight percent 

of the protonated core and doubly fluorinated core compounds DM0 and DM3 

are mixed. The mixture shows the same phase sequence (Cr–SmCA*–SmC*–

SmA*–Iso) as in the pure compounds but with increased range of SmCA* phase. 

But when equal weight percent of all four DM series compounds are mixed 

(M6) the thermal range of SmCA* phase increases further and the phase persists 
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much below room temperature. Both the mixtures (M3 and M6) retain the 

orthoconic nature of the antiferroelectric phase of the pure components. 

 Properties of both the mixture are not always found to be proportional to the 

concentration of the pronated core and the fluorinated core components.  

 Four collective relaxation modes (PL, PH, GM, and SM) are observed in both the 

mixtures like the pure compounds, however, their critical frequencies are not 

always proportional to the concentration of the pure compounds. The critical 

field for the suppression of the PL and Goldstone modes increases significantly 

in the mixtures. Also, the GM mode dielectric increment decreases significantly. 

Like the pure compounds, the hereditary mode is observed in both the mixtures, 

however, domain mode is observed only in the four-component mixture M6.  

 ‘V’ shape variation of soft mode critical frequency and inverse of dielectric 

increment is exhibited by the four –component mixture M6 like the pure 

compound DM3, but not by the mixture M3 which although it is a mixture of 

DM0 and DM3. 

 Ferroelectric–paraelectric transition temperature (Tc) of both the mixtures M3 

and M6 is found to increase linearly with bias field which could be explained 

using the Landau model.  

 Spontaneous polarizations of both the mixtures are found to be in between those 

of the pure compounds. Switching time also exhibits similar behaviour and 

observed to be less than a millisecond.  

 When a small fraction (0.12 wt.%) of functionalized multi-walled carbon nano 

tube is mixed in one of the core fluorinated DM series compound (DM1) the 

phase sequence does not alter but the phase boundaries are lowered and the 

stability of the paraelectric and the ferroelectric phases are found to increase but 

that of the antiferroelectric phase is decreased. Pitch of the helicoidal structure 

does not change appreciably in the composite, but it is found to increase with 

decreasing temperature in both the tilted phases in DM1 but an decreasing trend 

is observed in the SmC* phase of the composite.  

 In the antiferroelectric phase of the composite the in-phase antiferroelectric 

mode is completely suppressed whereas the absolute values and the ranges of 

the anti-phase antiferroelectric mode critical frequency (𝑓𝑃𝐻) and the absorption 

strength (𝜀𝑃𝐻
′′ ) are found to decrease. Moreover, decrease of dielectric increment 

(∆𝜀𝐺𝑀 ) and increase of critical frequency (fGM) of the Goldstone mode are 



Chapter 8 

209 
  

observed in the composite. Two fold increase of the critical field for suppression 

of the Goldstone mode in the composite is found, which signifies the helical 

structure in the nanocomposite is more stable than in the pure compound. 

Doping of rigid MWCNTs increases the modulus of elasticity of the composite 

and hence increases SM critical frequency.  

 The composite also retains the orthoconic nature of the antiferroelectric phase. 

 Spontaneous polarization of the composite is less compared to the pure 

compound. Most significantly, switching time in the composite is almost half of 

that of the pure.  

 A lower value of conductivity in the composite signifies trapping of impurity 

ions by the CNTs. 

In fine, it is concluded that the nature of core structure, fluorination in the core and 

chain as well as chain length have pronounced effect in the thermal range of phases 

and various molecular parameters like dipole moments, layer spacings and tilt angles. 

These factors also influence significantly the response of the material to an electric 

field and also their electro-optic behaviour. This study has thrown a significant insight 

into the structure-property relationship of the materials. That all the materials are 

having orthoconic antiferroelectric phase and a mixture of four pure compounds have 

a wide range of antiferroelectric phase far below room temperature with sub-

microsecond switching time signify that materials are expected to be useful for 

formulation of orthoconic antiferroelectric liquid crystal mixture for display 

applications. 
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Two antiferroelectric liquid crystals of different fluorinated chain length have been studied. Although both ex-
hibit antiferroelectric (SmCA*), ferroelectric (SmC*) and paraelectric (SmA*) phases, melting point decreases
with increasing achiral chain length but clearing point shows opposite trend. Thermal ranges of SmCA* and
SmC* phases exhibit odd-even effect like the dipole moments and spontaneous polarization. Layer spacings, av-
erage intermolecular distances and correlation lengths across the smectic planes also increase with chain length.
Temperature dependence of layer spacings, x-ray tilt, optical tilt and spontaneous polarization suggest tricritical
nature of SmC*–SmA* transition. Dielectric increments decreasewith increased achiral chain. Both softmode and
Goldstone mode critical frequencies decrease with decreasing temperature in the lower derivative but opposite
behaviour is observed in the higher derivative. Both the compounds show Curie–Weiss behaviour in soft mode
near SmC*–SmA* transition temperature (Tc). Goldstonemode critical frequency ismuch higher in the higher de-
rivative. Both in-phase and anti-phase antiferroelectric modes are observed in SmCA* phase in the higher deriv-
ative but in the lower derivative only anti-phase antiferroelectric mode is observed. Optical tilts suggest
orthoconic nature of the SmCA* phase of both the compounds. Ferroelectric-antiferroelectric transition temper-
ature decreases with increasing ac field in both compounds.

© 2019 Elsevier B.V. All rights reserved.

1. Introduction

Antiferroelectric liquid crystals (AFLCs) are very attractive for dis-
play applications for their tristate switching, microsecond response,
hemispherical viewing angle and no–ghost effect [1]. In this type of liq-
uid crystals the molecules of successive layers are tilted in opposite di-
rection and hence the dipolar cancellation does not take place via a
helix but directly from neighbour to neighbour unlike in ferroelectric
liquid crystals. The mesophase consisting of chiral molecules in succes-
sive layers with such pattern is termed as antiferroelectric phase
(SmCA*). Antiferroelectric liquid crystals with molecular tilt nearly 45°
are termed as orthoconic antiferroelectric LCs (OAFLCs) since angle be-
tweenmolecules in two neighbouring layers is 90°. For ordinary surface
stabilized AFLCs, the contrast ratio is unsatisfactory and light leakage is
observed. Surface-stabilized OAFLCs are uniaxially negative with the
optic axis perpendicular to the glass plates and therefore provide a per-
fect dark state between crossed polarizers even if the direction of the
smectic layer normal is not homogeneous in the plane of the cell

[1–2]. Ferroelectric and antiferroelectric liquid crystals with different
core, achiral and chiral chains have been studied; their effect on the
mesogenic properties have been discussed by several groups [3–18].
The nature and extent of influence of the molecular structure on meso-
morphic properties depends upon (i) the length of the chain –whether
the chain is fluorinated or non-fluorinated, (ii) nature of the core – bi-
phenyl benzoate or terphenyl or phenyl benzoate etc., (iii) linkage
group between achiral chain and core, (iv) linkage group between chiral
chain and core etc. (keto or ether or ester). A small influence of the pro-
longation of the achiral chain onmesomorphic properties was observed
in both lactic acid and keto group derivatives while in keto group deriv-
atives substantial changes were observed with increasing chiral chain
[8,19]. Goswami et al. [10] reported depression inmelting pointwith in-
creasing achiral chain length and large increase in the thermal range of
SmC* phase. On the other hand Dabrowski et al. [20] reported that the
fluorination in the achiral chain was responsible for appearing SmCA*
phase and lengthening of spacer in this part of molecule increased the
range of this phase. There are reports on the increasing trend of
SmC*–SmCA* transition and clearing point with increasing number of
fluorinated carbon atom in the achiral chain and this increment is
higher in case of even number of carbon than odd number [16,21–22].
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Thus the number of fluorinated carbon in the achiral part is found to in-
fluence the mesogenic properties of various liquid crystalline systems.

We are reporting here results of detailed investigation on two
antiferroelectric liquid crystals viz. (S)–4″–(6–
perfluorotetranoyoxyhexyl–1–oxy)–2′, − 3′–difluoro – 4 – (1–
methyl-heptyloxy–carbonyl)–[1,1′:4′,1″] terphenyl [4F6T] and (S)–4″–
(6–perfluorohexanoyoxyhexyl–1–oxy)–2′, − 3′–difluoro – 4 – (1–
methylheptyloxycarbonyl)–[1,1′:4′,1″] terphenyl [6F6T]. Themolecules
of the series have laterally fluorinated terphenyl core, methyl heptyl
carbonyl ester as the chiral chain at one side of the core and fluorinated
achiral chain having ether linkage on the other side of the core. Molec-
ular structures of the two compounds are shown in Fig. 1, which differ
only by the number of fluorinated carbon atoms in the achiral chain.
The code name of molecules is nFmT, n and m respectively represents
the number of C atom in the perfluorinated chain and oligomethylene
spacer (n = 4, 5, 6 and m = 6) attached to the terphenyl core [23]. All
the compounds are found to exhibit antiferroelectric, ferroelectric and
paraelectric phases.

Ourmain object is to investigate how the thermal ranges of different
phases, smectic layer spacings, dielectric and electro-optic properties of
the two compounds (4F6T and 6F6T) are influenced by the achiral chain
length. Results of the intermediate homologue 5F6T, studied earlier by
our group [24], will also be compared with present observations wher-
ever possible to throwmore light on the structure property relationship.
We also want to investigate the suitability of the compounds for formu-
lation of mixtures appropriate for display and other applications.

2. Experimental

The compounds were investigated by different experimental tech-
niques – polarizing optical microscopy (POM), differential scanning cal-
orimetry (DSC), structural optimization by molecular mechanics,
synchrotron radiation scattering, dielectric spectroscopy and electro–
optic measurements. The textures of the samples were investigated
and phases were identified using Olympus BX41 polarizing microscope
fitted with moticam 2500 camera (5.0 megapixel) and was recorded in
a PC using motic 2.0 software. The temperature was controlled using
Mettler FP90 central processor and FP82HT hot stage. The thermal be-
haviour of the compounds was investigated using Mettler FP84HT dif-
ferential scanning calorimeter. The structural aspects of the samples
were studied using synchrotron radiation facility (P07 beamline at
Physics Hutch station of PETRA III) at DESY, Hamburg, Germany. The de-
tails of diffraction experiment were described in our earlier communi-
cation [25]. Smectic layer spacing (d) and average intermolecular
distances (D) were determined from the low and high angle diffraction
features. The layer spacings (d) were determined using Bragg equation,
2dsinθd = λ, and the average intermolecular distances (D) were deter-
mined usingmodified Bragg formula, 2Dsin θD=1.117λ [26]. Positional
correlation lengths, across (ξ‖) and within the plane (ξ⊥), were esti-
mated using the formula, ξ = 2π/FWHM, where FWHM was the full

width at half maxima of the low and high angle intensity profile respec-
tively [27–28]. The Bragg peak angles and the FWHMs were determined
fitting the relevant intensity profile data to a Lorentzian function using
commercial software. Under rigid rod approximation, tilt of the mole-
cules with respect to the layer normal, often referred to as primary
order parameter of chiral liquid crystals, was calculated using the for-
mula cos−1(d/dA), where dA is the layer spacing in SmA* phase.

The dielectric spectroscopic measurements were performed using
HIOKI 3532–50 impedance analyzer in frequency range of 50 Hz–
5 MHz. Polyimide coated planar EHC cells of thickness 10 μm, made of
ITO coated glass electrodes of very low sheet resistance were used for
both dielectric and electro-optic measurements. The cell was filled by
capillary action keeping the sample in isotropic state and cooled very
slowly (@0.2 °C/min) in presence of an ac field of amplitude 10 V and
frequency 10 Hz to achieve the proper alignment. Mettler hot stage
and controller (accuracy ±0.1 °C) were used for temperature regula-
tion. An automatic data acquisition arrangement was made with the
help of RS232 interface with a PC. The real and imaginary parts of per-
mittivity were fitted non-linearly to the modified Cole–Cole equation
(Eq. (1)) [29–30] in order to extract the different dielectric parameters
of various modes.

ε� ¼ ε0−iε00 ¼ ε ∞ð Þ þ∑k
Δεk

1þ iωτkð Þ1−αk
−i

σ
2πϵ0

1
fn

� �
ð1Þ

Here Δεk = ε(0) – ε(∞) is dielectric increment or strength of k-th
mode of relaxation, (ε(0) and ε(∞) being the real part of the low and
high frequency limit permittivities), τk is relaxation time (inverse of
critical angular frequency) and αk is a symmetry parameter signifying
deviation from the Debye type behaviour of kth mode relaxation pro-
cess, ϵ0 is dielectric permittivity of the free space and σ is the conductiv-
ity of the cell that arises due to charge impurities which contributes
mainly in the low frequency region, n is a fitting parameter which is
close to 1 in case of ohmic conductivity.

Spontaneous polarization of the compoundswasmeasured by trian-
gular wave technique introduced by Miyasato et al. [31] and was calcu-
lated using the formula

Ps ¼ 1
2ARs

Z
V tð Þdt ð2Þ

Here A is the effective area of the cell, Rs is the resistance in series
with the LC cell, voltage drop V(t) across which is measured as a func-
tion of time with a digital storage oscilloscope (Tektronix 2012B) and
the factor 2 appears because polarization peak occurs twice in a voltage
cycle.

The response of the ferroelectric polarizations are not instantaneous
to the applied field, the polarization peak appears on the exponential
decay curve away on the time scale from the square-pulse edge. The re-
sponse time is the measure of this delay [32].
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Fig. 1. Molecular structures and transition temperatures (°C) of the molecules obtained from texture studies during heating; cooling data are shown within parentheses.
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3. Results and discussion

3.1. Polarizing optical microscopy (POM) and differential scanning calori-
metric (DSC) study

Transition temperatures obtained from POM study are shown in
Fig. 1. Observed textures in different phases of 6F6T are shown in
Fig. 2. Fan shaped texturewas observed in SmA* phasewhichwas trans-
formed to broken fans in SmC* and SmCA* phases. Within the broken
fans parallel strips were observed which arose due to the formation of
helix in tilted smectic phases.

The DSC thermograms of the compounds during heating are pre-
sented in Fig. 3. As reported in 5F6T [24], SmCA*-SmC* transition could
not be detected in 4F6T and 6F6T which might be due to very small
change in enthalpy. Lack of such thermal signature at transitions involv-
ing higher order smectic phases [27] or at transitions involving mini-
mum structural change [33] is not uncommon in liquid crystal
systems. The transition temperatures obtained from DSC are slightly
higher, in some cases, than those obtained from POM studies which
may be due to finite heating rate (@3.0 °C/min).

A systematic decrease inmelting point and increase in clearing point
were observed with increasing length of the fluorinated achiral chain.
Such systematic change was also observed in the broadening of SmA*
phase. No such behaviour was noticed in the thermal range of SmC*
and SmCA* phases, rather they exhibit some sort of odd even effect
[16,21–22,34]. 6F6T exhibited highest range of SmCA* phase (see
Table 1). As discussed in the introduction section, increasing range of
SmC* phase was reported in a biphenylyl benzoate core based FLC sys-
tem [10]. A small influence of the prolongation of the achiral chain on
the mesomorphic properties of lactic acid and keto group derivatives
was also observed [8,19].

3.2. Optimized geometry

The molecular structures of the compounds were optimized by PM3
molecular mechanics calculations in vacuo using Polak–Ribiere algo-
rithm in a commercial package [35] to probe structure-property rela-
tionship. The optimized structures along with moments of inertia axes
and directions of dipole moments are presented in Fig. 4. Optimized
lengths of 4F6T, 5F6T and 6F6T were found to be 35.15, 35.95 and
36.96 Å respectively. The principal moments were found to increase
systematically in all three directions with increasing fluorinated chain
length as shown in Table 2. However, it should be noted that the opti-
mized molecular structure may not be in the most extended
conformation.

The major components of dipole moments were found to be trans-
verse to the long molecular axes for all molecules. The molecules
showed quite high value of dipole moments – 5.13 D, 5.01 D and 5.10
D for 4F6T, 5F6T and 6F6T, respectively. A similar variation in dipolemo-
ments were also observed in a series of partially fluorinated biphenylyl

benzoate rigid core based ferroelectric liquid crystals [10], observed di-
polemomentswere 5.12D for 4F4R, 4.95D for 4F5R, 5.05D for 4F3R and
5.23 D for 7F3R system. The molecular conformation and chain length
both affect the dipole moments in the chiral molecules. Different types
of variations of dipolemoments with chain lengthswere reported in lit-
erature [36–39] for achiral systems. Megnassan and Proutiere [36] and
Gueu et al. [37] observed no significant change in free molecular dipole
moment in nCB series for n=0 to 12. Sarkar et al. [38] also observed no
change in the dipolemomentswith chain length in the nCHBT series but
odd–even effect was dominant. The dipole moments of molecules hav-
ing even numbered chain (4F6T and 6F6T) were higher and almost
same (5.13D and 5.10D respectively) whereas that of odd numbered
chain (5F6T) its value was smaller (~5.01D). Thus the odd–even effect
was also present in dipole moments of the present compounds as ob-
served in the thermal range of the antiferroelectric phase.

3.3. Synchrotron diffraction study

Peaks of low and high angle diffraction profiles of 6F6T are shown in
Fig. 5, similar features were observed in 4F6T. Temperature dependence
of smectic layer thickness (d), measured from synchrotron diffraction
study, is shown in Fig. 6. Maximum values of layer spacings in SmA*
phase (34.64 Å in 4F6T and 37.16 Å in 6F6T) were found to be, in both
cases, almost equal to the optimized lengths of themolecules signifying
that the molecular conformation within this phase almost similar to
that in vacuo. The layer spacing decreased rapidly with decrease of tem-
perature near the SmA*–SmC* transition (Tc) indicating tilting of the
molecules. Decrement rate reduced gradually as the temperature went
deeper into the SmC* and SmCA* phase. Average layer spacingswere ob-
served to be higher in 6F6T compared to 4F6T almost by 2.5 Å as ex-
pected. A small discontinuity in the layer spacings was observed at 48
°C in 4F6T and at 66 °C in 6F6T indicating the transition from SmC* to
SmCA* phase. The lowest values of layer spacing in SmCA* phase were
32.11 Å in 4F6T and 34.50 Å in 6F6T, which means layer shrinkage
was roughly 7% in both systems.

Temperature dependence of d in SmC* phase near Tc, in both 4F6T
and 6F6T, was observed to be parabolic in nature. Tilt angle θ depends
on the reduced temperature as θ ∝ (T − Tc)β according to generalized
mean field theory. A value of 0.5 is predicted in a pure second order
transition for the critical exponent β and in case of second order transi-
tion approaching tricritical point (TCP) it is 0.25 [40–41]. Following the
argument of Hartley et al. [42] and expanding cosθ up to θ4 term, dC/dA
near Tc can be written as

dC=dA ≈ 1−a T−Tcj j½ þ b j T−Tc j ð3Þ

when β is taken as 0.25. Observed data fitted nicely to the above equa-
tion in both the compounds (Fig. 6(c–d)) signifying that the SmC*–
SmA* transition was a tricritical type.

(a) (b) (c)

Fig. 2. Textures of 6F6T in different phases (a) SmCA*(40 °C), (b) SmC* (71 °C), (c) SmA* (95 °C), magnification 200×.
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On theother hand, average intermolecular distance (D)was found to
decrease almost linearly with decreasing temperaturewithout showing
any significant change at transitions in both the compounds. It de-
creased from 5.17 Å (SmA*) to 4.94 Å (SmCA*) in 4F6T while in 6F6T
from 5.36 Å (SmA*) to 5.07 Å (SmCA*). Thus increase in D was small
due to the increase of achiral chain length by two fluorinated carbon
atom.

Estimated correlation lengths across the layers (ξ||) in 4F6T in SmA*
phase remained almost constant around at 850 Å. At SmA*-SmC* and
SmC*-SmCA* transitions small discontinuous changes were observed
and ξ|| values were around 860 Å in SmC* and 870 Å in SmCA* phase
(Fig. 7(a)). In other words, correlation across the layer was about 24
molecular lengths in SmA* phase and did not increase much in SmC*
and SmCA* phases.

However, in SmA* phase of 6F6T the ξ|| value initially increased from
1008 Å to 1028 Å with decrease of temperature and then gradually de-
creased to 993 Å at SmA*-SmC* transition temperature. After the transi-
tion it was observed to increase gradually in the entire SmC* phase and
reached a maximum value of 1071 Å at TAF, the SmC*-SmCA* transition
temperature. Although ξ|| decreased slightly from 1068 Å to 1046 Å in
SmCA* phase, it can be considered to remain almost unchanged at 28
molecular lengths. Almost similar values of correlation lengths (ξ||)
were observed in biphenyl benzoate core based laterally fluorinated fer-
roelectric compounds [986–748 Å] [25], and comparatively higher
values were observed in phenyl 4-phenyl benzoate based compound
[1450–1160 Å] [43].

In–plane correlation lengths (ξ⊥), on the other hand, were observed
to increase gradually with decrease of temperature showing a small dis-
continuity at the transitions in both the compounds (Fig. 7(b)). It varies
from 15 to 26.8 Å in 4F6T and from 19 to 25.7 Å in 6F6T, showing that
the rate of increase is higher in 4F6T than in 6F6T. Comparatively higher
in-plane correlation length (ξ⊥) was observed in biphenyl benzoate
core based laterally fluorinated ferroelectric compounds [21–24.5 Å]
[25], and in phenyl benzoate based compound [220–650 Å] [43].

When the low angle Bragg peak intensity of 6F6T was plotted as a
function of temperature an anomalous behaviour was seen in the tem-
perature range of 72 °C to 77 °C which might be considered as a signa-
ture of the presence of a sub–phase, no such anomaly was observed in

4F6T as depicted in Fig. 7(c). This phase may be SmC*α phase as
discussed in the next section.

3.4. Dielectric spectroscopy

Thedielectric increment (Δε) of the compounds during cooling cycle
is shown in Fig. 8(a). Both the compounds were found to possess mod-
erately high value in SmC* phase. Maximum values of Δεwere found to
decrease with increasing fluorinated achiral chain length (4F6T (191.9),
5F6T (92.2[12]) and 6F6T (84.8)). Gradual decrease of Δεwith decreas-
ing temperature in both the compounds can be explained assuming
stronger biquadratic coupling between tilt and polarization compared
to bilinear one in the expression for free energy density in the general-
ized Landau model [44]. Decrease of Δε with decrease of temperature
was reported in different FLC compounds by several authors
[24,30,45–46]. An anomaly in the value of Δε between SmA* and SmC*
phase in 6F6T during heating as well as cooling was noticed (Fig. 8
(b)) indicating the existence of a sub–phase in the temperature interval
72 °C to 76 °C which might be SmCα* phase. It behaves in an
antiferroelectric way at its high-temperature region and in a ferroelec-
tric way at its low-temperature region and ferrielectric in between
[47–48]. To explain the behaviour of SmC*α phase Takanishi et al. [49]
proposed that sequence of different structural states change structure
quasi-continuously in the narrow temperature interval and Bahr et al.
[47] argued that no effect can be observed by DSC and polarizing mi-
croscopy in the bulk sample, only one transition SmC*–SmA* is
observed.

The critical frequencies of all modes of relaxations observed in 4F6T
and 6F6T are shown in Fig. 9. Softmode in SmA* phase, Goldstonemode
in SmC* phase were observed in both the compounds. In SmCA* phase
anti-phase antiferroelectric mode (PH) and in-phase antiferroelectric
mode (PL) were observed in 6F6T but in 4F6T only PH was observed.
The SM critical frequency in 4F6T decreased with decrease of tempera-
ture (120 kHz–8.5 kHz). In SmC* phase SM could be observed only
under a bias field of 1.2 V/μm. The critical frequency near Tc was found
to increase sharply, depicting a ‘V’ shape behaviour as expected from
mean field theory [50]. On the other hand, in 6F6T the critical frequency
of SM increasedwith decrease of temperature [7.9 kHz–33.6 kHz] in the
high temperature region but near Tc it decreased sharply from 33.6 kHz
(80 °C) to 9.1 kHz (77 °C). In this system also ‘V’ shape behaviour of SM
critical frequency was observed near Tc under a similar bias field. The
critical frequency of GM (fGM) was found to decrease with decrease of
temperature from 540 Hz (68.5 °C) to 167 (52 °C) in 4F6T whereas in
6F6T the fGM increased with decrease of temperature from 200 Hz (76
°C) to 765 Hz (61 °C) and then the mode continued upto a few degrees
in SmCA* phase. Thismode in SmCA* phase is known as hereditarymode
(HM) [30]. However, no anomaly was observed in critical frequency in
the temperature interval of the proposed SmC*α phase. The critical
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Fig. 3. Typical DSC thermogram obtained for the compounds (a) 4F6T and (b) 6F6T on heating.

Table 1
Comparison of various thermal parameters obtained from POM study during heating.

Sample Melting point (°C) Clearing point (°C) Range of phase during
heating (°C)

SmCA* SmC* SmA*

4F6T 44.6 85.8 11.2 12.9 17.1
5F6T 41.1 91.9 9.1 21.3 20.4
6F6T 36.0 99.2 28.0 12.5 22.7
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frequency of high frequency anti-phase mode (fPH) in the 4F6T system
was observed to increase with decreasing temperature from 55.3 kHz
to 200 kHz whereas in the 6F6T system it increased from 90 kHz to
980 kHz, also showing a step increase at 34 °C at which PL appeared.
Like other compounds [25,51] the critical frequency of PL mode in
6F6T decreased with decrease of temperature.

3.5. Electro–optic study

3.5.1. Spontaneous polarization (Ps)
In order to study the field required to obtain saturation polarization,

Ps was measured with increasing ac field at a particular temperature.
With the increasing field, the number of molecules participating in
switching increased and after a certain field all the molecules oriented
in the direction of the field and the polarization became saturated
(Fig. 10(a)). The field required for saturation polarization (Esat) was
found to increase linearly with the decrease of temperature (Fig. 10
(b)), signifying that more driving force was required to align the mole-
cules at lower temperature. 4F6T also showed similar behaviour.

Moderate values of spontaneous polarizations (Ps) were observed
which are suitable for display applications [52–54]. Ps was found to de-
crease slowly in the lower temperature region and rapidly in the high
temperature region of SmC* phase as shown in Fig. 11. Maximum
value of Ps was 93.6 nC/cm2 in 4F6T and 103.0 nC/cm2 in 6F6T while
in 5F6T it was 118.7 nC/cm2 [24]. Similar increasing trend with

fluorinated achiral chain was observed before [45,55]. A compound
with biphenylyl benzoate core and 4 perfluorinated carboxylate C
atoms and 3 oligomethelene spacers in achiral chain (4F3R) exhibited
Ps 41.66 nC/cm2 [45]. Keeping number of perfluorinated C atom same
when oligomethelene spacerwas increased to 6 (4F6R), the Ps increased
to 50 nC/cm2 and when 8 perfluorinated C atoms and 2 oligomethelene
spacers were introduced (8F2R) it became 93 nC/cm2 [55]. It was in-
ferred that the Ps increased with increase of perfluorinated C atoms as
well as oligomethelene spacers in the achiral chain but increase of
perfluorinated C atom was more effective. In the present study the Ps
was observed to increasewith increase of achiral chain length, although
in 5F6T the increment was more than in 6F6T which may be due to the
odd even effect [34]. In both the compounds themeasured Ps data were
found to fit nicely to themean–field equation PS= Po(T− TC)βwith β=
0.25 near Tc signifying that the SmC*–SmA* transition is a tricritical type
[42] as observed in layer spacing.

3.5.2. Optical and X-ray tilt
The optical tilts (θopt) were found to increase sharply with the de-

crease of temperature near Tc and reached nearly 45° in SmCA* phase
in both the compounds (Fig. 12), which indicated that both the com-
pounds were orthoconic antiferroelectric in nature. On the other hand,
although the X-ray tilts (θX−ray) of the compounds showed similar tem-
perature variation but their maximum values were 21.8° and 22.0° re-
spectively (Fig. 13), much less than the optical tilts. In four members

(a)

(b)

(c)

Fig. 4. Optimized structures along with the directions of dipole moments (red line) and principal moments of inertia (black line) of (a) 4F6T, (b) 5F6T and (c) 6F6T.

Table 2
Molecular lengths, energy, principal moments of inertia and dipole moments of the molecules.

Sample Optimized molecular length (Å) Energy (kCal/mol) Moments of inertia in 10−44 kgm2 Dipole moment (Debye)

About x–axis about y–axis about z–axis Total Components

x y z

4F6T 35.15 9729 27.8 913.7 925.4 5.13 +0.25 −5.12 +0.13
5F6T 35.95 10,034 36.9 999.2 1017.6 5.01 +0.05 −5.01 +0.02
6F6T 37.96 10,340 44.8 1106.6 1131.5 5.10 −0.28 −5.10 +0.10
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of a biphenyl benzoate core based homologous series exhibiting
orthoconic antiferroelectric nature, the θX−ray was found to vary within
24.2° – 25.8° [25]. A similar lower values of X-ray tilt than optical tilt
were reported before by several other authors [56–58], although the ex-
istence of higher x-ray tilt than optical tilt was also observed by Meier
et al. [59]. X-ray tilt is a result of tilt of electron-density function of the
whole molecule, whereas optical tilt arises due to tilt of only the rigid
polarisable group of themolecule, thus the two tilts may differ. This dif-
ference has also been explained considering zig-zag shape of the mole-
cules [56]. The zig-zagmolecular shape arose out of the rigid corewhich

tilted independently whereas themelted end chains are on the average
closer to the layer normal. Both tilts were fitted nicely to the power law
with β = 0.25 near Tc in both the compounds signifying again the
tricritical nature of SmC* - SmA* transition.

3.5.3. Switching time (τ)
The switching time of ferroelectric and antiferroelectric liquid crys-

tals is an important parameter from application point view because to
afford a video rate time sequential colour micro-display switching
time should be low [12,60–61]. Both the compounds showed sub-

Fig. 5. X-ray diffraction profiles at 44 °C (SmCA*), 72 °C (SmC*) and 84 °C (SmA*) of the (a) low angle and (b) high angle diffraction features of 6F6T.
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millisecond switching time and it increased with decrease of tempera-
ture from Tc (Fig. 14). A similar nature of temperature variation of τ
was observed in other compounds [13,25,61,62]. The maximum value
of τ was found to be 744 μs in 4F6T and 828 μs in 6F6T at TAF. Within
SmCA* phase τ increased sharply to 926 μs in 6F6T, it could not be mea-
sured in 4F6T (Fig. 14). In a homologous series of ferroelectric liquid
crystals with partially fluorinated biphenylyl benzoate core and differ-
ent number of fluorinated carbon and oligomethelene spacer in achiral
chain (nFmR), Goswami et al. [10] reported the switching time as 80 μs
in 4F3R, 122.6 μs in 5F3R and 158 μs in 6F3R and observed that the τ

increased with increasing number of fluorinated carbon in achiral
chain, thuswith increasing achiral chain length. Same is true in the pres-
ent compounds.

3.5.4. Effect of field on ferroelectric-antiferroelectric transition temperature
(TAF)

In order to study the effect of ac field on SmC*–SmCA* transition
temperature (TAF), optical texture of the compounds were moni-
tored with decreasing temperature under fixed low frequency
(~10 Hz) ac fields and temperatures at which phase change takes

Fig. 7. Temperature evolution of correlation lengths (a) across the smectic layers (ξ||), (b) within the smectic layers (ξ⊥) and (c) intensity of the low angle Bragg peak (arbitrary unit) of
4F6T and 6F6T.

Fig. 8. Dielectric strength (Δε) (a) of 4F6T and 6F6T during cooling, (b) of 6F6T during heating and cooling showing anomaly.

7K.C. Dey et al. / Journal of Molecular Liquids 298 (2020) 112056



place were noted. TAF was observed to decrease linearly with in-
creasing field (Ec) in both the compounds as shown in Fig. 15. In
4F6T, TAF was found to depress by 18.3 °C at 5.18 V/μm and in
6F6T it depressed by 35.5 °C at 4.4 V/μm. The gradient of depression
of TAF was higher in 6F6T (~8.19 °C/(V/μm)) than in 4F6T (~5.16 °C/
(V/μm)).

A selected list of parameters of 4F6T, 5F6T, 6F6T are gathered in
Table 3 for ease comparison.

4. Conclusions

In order to investigate the correlation between structure and prop-
erty, two terphenyl core based antiferroelectric liquid crystals – 4F6T
and 6F6T – differing only in the number of fluorinated carbon at achiral
chain have been studied using different experimental techniques and
their properties have also been compared with the intermediate homo-
logue 5F6T [24] wherever possible. Although all of them exhibited
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Fig. 10. (a) Polarization versus field in 6F6T at different temperatures and (b) linear increase of saturation field (Esat) with decreasing temperature.
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antiferroelectric-ferroelectric-paraelectric (SmCA*- SmC*-SmA*) phase
sequence, melting pointwas observed to decrease with increasing achi-
ral chain length but clearing point showed opposite trend. Thermal
ranges of the antiferroelectric and ferroelectric phaseswere found to ex-
hibit odd-even effect, so also the molecular dipole moments and spon-
taneous polarization. Layer spacings, average intermolecular distances
and correlation lengths across the smectic planes were also observed
to increase with achiral chain length. Temperature dependence of

layer spacings suggests tricritical nature of SmC*-SmA* transition
which is also supported by temperature dependent x-ray tilt, optical
tilt and spontaneous polarization. Dielectric increments decreased
with increased achiral chain. Both soft mode and Goldstone mode criti-
cal frequencies were found to decrease with decreasing temperature in
the lower derivative but opposite behaviourwas observed in the higher
derivative. Both the compounds, however, showed Curie–Weiss behav-
iour in soft mode near SmC*-SmA* transition temperature Tc. Goldstone

Fig. 12. Temperature variation of optical tilt of (a) 4F6T and (b) 6F6T, fitted curves near Tc is also shown.

Fig. 13. Temperature variation of x-ray tilts of (a) 4F6T, (b) 6F6T.

Fig. 14. Comparison of temperature dependence of switching time. Fig. 15. AC field dependence of SmC*–SmCA* transition temperature (TAF) of 4F6T and
6F6T.
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mode critical frequencywasmuch higher in 6F6T. Both PL and PHmodes
were observed in SmCA* phase but in 4F6T only PH was observed and in
5F6T both modes were absent. Optical tilts exhibited orthoconic nature
of the SmCA* phase in both the compounds. However, X-ray tilt was
much less and the discrepancy was explained. Both the compounds
showed sub-millisecond order switching time which was also found
to increase with achiral chain length. Antiferroelectric-ferroelectric
transition temperature (TAF) was observed to decrease with increasing
ac field, effect was more in the higher derivative compared to the
lower one. SmC*α phase may be present within a small temperature
range between SmA* and SmC* phases in 6F6T. It is thus concluded
that the thermal range of different phases, smectic layer spacings, vari-
ous dielectric and electro-optic properties of the two terphenyl based
compounds are significantly influenced by the achiral chain length,
some of the properties show an increasing trend with chain length
whereas some others exhibit opposite trend, even there is an indication
of presence of a new phase (SmCα*) in the higher derivative. Another
important conclusion is that the ferroelectric to paraelectric phase tran-
sition is tricritical in nature and the ferroelectric-antiferroelectric transi-
tion temperature decreases with electric field in both the compounds.
Moreover, because of the orthoconic nature of the SmCA* phase with
sub-millisecond switching time andmoderate spontaneous polarization
these two compounds are expected to be suitable for preparation of
mixtures suitable for display and other non-display applications
[12–13,51–53,61–69].
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